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SUMMARY 

This thesis started as part of a project for building competence within the field of 
hydrometallurgy.  
 
In article I, we studied how the ionic strength and matrix composition affected extraction. 
We discovered considerable shifts in the equilibrium of high salinity solutions caused by 
minor changes in the concentration. Also, the benefit of multiple experimental techniques 
for studying liquid-liquid extraction were discussed. For instance, Raman spectroscopy 
showed why the matrix ions hindered extraction, and NMR spectroscopy enabled us to 
quantify the amount of extracted nitrate into the organic phase. 
 
In article II, we took advantage of our findings in the Article I. In multi-element solutions, 
sulfate could be used for back-extraction from the organic phase. In addition, the difference 
in extraction properties between a single and a two-phase system was investigated. The 
results showed clearly that the distribution ratio was higher in a single-phase measurement. 
Furthermore, the distribution ratio was found to be much more uncertain in the single-phase 
measurement. 
 
In Article III, we consider the change in the organic phase when it is subjected to various 
aqueous phases. The amount of water extracted with LiCl and the lack of molecular water in 
the organic phase as the acid is extracted significantly affect the speciation in the organic 
phase. This observation cast doubt on the assumptions made regarding the bulk liquid 
behavior. 
 
In summary, this thesis concerns contaminants and undesirable metal ions present in 
hydrometallurgical solutions. We discuss the different techniques which can be used to 
characterize these species. Also, the weakness of using only one method to assess the 
extraction of these complicated solutions is discussed. During the work, it became evident 
that there is a need for speciation diagrams, also at high ionic strengths. It also became 
apparent that the available data on stability constants was at much lower ionic strength 
compared to the solutions used in the industry. 
. 
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DEFINITIONS AND ABBREVIATIONS 

Name/ symbol Definition or usage Abbreviation 

Adduct A chemical species AB, 

formed by two separate 

molecular entities. 

 

Aliquat 336 Quaternary amine extractant A336 

Carrier A compound that exists in 

macroscopic concentrations, 

is chemically similar to the 

tracer in the solution. 

 

Chemical activity coefficient Chemical activity = 

concentration multiplied by 

activity coefficient. 

 

Contaminant In this work contaminant is 

used to mean an unwanted 

metal species present in the 

feed solution. It can be 

unwanted due to its toxicity 

or that it hinders the 

production.  

 

Distribution ratio The concentration of analyte 

in the organic phase over the 

concentration in the aqueous 

phase 

𝐷 =
[𝐴]𝑜𝑟𝑔

[𝐴]𝐴𝑞
 

D-ratio 

Extractable global resource  EGR 

Entrainment Entrapment of an unwanted 

phase in the other phase.  

 

   

Feed Aqueous solution before 

extraction. 

 

Flashpoint At this temperature, there 

are enough molecules of the 

compound in a gaseous state 

for it to start burning.  

 

Gross national product Total value of goods and 

services produced by a 

country during one year, 

equal to the gross domestic 

product plus the net income 

from foreign investments. 

 

High purity germanium 

detector 

An instrument for High 

resolution γ spectroscopy 

HPGe 
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High resolution γ 

spectroscopy 

A technique to identify 

different radiotracers by 

their unique γ-rays. 

HRGS 

Hydrophilic  The capacity of a  

molecular entity 

or of a  

substituent 

to interact with polar 

solvents, in particular with 

water, or with other polar 

groups[1]. 

 

Ideal Dilute Solution The solute is obeying 

Henry’s law, all the solute 

activity coefficients 

approximate to 1. 

 

Immiscibility Inability of a mixture to 

form a single phase [1]. 

 

Ionic strength The number of ions in the 

solution 

𝐼 = 0.5∑[𝐶𝑖]𝑧
2 

Ci is the concentration of 

species i, and z is the charge 

of species i. 

 

Inductive coupled plasma 

mass spectroscopy 

An analytical instrument to 

determine the concentration 

of multiple elements, by 

measuring the mass of the 

elements. 

ICP-MS 

Inductive coupled plasma 

optical emission 

spectroscopy 

An analytical instrument to 

determine the concentration 

of multiple elements by 

measuring the emissions 

from various exited states of 

the ions. 

ICP-OES 

Leaching  The process of transferring 

metal from raw material into 

a liquid phase. 

 

Ligand In an inorganic coordination 

entity, the atoms or 

molecular group joined to a 

central cation. 

 

Liquid ion exchanger An extractant that can be 

dissolved in a solvent, and 

that works by exchanging 

ions. 

 

Liquid-liquid extraction The process of mixing two 

immiscible phases to 

transfer entities from one 

phase to the other. 

LLX 
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Liquid scintillation 

spectroscopy 

A technique to detect 

radioactivity, primarily used 

for charged particles. 

LSS 

Nuclear magnetic resonance  An instrument to determine 

the various species in a 

solution by measuring the 

interactions the nuclear spin 

is experiencing. 

NMR 

Organic solution Organic solution after 

extraction. 

[Aorg] 

Radiotracer Like a tracer but radioactive.  

Raman spectroscopy A technique to determine the 

various species in a solution 

or solid by measuring the 

scattering of light the sample 

is exposed to. 

 

Raffinate Aqueous solution after 

extraction. 

[Araf] 

Regenerated organic 

solution  

Organic solution after 

stripping. 

[Aregorg] 

Species An ensemble of chemically 

identical molecular entities. 

 

Stripped aqueous Aqueous solution after 

stripping. 

[Astripaq] 

Solution Usually an aqueous phase 

containing various ions 

and/or ligands.  

 

Solvent The chemical that the solute 

is dissolved in. 

 

Solute A component in the solution, 

an ion, or an extractant 

molecule. 

 

Standard temperature and 

pressure 

1 mol/L 1 atmosphere 

pressure, and 25 degrees 

centigrade. 

STP 

Trioctylphosphine oxide A liquid-liquid extractant TOPO 

Tracer A compound added to the 

solution behaving in a 

similar way to the compound 

studied. The tracer should be 

easy to detect. 

 

   

Virgin organic  Organic solution before 

extraction. 

[AVorg] 

Virgin stripping solution Aqueous stripping solution 

before stripping. 

[AVstrip] 

   

α-particle A He2+ nucleus emitted from 

another bigger nuclei. 
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α-position The carbon atom closest to 

the nitrate in an amine. 

 

β-particle An electron emitted from a 

nucleus. 

 

β-position The carbon atom second-

closest to the nitrate in an 

amine. 

 

δ(X) The chemical shift of nuclei 

X. 

 

γx Activity coefficient for 

species x. 

 

γ -ray Photons emitted from a 

radioactive nucleus. 
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1 INTRODUCTION 

 

Our current standard of living depends on access to a range of different metals. The usage of 

metals stretches from large scale infrastructure to small microchips and highly specialised 

materials. Thus, demands for the metal used are equally diverse. In general, there has been an 

increase in metal consumption by 3% annually since 1970. In addition to this increase, the 

concentration of products wanted in the source materials has decreased [2-4]. Poorer ore quality 

and an increase of trace pollutants can result in the need for the development of new or revised 

industrial processes.  

The United Nations Sustainable Development Goals is a plan to build a better world for the 

people and the planet by 2030. There are 17 different goals in this plan and 6 of them are either 

directly related to metal production or have a need metals. Therefore, the sustainable 

development goals will result in more metal consumption [5] . The important question then 

becomes whether there are enough metals to go around. Table 1.1 shows the United Nation’s 

list of 60 elements of high concern. These estimations are made under the assumption of a 

continued 3% annual increase in metal consumption until 2040. 

There are several methods of metal production; however, only hydrometallurgy will be 

discussed for this work. Hydrometallurgy is a means to extract the metal of interest from the 

source material into an aqueous phase, including separation from other metals and elements. 

This thesis focuses on the liquid-liquid extraction part of the hydrometallurgy process and will 

not discuss other parts.  

Source material for metal ranges from rock ores to waste material. Waste material can range 

from municipal waste, industrial waste or special waste where certain products have been pre-

sorted from general waste or specifically collected. A typical and important example is 

electronic waste.  

The chemical conditions found in the hydrometallurgical industry are usually far removed from 

typical conditions preferred in academia, when performing chemical research. It is common in 

industry solutions that the mass of dissolved matter to the amount of the solvent matrix may be 

a 50/50 ratio. These solutions then exhibit properties chemically and physically far removed 

from more dilute and ‘ideal solutions’ used in chemical research. The reason for the deviation 

is discussed in greater detail in chapters 2 and 3.  

 

 

  

 



2 
 

Table 1.1 Exhaustion periods of 60 elements in years after 2050. It is assumed that the extraction of all elements 

mentioned increases annually by 3% until 2050 and then levels off. EGR means extractable global resource as 

defined by Henckens et al. [6], table taken from [7]. EGR depletion time given in brackets. 

Very scarce 

 (within 2050) 

Scarce  

(100 years after 

2050) 

Moderately scarce 

 (100 to 1000 years 

after 2050) 

Not scarce  

(1000 years after 2050) 

Sb −10 Au 10 Ag 200 Al 20000 

  Mo 50 As 400 Ba 1000 

  Rh 80 B 200 Be 200000 

  Zn 50 Cd 500 Co 2000 

    Cr 200 Ga 1000000 

    Cu 100 Ge 200000 

    Fe 300 In 10000 

    Pb 300 Li 9000 

    Ni 300 Mg 30000 

    Sn 200 Mn 2000 

    W 300 Hg 400000 

      Nb 2000 

      Pt group 

metals 

1000 

      Lanthanides 20000 

      Se 300000 

      Sr 10000 

      Tl 1000000 

      Ti 10000 

      U 2000 

      V 20000 

      Zr 2000 
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1.1 GOAL OF THESIS 
Future decrease in the availability of raw materials and the decline in ore quality introduce 

important challenges. As the most attractive raw materials have mostly been consumed, one is 

forced to work with ‘poorer’ material of more diverse composition.  

The above trends will affect the industrial feed solutions which will be less pure and non-ideal. 

Also, the solutions will contain substantial amounts of metals. Hence, removing contaminants 

that affect or pollute the industrial processes will become more critical, and more demanding 

due to the increased complexity of the feed. One of the most essential parts to control are the 

metals present in the feed. If interfering contaminants can be selectively removed, this may ease 

the process operation and reduce the waste production. 

Thesis’ goal: 

Removal of contaminants from industrial hydrometallurgical processes. 

Contaminants are here defined as species of relatively low concentration, as compared to the 

products in the process. 

A secondary goal of the thesis is to assess techniques for speciation of metals at ionic strengths 

higher than 1 mol/kg.  

The chemical systems used in this thesis are rather varied. The thesis has studied the extraction 

of cadmium and this has been done in a chloride rich environment. To have the largest solubility 

range HCl and LiCl were used as the chloride sources. For the highest solubility lithium salts 

were used to explore the effect of additional matrix ions. Some systems, especially the mixed 

salt system were limited by precipitation at higher concentrations.  

Chapter 6 discusses the main results and places them either within the industrial context or 

within the academic context. A sub-objective has been to examine the potential for removal of 

contaminants (e.g., cadmium) from industrial feed solution. This is critical because the raw 

material is likely to be obtainable in the future, in this case nickel matte, is from poorer ores 

having more pollutants.
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2 BACKGROUND  

 

As mentioned in Chapter 1, this thesis focuses on the liquid-liquid extraction part of 

hydrometallurgy. For a general introduction to hydrometallurgy and its importance for many 

industrial applications, the reader will find many excellent textbooks available (e.g., 

Introduction to Hydrometallurgy by Michael L. Free [8]). Below is some relevant background 

on aqueous solutions and how the ionic content of hydrometallurgical process feeds can result 

in additional challenges for speciation.  

2.1  LIQUID-LIQUID EXTRACTION IN INDUSTRIAL HYDROMETALLURGY 
Liquid-liquid extraction (LLX) is a process used to transfer species, often metal ions or some 

other solvated species, from one liquid phase to another. A solvated species will, when 

presented with an interphase, distribute between the two phases. The solvated species can prefer 

one phase over the other and this can be controlled by an extractant. These extractants are 

sometimes called a phase-transfer catalyst [9]. Properties of extractants will be discussed in 

more detail in the following theory chapter. 

In broad terms, the species’ varying affinity for different extractants can be used to separate 

them. As an example, if the metal ions have very different properties, they are easy to separate, 

for example, alkaline metals from most transition metals. For metals with very different 

properties one single extraction can be enough to separate it sufficiently from others, while for 

the lanthanides, for instance, several extraction steps have to be used. For the most efficient 

utilization of the extractant ‘counter-current mode’ contacts the organic phase with the lowest 

concentration of product with the aqueous phase that also have the lowest concentration. This 

enables a maximum loading of the metals of interest. Depending on the maximum load this can 

change both the physical and chemical properties of the organic phase drastically. An example 

is that the specific gravity of the organic phase can become higher than the raffinate (the 

aqueous phase), resulting in phase inversion [10].  

To properly explain the process occurring during the extraction, the properties of the aqueous 

phase must be described. The aqueous phases employed in the industry tend to have high ionic 

concentrations [11]. There are several reasons for the high concentrations, in general smaller 

volumes and higher densities gives lower operating costs, and with higher concentration there 

is less water. Lower amounts of water keeps energy costs lower and it results in less wastewater 

to handle. 

The hydrometallurgical process starts with the leaching process, where usually a concentrated 

strong acid is used to dissolve the raw material. In this dissolution process the corresponding 

base of the acid usually is the dominating anion. If this anion has the ability to form ligands of 

the metallic species, we then have adducts. 

Industrial hydrometallurgical processes are often operated at higher temperatures than standard 

temperature and pressure (STP). In addition, the concentrations are far removed from ideal 

aqueous solutions. The result is that the thermodynamic properties of these solutions differ from 

what is expected. In practise, both the speciation, and kinetics of reactions can change from 

standard conditions. Detecting and determining species of low concentration in these solutions 
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is therefore challenging. Most contaminants will be in low concentration in these solutions with 

a probability for up-concentration in different parts of the industrial process or entering the 

product itself. The need for removal of contaminants from process solutions have already 

emerged and is believed to increase in the future. Therefore, the challenge is to separate metal 

impurities at low concentrations from metals present at high concentrations. 

2.2  BRIEF HISTORY OF OUR UNDERSTANDING OF HOW SOLVATED IONS 

INTERACT 
Water is one of the most-used solvents. Water can solvate metal ions, acids, and several organic 

compounds. While water has several uses, its chemical and thermodynamic properties are hard 

to describe. There are several reasons for this. Water is amphoteric, and its tendency to form 

hydrogen bonds results in several additional interactions with the solute compared to, for 

example, carbontetrachloride. Since water is so often used, there has been much work done to 

describe how it is affected by various solutes. A rough outline of this follows. 

It was observed that adding salt to the aqueous phase changed the properties of the water as a 

solvent. The earliest attempts to explore and explain these properties focused on the physical 

properties of water. Properties such as vapour pressure and freezing point depression were 

observable and controllable. From such observations, Debye and Hückel developed their 

famous equation and limiting law [12]. When salts were added to solutions, it was observed 

that the pKa of weak acids would change and that the change would depend not only on the 

concentration of the salt added but also on the salts used [13]. In addition, it became evident 

that the higher the concentration, the more the result deviated from the mass action law and the 

limiting law. The law of mass action could not predict the outcome without substituting activity 

for the concentrations.  

Ionic strength higher than 1 mol/kg makes a solution difficult to properly describe 

thermodynamically. Multivalent species and multiple different ions make it even harder. This 

is reflected in the literature where it can be seen that most chemical potential calculations are 

challenged by high ionic strengths [11,14-16].  

The International Union of Pure and Applied Chemistry (IUPAC) has defined activity as 𝑎 =

𝑒
𝜇−𝜇∘

𝑅𝑇  where μ is the chemical potential and μ° the standard chemical potential. R is the gas 

constant, and T is absolute temperature [1]. However, in aqueous solutions using activity 

coefficients, it is more common to define 𝑎 = [𝐶] ⋅ 𝛾±, (here [C] is the concentration of an ion 

and 𝛾±is the average activity coefficient of the ions in the solution). It became evident that 

activity calculations needed experimental data to work, that is, they were based on empirical 

data. However, the formulas used for calculating activity incorporate many parameters related 

to physical interactions and restrictions: 

• The Debye–Hückel term 𝐴|𝑧1𝑍2|√𝐼 

• A way to account for short-range interactions between ions 

• Interaction between equally charged ions 

• Interaction between oppositely charged ions 

• Interaction between solvent and solutes 

• Non-electrostatic interactions 
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The predictive powers of the equations are quite small, and they quickly fall apart if more than 

one salt is used, or the concentrations exceed 2 mol/kg. Kusik and Meissner [17] attempted to 

make a complete empirical model for highly concentrated hydrometallurgical solutions. They 

accepted an uncertainty of 20% and developed an equation for solutions exceeding 10 mol/L.  

As mentioned, the measured pKa of weak acids was affected by changes in the ion concentration 

[13]. Of course, the measurable changes in chemical constants are not limited to acids. The 

equilibrium constants for adduct formation of various metals will also be affected by the ion 

concentration. For metals that can form different adducts with differing numbers of ligands, 

there will be an equilibrium equation for each species. To form some of these species, 

concentrations in the required solution can be very high. Concentrations can be so high that not 

only is it difficult to compare the solutions to the more dilute versions, but the high 

concentrations can also hinder measurements. Thus, experimental determination of a species’ 

thermodynamic properties can be challenging. This is exemplified in the IUPAC series of 

environmentally significant metals. IUPAC argue that for Cu(II), Zn(II), Cd(II) and Pb(II) that 

the MCl4
2- should exist; however, the only stability constant they trust is for Hg, which is 10 

times higher than the second-highest element Cd [18-22]. 
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3  THEORY 

 

Industrial solutions usually have high ionic strength due to the high concentration of the 

products. High ionic strength affect the activity coefficients, which are no longer unity (see 

figure 3.1 for which concentrations of the activity coefficients deviate from unity). Thus, the 

concept of concentration, as used in the thermodynamic equations, is insufficient. If any 

chemical relation is to be described, then a chemical activity must be used. In practice, activity 

coefficients considering non-ideal behaviour are introduced, that is, a = γ c, where a is chemical 

activity, γ the activity coefficient and c the concentration.  

3.1  CHEMICAL ACTIVITY CALCULATIONS 
Chemical activity accounts for non-ideality. For a chemical equilibrium reaction: 

nA + mB ⇋ lC + kD Eq. 3.1  

were n, m, l and k express the moiety of the individual molecules or ions the equilibrium 

constant Kc of Eq. 3.1 can be expressed as: 

K𝑐 =
[𝐶]𝑙[𝐷]𝑘

[𝐴]𝑛[𝐵]𝑚
 

 Eq. 3.2 

With activity coefficients it is expressed as: 

Ka =
([𝐶]𝛾𝐶)

𝑙([𝐷]𝛾𝐷)𝑘

([𝐴]𝛾𝐴)𝑛([𝐵]𝛾𝐵)𝑚
 

Eq. 3.3  

where γX represents the activity coefficient of species X.  

Several approximate equations exist for the chemical activity coefficient, and most of them 

include the term [11] [23-26,17]: 

ln(γ±) = −𝐴
|𝑧1𝑧2|√𝐼

1 + 𝑏√𝐼
 

Eq. 3.4 

Where I is the ionic strength, as defined by: 

I =
1

2
∑𝑚𝑖 ⋅ 𝑧𝑖

2 
Eq. 3.5  

Here the mi is the molality of species I and zi is the charge of species i. Therefore, ionic strength 

has a concentration unit. One of the main problems with ionic strength is that it assumes that 

the aqueous phase is a perfect solvent and the salt added is a strong electrolyte. This means that 

the salt is perfectly disassociated and that all ions present in the solution only interact with the 

solute. The A term used is often referred to as the Debye–Hückel coefficient [27], which is 

dependent on temperature and the relative permittivity of the solvent. For water at standard 

conditions, A is assumed to be 0.51 [27,28]. Consideration of the validity of assuming that A is 

valid at high saline concentrations was deemed outside the scope of this work. However, 

discussion of the change in the dielectric constant can be found, for example, in [29-31] or more 

recently [15].  

In this work, the equations developed by Pitzer et al. were used [23,24]. The Pitzer equations 

are empirical equations enabling the calculation of activity factors up to a nominal 
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concentration of 5 mol/kg. Since most of the data presented in this thesis were obtained on 

solutions with an ionic strength higher than 5 mol/kg, it follows – inevitably – that the derived 

parameters become more uncertain.  

The Pitzer equations are based on empirical constants [23-25, 32], as discussed in Appendix 

A1. We will omit any detailed derivation of these equations and only present a final simplified 

expression (Eq. 3.6). The first term gives a reasonable approximation of the ionic strength when 

lower than 0.1. It is when the ionic strength increases past 0.1 that the short-range electrostatic 

interactions become important. E is supposed to account for these. When there are three or more 

types of ions in the aqueous solution, there is an increase in possible interactions. F uses 

empirically derived constants to account for these. 

ln(𝛾𝑀𝑋) = |𝑧1𝑧2|𝑓
𝛾 + 𝑚(𝐸 +𝑚2F) Eq. 3.6  

Here z1 z2 are the charges of the ions in the solution, and the number will have to be extended 

if more ions are added, m represents the total molality of the solution. 

Equation 3.6 for two LiCl solutions are used and calculated in Figure 3.1. Here LiCl is used as 

an example of activity coefficients from low ionic concentrations to high ionic concentrations. 

It is also showing the effect on the activity coefficients of when two salts are sharing a common 

ion. 

 

Figure 3.1 Calculated activity coefficients of LiCl where the green line has activity coefficients calculated when 

the ionic strength is the same as the concentration. The red line calculates the activity coefficients as the ionic 

strength is kept constant at 4 with LiNO3. 
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Figure 3.1 shows that LiCl deviates from unity as the concentration increases. An activity 

coefficient of one would make the concentration additive. It can be seen that there is a quick 

drop of the activity coefficient until roughly a concentration of 1 mol/kg is reached, then there 

is a sharp increase. The model cannot account for precipitation of LiCl, which occurs around 

5–7 mol/kg (depending on the purity of the water and the temperature). In addition to failing to 

predict precipitation, the model loses accuracy at such high concentrations. The red line shows 

the effect of keeping a constant ionic strength. The main contributors to the activity coefficients 

is the concentration of ions. By choosing salts that share an ion (in this case, the salt LiNO3 was 

chosen), it is possible to keep the activity coefficient stable as the concentration changes. 

However, when the two salts start to have equal concentration, the activity coefficients change.  

The activity effect of very high concentrations in liquid-liquid extraction is exemplified by the 

LiCl example above: The difficulties of choosing so-called inert salts are clear and are discussed 

below. As can be seen from Figure 3.1, increasing the concentration does not provoke a linear 

response in activity. The result is that it is challenging to be precise when it comes to the 

speciation of highly complex aqueous solutions. Some of this stems from how chemical 

potential advances as the concentration increases. The fact that the slope of the activity constant 

is accelerating means that there can be massive changes over small concentration ranges. 





13 
 

4 METHODS AND EXPERIMENTAL LIMITATIONS 

 

4.1 LIQUID-LIQUID EXTRACTION A SEPARATION METHOD 
Liquid-liquid extraction is a suitable technique to measure both speciation, and, to a certain 

extent, the chemical potential of the species studied.  

Liquid-liquid extraction transfers masses between two phases. Distribution ratios are well 

suited to explain chemical processes, and the reason will be discussed here. The distribution 

ratio is defined as the concentration of the analyte in the organic phase divided by the 

concentration of the analyte in the aqueous phase: 

𝐷 =
[∑𝐴𝐼]𝑜𝑟𝑔

[∑𝐴𝑖]𝑎𝑞
 

Eq.4.1  

Here, the values in the organic and the aqueous phases are the summation of all the species 

present in each phase.  

To further explain why the D-ratio is such a useful term, note this simple extraction equilibrium: 

𝑛𝐿𝐵𝑜𝑟𝑔 + 𝐴𝑎𝑞 + 𝑚𝐶𝑎𝑞 ⇌ 𝐿𝑛(𝐴𝐶𝑚)𝑜𝑟𝑔 + 𝑛𝐵𝑎𝑞 Eq.4.2  

where the suffix org and aq represent the organic or the aqueous phase and n and m represent 

the stoichiometric amount of the components. L is the extractant forming the adduct with the 

analyte A. B represents a compound depending on the system: If the extractant is an ion-

exchanger, it is an ion, if the system is solvating, B is not needed. C is a ligand which could be 

anything from a halogen to compounds such as ethylenediaminetetraacetic acid. For ease of 

writing, the activity coefficients are ignored. Setting up the equilibrium: 

𝐾 =
[𝐿𝑛𝐴𝐶𝑚]𝑜𝑟𝑔[𝐵]𝑛

𝑎𝑞

[𝐿𝐵]𝑛𝑜𝑟𝑔[𝐴]𝑎𝑞[𝐶]𝑚
𝑎𝑞

 
Eq.4.3 

So, if we can hold valid that: 

𝐷 =
[∑𝐴𝑖]𝑜𝑟𝑔

[∑𝐴𝑖]𝑎𝑞
≈

[𝐿𝑛𝐴𝐶𝑚]𝑜𝑟𝑔

[𝐴]𝑎𝑞
 

Eq.4.4 

We can write: 

𝐾 = 𝐷
[𝐵]𝑛

𝑎𝑞

[𝐿𝐵]𝑛
𝑜𝑟𝑔

[𝐶]𝑚
𝑎𝑞

 
Eq.4.5  

validation can be done by plotting the distribution ratio vs extractant concentration, or ligand 

concentration. 

log(𝐷) = log(𝐾) + 𝑛 log([𝐿𝐵]) − 𝑛 log([𝐵]) + 𝑚 log([𝐶]) Eq.4.6 

  

Plotting the D ratio vs either [LB], [B] or [C] should then give a straight line with the slope 

decided by n or m. Slope analysis can then confirm which species is extracted. Deviations can 

be explained by competition between several species extracted. However, the most likely source 

of deviation from a straight line is unforeseen reactions occurring in solutions. Unexpected 
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reactions will be discussed below. A more comprehensive explanation of slope analysis and 

liquid extraction can be found in, for example, [33].  

4.2 POTENTIAL PROBLEMS WHEN PERFORMING LIQUID-LIQUID EXTRACTION 
Liquid-liquid extraction (LLX) entails using two immiscible phases. However, even if the 

phases are immiscible, a small amount of each phase can be found in the other phase. If this 

occurs, it is called entrainment. It is important that the experiment is conducted in such a manner 

that entrainment is minimised. High stir rates are needed to properly mix the two solvents. For 

an expedient transfer of mass, the surface area between the two phases must be as high as 

possible [33].  

4.2.1  Entrainment  

Figure 4.1 shows how entrainment becomes more important for D-ratios far away from unity. 

In the figure, only the entrainment of organic into the aqueous phase is considered; however, 

the divergence is equal but opposite. Here, the effects of entrainment have been simulated by 

using the ‘real’ D-ratio to estimate the amount of analyte in each phase. Then, entrainment will 

reduce the concentration in the organic phase and add it to the aqueous phase. The effect is a 

drop in D-ratios. The higher the D-ratio, the more severe the drop. Of course, entrainment of 

the aqueous phase into the organic has a similar negative effect on precision when low D-ratios 

are measured. Underestimation of the D-ratios can result in extraction schemes where back-

extraction is close to impossible. It is also vital for experiment design that the higher the 

expected D-ratios the more care has to be taken for the experiment to be performed. It also 

suggests that great care should be taken when a D-ratios of much higher than 100 (or lower than 

0.01) is reported. 
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Figure 4.1 The unbroken coloured lines represent the true D-ratio, the stapled coloured lines represent the 

D-ratios for the same coloured whole line but with increasing entrainment.  

  

4.2.2 Determination of D-ratios by Single-phase Measurement 

Single-phase measurement is used when only one of the phases in a liquid-liquid extraction 

experiment can be measured. The advantages of single-phase measurement are that it is faster 

and cheaper, multi-element analysis is possible and there are more methods for single-phase 

measurements. 

Single-phase measurements should, in principle, give the same values as two-phase 

measurements; however, there are some practical consequences and inherent statistical 

limitations, as discussed below.  

Several measurement techniques can determine concentration in the aqueous phase. However, 

organic phases are often much more varied, and not all solvents fit all measurement techniques. 

Therefore, when no volume change is observed, only the aqueous phase is measured [34] (a 

thorough discussion of the math can be found in appendix II and paper II). The result is that the 

distribution ratio equation is changed by using: 

[𝐴]𝑓𝑒𝑒𝑑 = [𝐴]𝑜𝑟𝑔 + [𝐴]𝑟𝑎𝑓 Eq.4.7  

  

Where [A]feed is the aqueous solution prior to extraction. [A]raf is the aqueous phase after 

extraction and [A]org is the organic phase after extraction. With the demand for equal volume 

still in place.  
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Inserting this into the distribution ratio equation, we obtain: 

𝐷 =
[𝐴]𝑓𝑒𝑒𝑑 − [𝐴]𝑟𝑎𝑓

[𝐴]𝑟𝑎𝑓
 

Eq.4.8 

  

The uncertainty is then given by the following equation (as mentioned above, details are 

explained in Paper II):  

𝑆𝐷 = (𝐷 + 1)((
𝜎𝑓𝑒𝑒𝑑

[𝐴]𝑓𝑒𝑒𝑑
)

2

+ (
𝜎𝑟𝑎𝑓

[𝐴]𝑟𝑎𝑓
)

2

)

0.5

 

Eq.4.9  

  

In general, using Eq. 4.9, we can state that uncertainty of single-phase measurement will 

increase faster than for two-phase measurements at low D-ratios. For two-phase ratio exchange 

the (D+1) with D. The uncertainty of single-phase measurements will have steeper incline than 

for two-phase measurements. Figure 4.2 assumes equal uncertainty in the measurements and 

shows how, for single-phase measurements, the uncertainty is higher for D-ratios lower than 

10. Figure 4.2 further shows that the uncertainty minima has changed from a D-ratio of 1 in 

two-phase measurements to roughly 3 in single-phase measurements. This indicates that for the 

most accurate and precise D-ratios determined by single-phase measurements, the extraction 

should be performed when the D-ratios range from 1 to 10.  

  

 

Figure 4.2 The red line shows the relative uncertainty D-ratios of single-phase measurements, while the stapled 

line shows relative uncertainty for two-phase measurements. 
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Figure 4.2 shows that the lower the D-ratio is, the more uncertain it becomes. To determine a 

D-ratio, the feed and raffinate must be significantly different. Because [𝐴]𝑓𝑒𝑒𝑑 > [𝐴]𝑟𝑎𝑓 for 

there to be a determinable D-ratio in Eq. 4.8. A one-tailed t-test can, be used to ensure that the 

difference between feed and raffinate is higher than random error [35,36]. The t-test is a 

standard statistical tool to determine whether two measured values are significantly different. 

The t-test can also be used to estimate the minimum difference between feed and raffinate 

necessary to be certain of the D-ratio. Figure 4.3 shows that more replicas will enable lower 

D-ratios to be determined.  

 

Figure 4.3 Minimum D-ratio in single-phase measurement as a function of replicates. The lines show the number 

of replicas needed to determine a minimum D-ratio at different relative uncertainties, for a one-tailed t-test where 

the feed relative uncertainty is set to 1%. 

4.3 BACK-EXTRACTION 
Back-extraction, or stripping, is the process of removing metal from an organic phase and back 

into a new aqueous phase. In industrial processes, stripping is also necessary to regenerate the 

organic phase. This is normally an economic requirement, which also ensures that harmful 

waste is reduced to a minimum. Frequently, a ‘scrubbing’ step is included to ensure the organic 

phase can be reused without being affected by its previous use. Stripping should ideally remove 

all the metals from the organic phase. This can be verified by measuring the concentration of 

analyte in the stripped aqueous phase, [𝐴]𝑠𝑡𝑟𝑖𝑝𝑎𝑞. The following equation will then apply 

assuming equal volumes throughout:  

[𝐴]𝑓𝑒𝑒𝑑 = [𝐴]𝑟𝑎𝑓 + [𝐴]𝑠𝑡𝑟𝑖𝑝𝑎𝑞 Eq.4.10  
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The random error and inherent uncertainty in the measurement implies that [𝐴]𝑓𝑒𝑒𝑑 will not be 

exactly equal to the sum of concentrations of the raffinate and the stripped aqueous phase. In 

addition, some of the metal may be retained in the organic phase; therefore, the sum will always 

be a bit lower than the feed. However, as only the aqueous phase is measured, it is impossible 

to determine with 100% certainty whether the loss is due to metal being retained in the organic 

phase, a statistical uncertainty in the measurements, or a true loss. Again, it is possible to 

determine if the loss is not due to statistical uncertainty by performing a t-test to check if Eq. 

4.10 holds true. Furthermore, it is possible to estimate the magnitude of the random loss for 

different obtained uncertainties. Figure 4.4 shows the minimum amount of loss necessary to 

determine whether the difference is more than statistical uncertainty. In addition, Fig. 4.4 shows 

that D-ratios determined from raffinate and stripped aqueous solutions should not be trusted.  

  

 

Figure 4.4 The coloured lines show the relative deviation possible for Eq. 4.10 estimated with different amount of 

replicates, for a one-tailed t-test where the feed relative uncertainty is set to 1%. 

  

4.4 ANALYTICAL TECHNIQUES 
In this work several analytical instruments have been used. With the concentrations and 

extractants used classical techniques such as radiotracers gave to little information. None of the 

instruments individually gave enough information about the chemical systems. Further 
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development of these instruments would need dedication that was outside of the scope of this 

thesis. Therefore, instrumentation have been used in a basic manner. 

4.4.1 Nuclear magnetic resonance 

Elements in the periodic system which have a stable isotope with nuclear spin I different from 

zero will possess a magnetic moment µ whose magnitude depends on the nuclear spin (µ= γhI; 

where h is Planck’s constant and γ is the magnetogyric ratio of the nucleus). Hence, when 

confined in a magnetic field, these magnetic moments will precess with a characteristic 

(circular) frequency ω = γB, where B represents the magnetic field sensed by the nuclear spin. 

In general, B is described by the strength of the external magnetic field B0 (instrument 

characteristics) plus the smaller magnetic field ΔB created by the electrons and the neighbouring 

nuclei in the molecule, that is: B = B0 +ΔB. Depending on the location of a nucleus within a 

molecule, the magnetic field ΔB may thus differ between different nuclei and will give rise to 

distinct processionals frequencies (ωi). It is these various chemical shifts which form the NMR 

‘fingerprint’ of the molecule and are visible in measured NMR spectra. (In this subchapter, I 

refers to nuclear spin, and γ will refer to the magnetogyric ratio.)  

The sensitivity of NMR is mainly determined by the magnitude of γ, which is largest for the 

proton (1H). Nuclei with higher spin (I > ½) will, in addition, possess quadrupole moments and 

this may result in more complex spectra that have broader lines and contain less fine structure 

[37]. 

Another aspect that can be highlighted with NMR measurements relates to the formation of 

metal complexes in a solvent, in which different numbers and types of ligands may exist. 

Depending on the exchange rate (relative to the NMR time scale), the NMR spectrum may be 

rather simple (fast exchange) or more complex (intermediate or slow exchange rate), depending 

on temperature and solvent. 

An important concern relating to the quantitative sampling using NMR depends on the spin-

lattice relaxation time T1 of the nucleus under study. Due to the inherent lack of sensitivity of 

some nuclei, the overall NMR signal intensity is obtained by repeating the experiment many 

times (n) and adding them successively together. If a quantitative sampling is required, the time 

tR between successive experiments (transients) must be larger than 5 times T1, implying that 

the overall experimental time will be of the order of 5·tR·N [38]. From sampling theory, it is 

important to keep in mind that the signal-to-noise (N/S) ratio only increases as √𝑁 [37]. 

NMR has been used in this thesis mainly to study how the extractant and metals are affected by 

different chemical conditions. Therefore, only terms used will be explained. In-depth 

explanation of spectrum analysis and constraints for NMR and its uses can be found in texts 

such as Introduction to Spectroscopy [39], and Multinuclear NMR [37]. 

According to classical electromagnetic theory [40], the application of a radiofrequency (RF)-

pulse of amplitude 𝐵1 for a time tp along the Y-axis in a Cartesian axis system (Figure [Switch 

to 4.5]) causes the macroscopic magnetization 𝑀0
⃗⃗ ⃗⃗  ⃗ of the sample to rotate at an angle 𝜃 = 𝜏 ∙

𝐵1 ∙ 𝑡𝑝 around the Y-axis. Here 𝜏 is the magnetogyric ratio, which is the nuclear magnetic 

moment over the nuclear spin angular momentum [37]. Hence, for a tip-angle 𝑎 =
𝜋

2
radians, 

the duration of the RF-pulse equals tp = 𝑡𝜋/2 =
𝜋/2

𝜏∙𝐵1
which defines a 90°-RF-pulse. After 
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application of the RF-pulse, the macroscopic magnetization �⃗⃗�  as a function of time can be 

described by the Bloch equation(s): 

𝑑𝑀𝑥𝑦

𝑑𝑡
= −

𝑀𝑥𝑦

𝑇2
 

 

Eq. 4.11 

𝑑𝑀𝑧

𝑑𝑡
= −

𝑀𝑧 − 𝑀0

𝑇1
 

Eq. 4.12 

where Mxy and Mz represent the magnetization components of �⃗⃗� in the xy-plane and along the 

z-axis and T1 and T2 define the corresponding spin-lattice (longitudinal) and the spin-spin 

(transversal) relaxation times, respectively. 

 

Figure 4.5the uppermost panel shows how the external magnetic field forces the average magnetic momentum of 

the nuclei to align with it. The 90-degree pulse forces some of the nuclei to change their magnetic moment 

perpendicular to the external magnetic field. The bottom half shows the pulse width, the acquisition time and the 

repetition time. 

Figure 4.5shows a simplification of NMR theory. The external magnetic field forces the average 

magnetic momentum of the nuclei in the sample to align with the external magnetic field. The 

pulse forces some of the nuclei to have a magnetic momentum pointing perpendicular to the 

external magnetic field. The relaxation that appears when the nuclear magnetic moment 

recovers along the external field (after a pulse) defines the spin-lattice relaxation time or 

longitudinal relaxation time T1. The time taken for the magnetization component in the xy-

plane to disappear defines the spin-spin relaxation time or the transversal relaxation time T2. 
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Chemical shift is the common term used to describe the position of the resonance band in the 

NMR spectrum. The chemical shift arises from changes in the magnetic field surrounding the 

nuclei. The chemical shift is defined relative to a resonance band of a common reference. For 

proton and carbon NMR, this reference is often tetramethyl silane. The chemical shift is then 

defined by IUPAC as [41]:  

  

𝛿𝑠

𝑝𝑝𝑚
=

(𝜗𝑆 − 𝜗𝑟𝑒𝑓)/𝐻𝑧

𝜗𝑟𝑒𝑓/𝑀𝐻𝑧
 

Eq. 4.13 

Here 𝛿𝑠 represents the chemical shift of a given nuclei as referenced to 𝜗𝑟𝑒𝑓. Up to 1972 both 

chemical shift and chemical shielding was used, these terms had equal but opposing sign [41]. 

After 1972 chemical shift was set as the standard, but for some years after 1972 chemical shifts 

were reported as chemical shielding, positive values then became negative.  

4.4.2  Raman Spectroscopy 

The technique is based on inelastic scattering of photons. Raman utilises the change in 

polarizability of the molecule as it vibrates. Raman active vibrations give rise to emissions of a 

distinct wavelength that are referred to as bands. It is possible to mathematically explain how 

these bands are formed, but such theory is beyond the scope of this work (more can be read in 

[42]). In this work, Raman has been used to identify and detect well known molecular ions with 

well defined bands.  

4.4.3 Potentiometric Titration 

Potentiometric titration measures the activity of the hydronium ion. The activity of the 

hydronium ion has a drastic change when the source of hydronium ions or when the source of 

hydroxide is depleted. The drastic change in activity is easily detectable by a pH electrode. The 

source of hydroxide or hydronium can be depleted by adding an opposing acid or base.  

Two-phase titration can be used to determine the amount of extractant in the organic phase, if 

the extractant is an acid or a base. It can also be used to determine if any acid from the aqueous 

phase is extracted to the organic phase. For these titrations it is assumed that the phase boundary 

does not hinder the reaction between the titrant and the acid/base. In addition it has to be 

checked if the extractant can be measured by titration and this has to be accounted for. Also if 

the organic phase extracts the titrant this has to be accounted for in the measurement.  

4.4.4 Measurement of Radioactivity 

In large or complex system, it is important to decide what is to be studied. To have control over 

different parts of these systems, easily traceable components can be added. It is important that 

these components are easy to detect, and that their behaviour does not differ markedly from the 

parts of the system that are studied. Radionuclei are easily detectable and, since the only 

difference between a radio nucleus and a stable nucleus is mass, they are chemically identical. 

In sum, a tracer must be easily detected and exhibit the same properties and behaviour as the 

component traced.  

4.4.4.1 High-resolution γ-Spectroscopy 

γ-spectroscopy is a quantitative measurement technique that can be used to identify specific 

radioactive nuclei. It detects γ-rays emitted from the nuclei, that is, radiotracers. γ-rays 

probability to interact with matter decreases inversely with their energy. Normally, γ-



22 
 

spectroscopy is used by comparing relative amounts of activity. The count rate can then be 

employed to calculate the concentration of the carrier in the solution. If two different samples 

are to be compared, it is important that the two samples have the same geometry.  

4.4.4.2 Liquid Scintillation Spectroscopy 

Liquid-scintillation spectroscopy is a common method for detecting α and β radiation from 

radioactive nuclei. It is based on the detection of light emitted from special compounds when 

excited by ionizing radiation. Challenges related to liquid-scintillation spectroscopy stem from 

the fact that the sample is dissolved in the detector. Frequently, the constituents of the samples 

interfere with the light-producing process and this affects the detection efficiency. The effect 

on the detection efficiency is monitored by a so called ‘quench correction’ process that will not 

be explained here. The reader is kindly referred to standard textbooks on radiochemistry [43].  

4.4.4.3 Sodium-iodide Well Detector 

Crystals of sodium iodide doped with thallium (abbreviated as NaI(Tl) or simply NaI) will emit 

light when exited by ionizing radiation. Coupled with a suitable photo-multiplier tube, NaI 

density, NaI is suitable for detecting electromagnetic radiation (γ- rays and X-rays), which is 

its main attraction despite rather poor energy resolution. This deficiency is countered by its high 

detection efficiency and relatively low price (compared to the much more expensive 

semiconductor Ge-detectors). For applications where only one radionuclide that emits 

electromagnetic radiation above 20–30 keV is present, it is a good detector choice.  

4.4.5 Inductively Coupled Plasma Mass Spectrometry and Optical Emission Spectrometry 

To quantitatively determine several elements in a single sample, Inductively Coupled Plasma 

Mass-Spectroscopy (ICP-MS) and Inductively Coupled Plasma Optical-Emission 

Spectroscopy (ICP-OES) were used. A thorough discussion and explanation of ICP-MS can be 

found in Handbook of Inductively Coupled Plasma Mass Spectrometry [44]. ICP-MS can 

quantify metals present in the solution over 8 orders of magnitude [45].  

ICP-MS sensitivity is heavily dependent on the matrix, and it is suggested to keep the total 

dissolved matter below 0.2% [46]. It is possible to have higher amounts of total dissolved matter 

using advanced injection techniques[45].  

ICP-OES can handle higher concentration of dissolved matter than ICP-MS, the injection 

system in ICP-OES is more varied than ICP-MS and common setups can handle up to 1-2% 

total dissolved matter [47]. Specialized injection systems exist that can handle up to 20% [47]. 

ICP-OES have a smaller quantification range but it is more robust, and was used to handle less 

diluted solutions than the ICP-MS. ICP-OES can quantify concentrations over 6 orders of 

magnitude [47]. 

ICP-OES utilizes the emission of the exited atoms and ions in the plasma. The results is several 

spectral lines that are specific to the elements.  

4.5 SPECIATION 
The extraction process in liquid-liquid extraction (as explained in Chap. 4.1) is, among other 

things, dependent upon the aqueous species. When there is only a single adduct-forming metal 

present in the solution, it is straightforward to predict the speciation if the stability constants 

are known. For a single metallic element with one type of ligand and a given number of adducts, 

we have: 
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[𝑀]𝑡𝑜𝑡 = ∑[𝑀𝐿𝑛]
 Eq. 4.14 

Where [𝑀]𝑡𝑜𝑡is the total concentration of the metal and [MLn] the concentration of individual 

species. If the stability constant of the individual species is known, the concentration of each 

species can be calculated as:  

[𝑀𝑡𝑜𝑡]

(1 + ∑ [𝑀𝐿𝑛])
𝛽𝑖[𝐿]

𝑖 = [𝑀𝐿𝑖]
 Eq. 4.15 

Here n and i are integers representing the number of ligands on the central atom, and β 

represents the stability constant for species i. 

In this section, the speciation of Cd(II) is discussed from a theoretical viewpoint and will 

support the discussion of the experimental results presented later.  

Cd(II) has four chloride species, with the highest chloride species only viable in high-chloride 

concentration. In Figure 4.6, Eq.4.15 was used to calculate the concentration of the different 

cadmium species at different chloride concentrations.  

 

Figure 4.6 Left side of the figure shows the speciation of Cd(II) in chloride solutions as a function of the nominal 

concentration (disregarding the chemical activity). The right side shows the speciation when the activity is 

considered. 

Figure 4.6 shows two estimations for the various chloride species of Cd(II). The left panel 

shows speciation where the activity coefficients are shown as unity, and the right side shows 

the speciation where the activity coefficients are calculated using Pitzer equations (see appendix 

A1 for an explanation of the Pitzer equations). The activity coefficients start to differ 

significantly from unity around 0.1 mol/kg chloride in the solution. The activity coefficients 

decrease until a concentration of roughly 0.5 mol/kg is reached. Therefore, the CdCl+ species 

dominates for a more significant concentration range when chemical activity is taken into 

account (as can be seen in the right panel). At higher molality, the activity coefficients increase 

rapidly, resulting in the marked increase in the CdCl4
2− species in the right panel compared to 

the left panel.  

Table 4.1 lists the equations used to calculate the nominal concentration different species shown 

in Figure 4.7. The stability constants shown in the table are for standard conditions, expect they 

are calculated to infinite dilution. The stability constants were the most valid found.  



24 
 

Table 4.1 The chloride species and the equilibrium equation for Cd. Stability constants from Powell et al.’s 

technical IUPAC report [18].  

𝐶𝑑2+ + 𝐶𝑙− ⇌ 𝐶𝑑𝐶𝑙 
𝑘1 =

[𝐶𝑑𝐶𝑙+]

[𝐶𝑑2+][𝐶𝑙−]
 

 K1=95 ± 1 

𝐶𝑑𝐶𝑙1 + 𝐶𝑙− ⇌ 𝐶𝑑𝐶𝑙2 
𝑘2 =

[𝐶𝑑𝐶𝑙2]

[𝐶𝑑𝐶𝑙+][𝐶𝑙−]
 𝛽2 =

[𝐶𝑑𝐶𝑙2]

[𝐶𝑑2+][𝐶𝑙−]2
 

𝛽2=436 ± 1 

𝐶𝑑𝐶𝑙2 + 𝐶𝑙− ⇌ 𝐶𝑑𝐶𝑙3
− 

𝑘3 =
[𝐶𝑑𝐶𝑙3

−]

[𝐶𝑑𝐶𝑙2][𝐶𝑙−]
 𝛽3 =

[𝐶𝑑𝐶𝑙3
−]

[𝐶𝑑2+][𝐶𝑙−]3
 

𝛽3=200 ± 1 

𝐶𝑑𝐶𝑙3
− + 𝐶𝑙− ⇌ 𝐶𝑑𝐶𝑙4

2− 
𝑘4 =

[𝐶𝑑𝐶𝑙4
2−]

[𝐶𝑑𝐶𝑙3
−][𝐶𝑙−]

 𝛽4 =
[𝐶𝑑𝐶𝑙4

2−]

[𝐶𝑑2+][𝐶𝑙−]4
 

𝛽4=160 ± 2 

If there is more than one ligand in the aqueous solution, the metal species formed depends on 

the concentration and stability constant for the individual species. As an example of such 

effects, Figure 4.7 shows sulfate and chloride present in the solution simultaneously. 

 

Figure 4.7 Left side of the figure shows the speciation of Cd(II) in chloride solutions as a function of the nominal 

concentration (disregarding the chemical activity). The right side shows the speciation when the activity is 

considered. Total ionic strength kept at 6.5 mol/kg.  

Figure 4.7 shows estimations of the speciation of Cd(II) in a mixed solution of Li2SO4 and LiCl. 

The estimations assume that there are no mixed ligand species (e.g., CdCl(SO4)
−). It is also 

assumed that the stability constants measured in solutions with only one ligand present are valid 

for solutions with two ligands. The left panel shows the speciation with the activity coefficients 

set to unity, the right panel shows the speciation with the activity coefficients calculated using 

Pitzer equations, the ionic strength was kept constant at 6.5. The left panel shows how the 

species will change in the aqueous phase in an ideal solution (i.e., γ± = 1). Increasing the 

concentration of chloride will lower the relative concentration of Cd(SO4)2
2− . With increasing 

chloride concentration, CdCl2 will start to dominate. However, several other Cd(II) chloride 

species will be present in the aqueous solution. When activity is accounted for as it is in the 

right panel, the CdCl4
2− species dominates. More than 80% of the Cd(II) will be in CdCl4

2− 

form when activity is taken into account.  

For Figure 4.7, Eq. 4.15 was used to calculate the amount of each species according to the 

following equation: 
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[𝑀𝑡𝑜𝑡]

(1 + ∑[𝑀𝐿𝑛] + ∑[𝑀𝑅𝑛])
𝛽𝑛[𝐿𝑜𝑟𝑅]𝑛 = [𝑀𝐿𝑛𝑜𝑟𝑅𝑛]

 Eq. 4.16 

4.6  EXTRACTANTS 
Liquid-liquid extraction uses extractants to selectively bind 

and transport the analyte across the phase boundary, between 

the immiscible liquids. Here, immiscible liquids are defined 

as two liquids that have a visible interphase.  

4.6.1 Aliquat 336 

In this work, the main focus has been on using the extractant 

Aliquat 336 (A336). It is usually described as a liquid ion 

exchanger. A336 is a quaternary amine with a chloride as a 

counter ion. It has 3 carbon chains with 8 to 10 carbons, and 

a methyl group coupled to the nitrogen (see Figure 4.8).  

A336 is also known as Starks catalyst since Charles M. Starks 

used A336 as a catalytic reagent to transport halides and 

cyanide from the aqueous phase into the organic phase [9,48]. 

A336 extracts anions, and can therefore extract several 

metallic elements from different aqueous solutions [49-69]. 

However, it does not work well in solutions containing nitrate 

or perchlorate as these bind strongly to A336 [51,70]. A336 

does not enter the aqueous phase and there are two general 

equilibrium equations that apply [71,72]. The first is: 

(𝑀𝐶𝑙𝑛)𝑜𝑟𝑔 + 𝐴336 ⋅ 𝐶𝑙𝑜𝑟𝑔 ⇌ 𝐴336 ⋅ (𝑀𝐶𝑙𝑛+1)𝑜𝑟𝑔 Eq. 4.17  

Here n is the charge of the metal. Eq. 4.17 applies when a neutral metal species, enters the 

organic phase and is then bound to A336 by association. This reaction can happen both at the 

phase boundary and within the organic phase, assuming the neutral metal-chloride species is at 

least slightly soluble in the organic phase. The second reaction is when a negatively charged 

metal-chloride ion displaces the chloride ion associated to A336:  

(𝑀𝐶𝑙𝑛+1
− )𝑎𝑞 + 𝐴336 ⋅ 𝐶𝑙𝑜𝑟𝑔

⇌ 𝐴336 ⋅ (𝑀𝐶𝑙𝑛+1)𝑜𝑟𝑔 + 𝐶𝑙𝑎𝑞
−  

Eq. 4.18  

However, assuming anion exchange is the only way that the extraction can occur, the bond 

between A336 and the metal could then only happen at the interphase since anions are not 

solvable in the organic phase.  

There are, of course, more extractions occurring with A336 than just extraction of the wanted 

metal ion. For example, there will also be some water extracted. Starks postulates that the 

amount of water in the organic phase is chiefly dependent on the hydration of the anion [9].  

4.7 ORGANIC SOLVENTS 
Organic solvents are needed to dissolve the extractant and form the organic phase. The solvents 

should not be too viscous and have a reasonably low vapour pressure. The first requirement is 

to ensure good flow when pumping and separating the organic liquid. The second is to reduce 

 

Figure 4.8  Aliquat 336 with 

α-carbon and β-carbon marked, 

as well as the end point for the 

chain. The n can vary from 6-9 as 

drawn here. No charge or 

counter ion added to the 

molecule for simplicity.  
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the fire hazard normally associated with high vapour pressures. In addition, low toxicity of both 

solvent and extractant, in their various forms, is important. The most common organic solvents 

are either aliphatic or aromatic. Halogenated solvents were frequently used in the past, for 

example, [73], but they are less common today due to their health issues and environmental 

impact. The most common commercial solvents are made from technical grade petroleum 

distillates, and therefore consist of a mixture of several different aliphatic hydrocarbons and 

aromatic compounds. The mixtures are prepared for optimal dissolution of typical extractants. 

Furthermore, their composition should be such that third phase formation (e.g., foam or 

aqueous–organic mixtures) is hindered.  

Using distillates in the study of speciation of solutes leads to difficulty explaining the 

observations. The unknown factors and the probability of different molecules interacting makes 

any estimation of the dominating extraction mechanism guesswork. Therefore, since our goal 

has been to study speciation of solutes present in minute amounts in highly saline solutions, we 

used pure toluene as solvent. There are some practical experimental problems with toluene, 

which will be presented in the discussion (Chap. 6) and conclusion (Chap. 7). 

Aromatic solvents are dominated by an aromatic group. The π-electrons disperse their charge 

making it possible to induce a charge distribution. The main drawback for aromatic compounds 

is that they are toxic and carcinogenic [74,75]. Since the aromatic solvents are lipophilic and 

have low vapour pressure, they can be absorbed through contact and are easy to inhale and also 

represent a fire hazard, as can be seen in Table 4.2. Vapour pressure can be decreased by 

increasing the molecular mass, but this normally comes at the cost of either increased viscosity 

or a higher melting point. Table 4.2 displays some examples of aromatic compounds. Note that 

their flashpoints are low.  

Table 4.2 Liquid range and flashpoint of some aromatic compounds. 

Compound Flashpoint oC Melting point/boiling 

point oC 

Benzene −11 5.5/80 [76] 

Toluene 4.4 −95/110.6 [77] 

Naphthalene 78 80.26/218 [78] 

 

Aliphatic solvents consist of hydrocarbon chains or carbon rings. Aliphatic components only 

interact by Van der Waals forces. Due to chain lengths and chain branching, they can be liquid 

and more fluid at a higher mass than aromatic components.  

Table 4.3 Examples of aliphatic solvents with their liquid range and flashpoint. 

Compound Flashpoint oC Melting point/boiling 

point oC 

Cyclohexane −20 6.47/81 [79] 

Decane  46 −30/174 [80] 

 

In the hydrometallurgical industry, it is seldom that pure aliphatic or pure aromatic components 

are used because pure compounds are often too toxic or do not dissolve enough extractant. In 

addition, third-phase formation is more likely to occur and is hard to control. Third phase can 

severely disrupt a process plant. Therefore, several commercial solvents have been developed, 

which are usually mixtures of aromatic and aliphatic hydrocarbons. There may also be some 
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surfactants or long-chained alcohols added. The aromatic parts enable the extractant to dissolve, 

the aliphatic part lowers toxicity and lowers the vapour pressure while the long-chained alcohol 

increase the amount of water accepted in the organic phase and thereby lowers the probability 

for forming third phase. As already mentioned, commercial solvents are suited to perform work 

at actual hydrometallurgical plants but are less suitable for detailed studies of the extraction 

process. An added complication for the commercial solvent mixtures is their hidden content 

and mixing ratios, which makes precise description of the relevant chemical interactions and 

reactions difficult or impossible. 

Table 4.4 liquid range and flashpoint of some commercial solvents 

Product name Flashpoint oC Melting point/boiling 

point oC 

Percentage aromatic 

Solvesso 200Nd 107 −13/248-295  99% [81] 

ShellSol T 56 −20/178-191  Less than 2% [82] 

Exxsol D60 61.5 Not defined/180-217  Less than 1% [83] 

 

Furthermore, the complex mixture of commercial solvents makes spectroscopic techniques 

such as infrared, Raman and NMR more complicated or even impossible. The reason for this is 

the signal complexity emitted from all the different molecules.  

4.7.1  The Challenge of Concentration 

In dilute solutions (e.g., aqueous solutions with concentrations lower than 0.5 mol/kg) the 

concentration of the solvent is often ignored. Usually this is valid because there is no significant 

change in the solvent concentration during the extraction. However, as can be seen from table 

4.5, the numerical concentrations of the solvents are not the same. When the metal ions are 

present at high concentrations, as is typical for processes at industrial scales, interaction with 

the solvent molecules can become dependent on availability, for example, the solvent 

concentration. In typical cases, the solvent concentration is lower for organic solvents than for 

water.  

Table 4.5 Density, molarity and molality of various solvents [1] at standard condition. 

Molecule Density kg/L[84] mol/L mol/kg 

Water 1.00 55.6 55.6 

Benzene 0.876 11.2 14.6 

Toluene 0.867 9.40 12.5 

Naphthalene 1.14 8.89 6.84 

Cyclohexane 0.779 9.25 15.3 

Decane 0.730 5.13 9.63 

Carbon tetrachloride 1.59 10.3 4.09 

 

There are several common concentration units in use. Molarity, molality and mole fraction. 

Molarity is useful if the concentrations are low enough to not change the density of the solution 

significantly. However, with rising concentrations, there is an increasing divergence between 

molarity and molality. Molality can be used for all concentrations, and there will be an equal 

amount of solvent at all concentrations. Mole fraction is the most descriptive but can only be 

used if all species and solutes are known for the sample. 
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Molality was used for this thesis as it is the most practical unit for highly concentrated solutions. 

Using molarity gives unknown quantities of solvent resulting in imprecise data. It was deemed 

too complicated to determine all species post-extraction to use mole fraction.
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5 INSTRUMENTATION AND SAMPLE PREPARATION 

5.1 SOLUTION GENERATION 
As this project was closely linked to industrial hydrometallurgy and its concerns, a valid 

question to ask is why the solutions generated were not from an industrial plant. There are three 

reasons for this: First of all, the Cd(II) contamination studied in the present work is not currently 

present in the industrial solutions, at least not at such high concentrations. Secondly, the 

industrial solutions need to be ‘fresh’, as they are close to saturation and precipitate, changing 

the composition of the solution. Lastly, industrial solutions depend on the raw material input, 

which constantly changes. Therefore, a well-defined industrial solution is non-existent – it 

changes over time and is unsuitable as a reference solution. Based on this, all solutions were 

‘synthetic’, that is, they were made in the lab to exact specifications.  

5.2 LIQUID-LIQUID EXTRACTION CONDITIONS 
Extractions were performed at ambient temperature (21 ± 2 °C) using equal volumes of the 

organic and aqueous phase. The needed shaking time was determined by measuring the D-ratios 

at various shaking times until the D-ratios stabilised. It was assumed that the lowest 

concentration of extractant needed the longest shaking time to reach equilibrium, thus the time 

of extraction was only tested at these low concentrations. After mixing, separation was done 

with a centrifuge at a minimum 3000 RPM for at least 5 minutes. However, the solutions with 

the lowest ionic strength and the highest A336 concentration needed up to 20 hours. The organic 

phase was separated from the aqueous phase using an automatic pipette. The top layer of the 

organic phase was siphoned from the aqueous, leaving a thin layer on top of the aqueous 

solution. The pipette tip was changed, and the remaining organic and some aqueous solution 

was removed. Then the top layer of the aqueous solution was removed. There was again a 

pipette tip change, and the remaining aqueous solution was then sampled.  

To ascertain that the organic and the aqueous phases had not changed, a specific volume was 

extracted, and its mass measured before and after extraction to determine if there had been a 

change in density. 

5.3  RADIOTRACERS 
A coaxial 80% High Purity Germanium detector (HPGe) supplied from Canberra was used for 

high-resolution γ spectroscopy. For 65Zn the area under the 1115-keV peak (see Figure [Switch 

to 4.11]) was used, and for 60Co, the sum of the areas under the peaks at 1173-keV and 1332-

keV (see figure 4.11) was used. The spectra were recorded and analysed using the Maestro 

software suite (version 6.08) developed and supplied by Ortec. 

The phases were prepared by adding the radioactive tracer to the aqueous solution of the 

selected composition. 60Co and 65Zn were carefully measured to ensure that the measurement 

geometry was equal for both phases. Here the geometry means that both the distance and the 

shape of the samples are as similar as possible.  
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The amount of 109Cd-tracer in the solutions was determined by measurement of the conversion-

electron spectrum from the disintegration of 109Cd (see Figure 5.1 where the 88 keV Conversion 

electron peak is labelled).  

 

 

 

Figure 5.1 Spectrum of 109Cd from Liquid-scintillation counting. The spectra are not energy calibrated. Decay 

scheme redrawn from [85]. 

 

Figure 5.2 Spectrum of 65Zn resolved with a high purity germanium detector [86]. 

 

Figure 5.3 Spectrum of 60Co resolved with a high-purity germanium detector [87]. 

Liquid-scintillation spectroscopy using a Hidex 300 liquid-scintillation spectrometer was used 

to measure the conversion-electron spectrum. The liquid-scintillator cocktail used was Ultima 

Gold XR produced by Packard and used as supplied. Varying degrees of quenching of the light-

transfer process by the constituents of the different solutions were compensated (efficiency 

calibration) by measuring the shift in the peak position of electrons from the 88-keV transition 
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in 109mAg [88]. The quench correction curve was determined by adding CCl4, as a deliberate 

quencher, to known amounts of 109Cd solutions [89].  

The spectra were analysed using the peak-fit function in the Origin software package 

version 9.1 from OriginLab Corporation. All radiotracer experiments were performed at a 

minimum of three replicates. 

5.4 MEASUREMENTS WITH ICP-MS AND ICP-OES 
Concentrations of the target elements were determined using ICP-MS; model NexION 300D, 

manufactured by PerkinElmer Inc. (Waltham, MA, USA). The instrument’s software was 

NexION ICP-MS Software (version 1.2), from the same manufacturer. The concentration of 

the pertinent elements was determined from the following isotopes: 27Al, 114Cd, 63Cu, 59Co, 
52Cr, 55Mn, 60Ni, 207Pb, 66Zn. Indium was used as an internal standard from Teknolab As. 

Additional isotopes were used for control when available. 

The following elements were determined with a ICP-OES (Vista AX CCD simultaneous ICP-

AES) using the following spectral lines: Al(226.483nm), Ba(389 nm), Bi(298 nm), Cd(214.439 

nm), Cu (324.754 nm), Co (236.379 nm), Sr(407.771 nm), Te(238.579 nm), Sb(206.834 nm), 

W(220.449 nm), and Mo(379 nm). Additional spectral were used for control when available. 

For consistency between ICP-MS and ICP-OES it was checked that both instruments gave the 

same concentration.  

Sterile polypropylene tubes of 15 mL (120 × 17 mm) and 50 mL (115 × 28 mm), purchased 

from Sarstedt AG & Co (Nümbrecht, Germany), were used as solution vessels during 

extraction, back-extraction and ICP-MS procedures. Calibration standards for were prepared 

from Multielement standard solution IV for ICP, TraceCERT®, in 10% nitric acid, purchased 

from Sigma-Aldrich Co. LLC (St. Louis, MO, USA). For the additional elements single element 

standards were used (1000 µg/mL). 

Preparation of samples for were done by taking 0.5 g of the aqueous solution and adding it to 

10 g of 2% (m/v) nitric acid (HNO3).  

The limits of determination (LOD) were based on measurements of two blank solutions: a 5 

mol/kg HCl solution and a 1 mol/kg Li2SO4 solution. The LOD was defined as 10 times the 

standard deviation of the background signal from 10 repeated measurements.  

All IPC experiments were performed with a minimum of three replicates. 

5.5 NUCLEAR MAGNETIC RESONANCE 
In this work, NMR has been used as a technique to both quantify and determine species. To 

determine the amount, the individual resonance bands were integrated and referenced to a 

resonance bond with a known amount.  

NMR spectra were acquired using a Bruker DRX 500 spectrometer operating at a magnetic 

field strength of 11.74 T. The instrument was equipped with a 5 mm BBO (BB/1H/2H) probe 

with Z-gradient. All spectra were acquired at 25°C. The intensity (integrated area) of an NMR 

peak was determined by fitting certain spectral functions (a linear combination of a Gaussian 

and a Lorentzian peak function) to the observed NMR spectra by a non-linear least squares 

technique. 

For speciation and measurement with NMR, it is common to add a molecule containing 

deuterium. The NMR-instrument locks onto the signal of the deuterium and is used to control 
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the stability of the magnetic field [37]. Normally, when performing liquid-liquid extraction, 

there is no problem adding deuterated molecules as there is either water present or there is an 

abundance of an organic solvent. Hence, small additions of deuterated solvent will not change 

the properties of the solution. However, some experiments were performed using the Aliquat 

336 extraction agent without any solvent present. It was assumed here that adding a small 

amount of deuterated solvent would not change the species. In some of the experiments, a thin 

glass tube was inserted into the NMR sample tube containing a deuterated solvent. The added 

inhomogeneity, coupled with the high ionic content of the organic solution, increased the time 

needed to obtain a reasonable magnetic field homogeneity. The high viscosity of the A336 

solution was decreased by heating A336 to roughly 40°C before inserting it into the 5 mm NMR 

tube. NMR experiments of qualitative nature were only repeated when errors were suspected. 

5.5.1 Proton NMR 

Proton NMR spectra were acquired for both the aqueous phase and the organic phase. Spectra 

were recorded using a single-pulse program with an RF-pulse (Radio-Frequency pulse) duration 

of 12.9 µs (90-degree pulse), a repetition time of 10.0 s between pulses and an acquisition time 

of 3.17 s.  

5.5.2 Nitrogen NMR 
14N was chosen as it is the most abundant isotope [90]. Due to its quadrupolar property, its 

signal (frequency domain) may broaden to such an extent that it becomes unobservable, in 

particular if it is located in an unsymmetrical position in the molecule. Ethylene amine was 

tested as a reference sample. However, due to the unsymmetrical position of nitrogen, it was 

not easily detected in either the organic phase or the aqueous phase. Nitrate in a separate tube 

was used as a relative reference. Spectra were recorded using a single-pulse program with a RF-

pulse duration of 13.25 µs (90-degree pulse), a repetition time of 5.0 s between pulses and an 

acquisition time of 1.5 s.  

5.5.3 Lithium NMR 
7Li was used chosen as it is the most abundant of the isotopes [90]. This has larger quadrupole 

momentum than 6Li but it was easily detected in both phases. Lithium nitrate was used as an 

external reference. Due to the water content extracted with lithium present in the solution, NMR 

samples were run with and without the external reference. Spectra were recorded using a single-

pulse program with an RF-pulse duration of 8.5 µs (90-degree pulse), a repetition time of 20.0 s 

between pulses and an acquisition time of 5.6 s.  

5.5.4 Cadmium NMR 
113Cd was chosen as it is slightly more NMR sensitive than 111Cd. 113Cd abundance is only 

12.22% , but is relatively easy to detect at concentrations higher than 0.1 mol/kg [91-93]. To 

shorten the acquisition time, there then needs to be a high concentration of cadmium [90]. 

Millimolar concentrations of cadmium have been determined by measurement times longer 

than 4 hours[94]. Spectra were recorded using a single-pulse program with an RF-pulse duration 

of 10 µs (90-degree pulse), a repetition time of 15.0 s between pulses and an acquisition time 

of 0.16 s. 



33 
 

 

6 RESULTS AND DISCUSSIONS 

 

6.1  METAL EXTRACTION FROM SOLUTIONS CONTAINING SEVERAL METALS 
In aqueous solutions containing different metal ions and different anions, it is essential to 

determine their interactions. A metal ion can interact with another metal ion forming a new 

species. It is, therefore, crucial to determine if the constituents will interact with the organic 

phase and be extracted or if they somehow change the species of the extracted species. An 

important step is to determine what metals are present and if they interact with each other or 

the extractant.  

The first step in making a feed solution for this study was then to estimate what representative 

samples from industrial processing plants contain and their respective concentrations. The 

information obtained from such screening tests was then used to determine the composition of 

the synthetic solutions used for detailed extraction and speciation experiments. Hence some 

screening experiments were performed with a high concentration (0.2 mol/kg) of extractant 

Aliquat 336 to determine which have a measurable extraction. 

Table 6.1 List of elements and their extraction properties with A336 from a chloride matrix 

Element  

Al(III) D-ratio under determination limit 

Ba(II) D-ratio under determination limit 

Bi(III) D-ratio under determination limit 

Co(II) D-ratio determinable at 5 mol/kg HCl 

Cd(II) D-ratio determinable at 0.5 and 5 mol/kg HCl 

Cr(IV) D-ratio under determination limit 

Cu(II) D-ratio determinable at 5 mol/kg HCl 

Ni(II) D-ratio under determination limit 

Mn(IV) D-ratio under determination limit 

Mo(VI) D-ratio under determination limit 

Pb(II) D-ratio under determination limit 

W(VI) D-ratio under determination limit 

Zn(II) D-ratio determinable at 0.5 and 5 mol/kg HCl 

 

Table 6.1 shows that Co(II), Zn(II), Cu(II) and Cd(II) have a measurable extraction with A336, 

with an aqueous phase of 5 mol/kg HCl and 0.5 mol/kg HCl. The metal ions present in the 

sample had some small difference in the concentration (detailed information in article II or 

appendix BI). Here, too-low extraction is defined to mean that the feed and raffinate are 

statistically the same (see chapter 4.1.2, appendix A.II or Article II). The limitations of single-

phase measurement can be exemplified using Cd(II), Zn(II) and Co(II). Figure 6.1 shows the 

extraction measured in a single phase. The difference between the raffinate and the feed is 

insufficient to investigate the extraction in detail. Furthermore, determining the amount of 

Cd(II) and Zn(II) extracted is not possible, since the amount in the aqueous phase after 

extraction is below the detection limits. The ICP-MS measurements indicate that at low HCl 
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concentrations, Cd(II) will have a higher D-ratio than at high HCl concentrations, while the 

opposite is true for Co(II) and Zn(II). The presence of organic or carbon in the samples can 

increase the sensitivity of the ICP-MS [95]. However, the dilution of the samples hindered the 

effect. It would also have been controlled by the internal standard used.  

Single-phase measurements can then be used to determine the most significant extractions 

occurring in a system. While extraction could not be determined for most of the elements it is 

still possible that they are extracted and that with a continuous feed there could be a build up at 

an industrial extraction step. 

 

 
 ( 

Figure 6.1 Extraction data of Cd(II), Zn(II), Co(II) and Cu(II) using ICP-MS as a function of A336 concentration 

and two different HCl concentrations. Error bars represent one standard deviation. In some cases, the error is so 

small that the error bars are masked by the symbol showing the measurement point. Arrows represent values 

exceeding the measurable D-ratio.  

Co(II), Zn(II) and Cd(II) all have readily available radiotracers, which enables measurement of 

both phases, as shown in Figure 6.2. The two-phase measurement expands the range of 

measurable D-ratios and results in a lower relative uncertainty.  
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Figure 6.2 D-ratios for Cd(II), Zn(II) and Co(II) as a function of A336 concentration and two different HCl 

concentrations using radiotracers. The error bars represent one standard deviation. Arrows represent values 

exceeding the measurable D-ratio. 

The increased D-ratio range is needed to determine any of the properties of the various elements 

in the chemical system. However, determination of specific properties of the element is difficult 

due to the multiple elements in the solution. A simpler chemical system is needed to determine 

the chemical properties of the individual elements. 

For correct determination of separation factors they should be determined with both elements 

present in the aqueous solution. The interaction between the metals is important for an accurate 

determination.  

6.2 METAL EXTRACTION FROM SIMPLIFIED SYNTHETIC SOLUTIONS 
Based on the discussion in chapter 6.1, it was decided to perform experiments with only Cd(II) 

present in the solution to better understand the extraction mechanisms for Cd(II). In addition, 

LiCl was used instead of HCl to reduce the complexity added by variation in the acidity.  
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Figure 6.3 D-ratios of cadmium from various LiCl solutions as a function of A336 concentration. Error bars 

represent one standard deviation. Arrows represent values exceeding the measurable D-ratio. 

Figure 6.3 shows that A336 is an efficient extractant for Cd(II). Even at low chloride 

concentrations (as low as 0.02 mol/kg LiCl), A336 is extracting more than 60% of the Cd(II). 

The extraction increases as the LiCl concentration increases. The disadvantage is that with such 

high D-ratios, back-extraction of Cd(II) becomes impossible. Back-extraction has been 

demonstrated using perchlorate and nitrate [70]; however, both of those anions reduced the 

efficiency of A336 as an extractant. Closer inspection of the extraction trends (in log-log scale) 

reveals that the Cd(II) D-ratios neither increase linearly versus A336 concentration (Figure 6.3) 

nor versus the chloride concentration (Figure 6.4). The lack of linearity suggests that there are 

several different equilibria in play. Therefore, any proposed reaction will only apply for part of 

the concentration range. In particular, it is the higher concentrations range which deviates from 

the main trend [51]. The extraction is affected by the concentration in the aqueous phase and 

the concentration in the organic phase.  

6.3  CO-EXTRACTION OF MOLECULAR ANIONS AND ACIDS 
Extractions performed on aqueous solutions containing several species may lead to co-

extraction. The following discusses co-extraction and the effect additional ions (matrix ions) 

have on the solution. In addition, how different ions interact with anion exchanger Aliquat 336 

and a solvating extractant trioctyl phospine oxide (TOPO) is examined.  
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Table 6.2 List of aqueous solutions used for extraction with A336 and TOPO 

Primary salt Secondary salt Ionic strength mol/kg 

LiCl Not applicable Varying 

LiCl LiNO3 6.6 ± 0.1 

LiCl NaClO4 6.6 ± 0.8 
  

 

 

Figure 6.4 D-ratios of Cd(II) as a function of chloride concentration, A336 in toluene as extractant. Three different 

aqueous solutions with constant ionic strength were used: LiCl blue dots, LiCl and LiNO3 green triangles with 

ionic strength 6.6 mol/kg, LiCl and NaClO4 black squares with an ionic strength of 6.6 mol/kg. Lines to guide the 

eye, error bars are one standard deviation.  

Figure 6.4 shows the extraction of Cd(II) with A336. The blue dots and line show that in a 

system where only LiCl is used, nearly all the Cd(II) is extracted. The green triangles show that 

the presence of nitrate reduces the extraction severely but as LiCl concentration is increased it 

is possible to extract Cd(II). When perchlorate and A336 are in the same system, the extraction 

of Cd(II) is minute, and extraction does not seem to change as chloride is added. Constant ionic 

strength should only be trusted to keep the chemical activity coefficient constant when the 

matrix ion is dominant. Figure 6.4 shows that co-extraction is important for the mechanism. As 

described in article I, both nitrate and perchlorate are extracted with A336. Perchlorate is more 

strongly extracted, and Cd(II) cannot bind to the extractant.  
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It is possible to explore co-extraction further, which can lead to suggestions of different 

extraction mechanisms. Exploring the extraction of Cd(II) with A336 in the presence of LiCl 

and LiNO3, it is possible to hypothesise the extraction mechanism:  

𝐴336 ⋅ 𝐶𝑙𝑜𝑟𝑔 + 𝐶𝑑(𝑁𝑂3)2𝑎𝑞
+ 𝐶𝑙𝑎𝑞

− ⇌ 𝐴336 ⋅ (𝐶𝑑(𝑁𝑂3)𝐶𝑙2)𝑜𝑟𝑔 + 𝑁𝑂3
−

𝑎𝑞
 Eq. 6.1 

Which results in an equilibrium constant: 

𝐾1𝑒𝑥 =
[𝐴336 ⋅ 𝐶𝑑(𝑁𝑂3)𝐶𝑙2)]𝑜𝑟𝑔[𝑁𝑂3

−]𝑎𝑞

[𝐴336 ⋅ 𝐶𝑙]𝑜𝑟𝑔[𝐶𝑑(𝑁𝑂3)2]𝑎𝑞[𝐶𝑙−]𝑎𝑞
 

Eq. 6.2 

Which then can be related to the logarithm of the D-ratio as:  

𝐿𝑜𝑔𝐷 = 𝐿𝑜𝑔𝐾1𝑒𝑥 + Log[𝐴336 ⋅ 𝐶𝑙]𝑜𝑟𝑔 + Log(
[𝐶𝑙−]𝑎𝑞

[𝑁𝑂3
−]𝑎𝑞

) 
Eq. 6.3 

If Eq. 6.3 can be used, then plotting the log of the D-ratio versus the log of the chloride nitrate 

ratio should result in a slope of 1.  

 

Figure 6.5 D-ratios of Cd(II) with increasing LiCl/LiNO3 ratio. The blue line represents a linear regression for the 

blue triangles. The blue triangles represent 0.001 mol/kg A336, red rings represent 0.002 mol/kg A336 and black 

squares represent 0.01 mol/kg A336. A constant ionic strength of 6.6 ± 0.1 mol/kg was held by controlling the 

ratio of LiCl and LiNO3. Error bars represent one standard deviation. Linear fit y=a+bx, a=0.29±0.06 and 

b=0.93±0, r2=98. 
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The extraction slope in Figure 6.5 suggests that Eq. 6.3 works. Eq. 6.3 is suggested as an 

alternative to the equation  

𝐴336 ⋅ 𝑁𝑂3 ⋅ 𝐿𝑖𝑁𝑂3𝑜𝑟𝑔
+ 𝐶𝑑𝐶𝑙2𝑎𝑞

+ 𝐶𝑙𝑎𝑞
−

⇌ 𝐴336 ⋅ (𝐶𝑑𝐶𝑙3)𝑜𝑟𝑔 + 2𝑁𝑂3
−

𝑎𝑞
+ 𝐿𝑖+𝐴𝑞

 

Eq. 6.4 

which is presented in article I [51] to show that there are several possible extraction schemes. 

With NMR, we measured and suggested a binding constant for nitrate to A336 and, therefore, 

it also possible to suggest the reaction at equilibrium:  

𝐴336 ⋅ (𝑁𝑂3)𝑜𝑟𝑔 + 𝐶𝑑𝐶𝑙2𝑎𝑞
+ 𝐶𝑙𝑎𝑞

− ⇌ 𝐴336 ⋅ (𝐶𝑑𝐶𝑙3)𝑜𝑟𝑔 + 𝑁𝑂3𝑎𝑞
 Eq. 6.5 

The observed slope in Figure 6.5 could also be explained by Eq. 6.5. Therefore, to determine if 

nitrate can make a neutral species with Cd(II), the solution was also tested together with the 

solvating extractant TOPO. Here extraction with perchlorate is shown to represent a non-

solvating anion present.  

 

Figure 6.6 D-ratios of Cd(II) as a function of chloride concentration, TOPO in toluene as extractant. Three 

different aqueous solutions with constant ionic strength were used: LiCl blue dots, LiCl and LiNO3 green triangles 

with ionic strength 6.6 mol/kg, LiCl and NaClO4 black squares with an ionic strength of 6.6 mol/kg. Lines to guide 

the eye, error bars are one standard deviation.  

Blue dots show the extraction of Cd(II) with TOPO in toluene, the D-ratio increases as the 

chloride concentration increases. More negative species of Cd(II) should be forming when the 

chloride concentration increases. The increasing D-ratio can tentatively be attributed to the lack 
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of control over the chemical activity of chloride and Cd(II). An extraction equilibrium which 

could explain the increasing D-ratio as a function of chloride would be:  

𝑇𝑂𝑃𝑂𝑜𝑟𝑔 + 𝐶𝑑𝑎𝑞
2+ + 2𝐶𝑙− ⇌ 𝑇𝑂𝑃𝑂 ⋅ (𝐶𝑑𝐶𝑙2)𝑜𝑟𝑔

 Eq. 6.6 

However, the slope is not steep enough nor straight, suggesting a more complicated extraction 

scheme. Explanation models that could give a more detailed answer would need to use the 

stability constants of all the species in the solution, or a polynomial expression [33]. However, 

previously determined stability constants did not give a better fit, and there was not enough data 

for a polynomial expression.  

The green triangles show the extraction of Cd(II) when the ionic strength is kept at 

6.6 ± 0.1 mol/kg, with LiCl and LiNO3. Nitrate is an anion that coordinates to a lesser extent 

than chloride. However, nitrate seems to interact with either cadmium or with the extractant, 

since the D-ratio is rather flat. From this, it was inconclusive whether nitrate can form neutral 

species with Cd(II). 

The black squares represent the extraction of Cd(II) in the perchlorate chloride solution. This 

system seems to be the only system that follows what would be the expected in a classical 

progression. The slope of the D-ratio for this system is −1.66 ± 0.09. To explain the slope, the 

following reaction is suggested: 

𝑇𝑂𝑃𝑂𝑜𝑟𝑔 + 𝐶𝑑𝐶𝑙4
2−

𝑎𝑞
⇌ 𝑇𝑂𝑃𝑂 ⋅ (𝐶𝑑𝐶𝑙2) + 2𝐶𝑙− Eq. 6.7 

The equilibrium constant is then: 

𝐾1𝑒𝑥 =
[𝑇𝑂𝑃𝑂 ⋅ (𝐶𝑑𝐶𝑙2)]𝑜𝑟𝑔[𝐶𝑙−]𝑎𝑞

2

[𝑇𝑂𝑃𝑂]𝑜𝑟𝑔[𝐶𝑑𝐶𝑙4
2−]𝑎𝑞

 
Eq. 6.8 

and then to relate the chloride concentration to the D-ratio as: 

𝐿𝑜𝑔𝐷 = 𝐿𝑜𝑔𝐾1𝑒𝑥 + 𝐿𝑜𝑔[𝑇𝑂𝑃𝑂]𝑜𝑟𝑔 − 2𝐿𝑜𝑔[𝐶𝑙−]𝑎𝑞
 Eq. 6.9 

Here a negative slope −1.66 ± .09 is not too far from −2 when there are only three points. Note 

that even though there is no perchlorate in Eq. 6.1, it seems to be the most correct interpretation.  

A mixture of LiCl/Li2SO4 with an ionic strength of 6.5 was also tested with A336 in toluene. 

Here the expected extraction reaction was: 

𝐴336 ⋅ 𝐶𝑙𝑜𝑟𝑔 + 𝐶𝑑(𝑆𝑂4)2
2−

𝑎𝑞
+ 2𝐶𝑙− ⇌ 𝐴336 ⋅ (𝐶𝑑𝐶𝑙3) + 2(𝑆𝑂4

2−)𝑎𝑞 
 Eq. 6.10 

The equilibrium constant is then: 

𝐾2𝑒𝑥 =
[𝐴336 ⋅ (𝐶𝑑𝐶𝑙3)]𝑜𝑟𝑔[𝑆𝑂4

2−]𝑎𝑞
2

[𝐴336 ⋅ 𝐶𝑙]𝑜𝑟𝑔[𝐶𝑑(𝑆𝑂4)2
2−]𝑎𝑞[𝐶𝑙−]𝑎𝑞

2
 

Eq. 6.11 

Eq. 6.5 can then be related to the D-ratio as: 

𝐿𝑜𝑔𝐷 = 𝑙𝑜𝑔𝐾 + log[𝐴336] + 2log(
[𝐶𝑙−]

[𝑆𝑂4
2−]

) 
Eq. 6.12 
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Figure 6.7 The D-ratio of Cd(II) in a mixed solution of LiCl and Li2SO4 as a function of the concentration ratio of 

LiCl/Li2SO4 with varying A336 concentrations used. The small panel shows the speciation diagram for Cd(II) with 

an increasing LiCl/Li2SO4 ratio. In the small panel CdCl4
- is assumed to not form, activity coefficients are 

calculated using Pitzer equations [32,23,25,24] and the ionic strength is kept at 6.5. Linear fit y=a+bx, a=6.2±0.4 

b=2.2±0.12, r2=99. 

Eq. 6.12 shows that the slope of extraction should be 2 in a log-log plot as the ratio Cl−/SO4
2− 

increases. Figure 6.6 shows that for low ratios, the slope is slightly more than 2. When the ratio 

increases the assumption does not hold anymore. The small panel in Figure 6.7 suggests an 

explanation for this. The small panel is a modification of the right panel in Figure 4.3, where 

the species CdCl4
2− is removed from the calculation. At a low Cl−/SO4

2− ratio, the sulfate species 

dominates, but when the ration increases, there is a sudden shift to the chloride dominating 

species. When chloride species dominates in the aqueous phase, there will be little change in 

the speciation by adding more chloride.  

The speciation diagram has the shift occurring at a much higher ratio than the extraction 

measures it. A suggested explanation for why this occurs is that the stability constant used to 

calculate the speciation diagram was not collected at such a high ionic strength [18]. Also, the 

equations developed by Pitzer were not accurate as to the ionic strength of the solution past 

5 mol/kg [23-25]. All in all, Eq. 6.12 seems to function well for up to a ratio of 0.01.  

Showing the change of D-ratio as a function of a ratio of the salts used in the matrix turned out 

to be a powerful technique. It enabled the connection between the experimental result and more 

equilibrium reactions, resulting in easier definable reactions.  
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Eq. 6.7 indicates that high concentrations of sulfate should lower the amount of Cd(II) 

extracted. Tests of the performance of sulfate as a back-extractant were performed, and the 

results are presented in Figure 6.6. Note that the back-extraction is more efficient with lower 

amounts of HCl in the first extraction step. This indicates that more chloride is extracted for 

high HCl concentrations in the first step. The effect of HCl in the feed and the effect that it has 

on the organic phase are discussed to a greater extent below.  

  

 

Figure 6.8 Example of back-extraction of Cd(II), Zn(II) and Co(II) using lithium sulfate, from organic phases with 

A336 as extractant. 

The extraction strongly suggests that the additional ions are extracted. Raman was well suited 

to detect molecular ions in both the organic and the aqueous solutions. Figure 6.9 A and B 

display the Raman spectra of the nitrate solutions and the perchlorate solutions, respectively. It 

was clear from both the extraction experiments and from the Raman spectra that the reason 

nitrate and perchlorate hindered the extraction was due to extraction of these ions.  
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Fig 6.9 Raman spectra of A336 in toluene after contact with nitrate- and perchlorate-containing solution. In the 

left panel, the top line shows A336 prior to contact with nitrate solution, the dotted line shows A336 after contact 

with a nitrate solution and the bottom line shows a nitrate solution before contact with A336. The right panel the 

top line shows A336 before contact with a perchlorate solution, the dotted line shows A336 after contact with a 

perchlorate solution and the bottom line shows a perchlorate solution before contact with A336. Reproduced from 

article I. 

Sulfate was not detected in the organic phase despite having an intense Raman active resonance 

[96]. However, it was detected by increasing the acid concentration and forming more bisulfate, 

which binds stronger to A336. Hence, the more acid present in the organic solution or the 

stripping solution, the more bisulfate will be extracted.  

 

Figure 6.10 HCl extraction with A336. The left panel shows extraction as a function of HCl concentration. The 

black open squares are from Marcus and Kertes book[97]. The right side shows the extraction as a function of 

increasing A336 concentration. Red error bars represent one standard deviation, black error bars are 10% of the 

value. Linear fit left graph y=a+bx a 0.004±0.012 b=0.026±0.0011 r2=98 right graph y=a+bx a=0.09±0.02 b 

1.8±0.12, r2=98. 

Figure 6.10 shows the titration of A336 in toluene after contact with different concentrations of 

acid, left panel, and versus different concentrations of A336, right panel. A linear relationship 

is seen for the amount of acid extracted both as a function of acid concentration and as a function 

of A336 concentration. The left panel shows acid extraction where the red dots are extraction 

performed by this work and the black squares are derived from Marcus and Kertes [97]. While 

the amount of extracted acid progresses linearly, it is interesting to note that when the aqueous 

concentration of acid is more than 7 mol/kg, the concentration of acid in the organic phase is 
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higher than the concentration of A336. The panel on the right shows that when toluene without 

A336 is used, roughly 0.08 mol/kg acid will be extracted from concentrated hydrochloric acid. 

The mechanism for the high acid extraction is further discussed in the NMR studies. 

Determination of chloride in the organic phase is simple when HCl is used in the aqueous 

matrix. However, when additional metals are extracted the determination becomes more 

challenging, as the moiety can differ to a greater extent.  

6.4 THE ORGANIC PHASE AFTER EXTRACTION STUDIED USING NMR  
A system containing only one source of ions is simpler than one with several sources. However, 

as has been discussed in chapter 4, the single-ion source systems will have several possible 

interactions as the concentration increases. In this chapter, the effects that various 

concentrations have on the organic phase are discussed.  

Cd is NMR sensitive, that is, it has magnetic spin and was used to study the change in species 

composition. In theory, nuclei that have a half-integer spin are NMR active. However, few of 

them are NMR sensitive enough for practical purposes. Cadmium has a few NMR-sensitive 

isotopes, and some work has been published on aqueous cadmium-chloride species. The 

chemical shift of individual species has been estimated and is summarised in table 6.3. The 

reference used for Cd-NMR is 0.1 mol/L Cd(ClO4)2 [98].  

Table 6.3 Chemical shift of cadmium chloride species. The chemical shift reference peak is Cd(ClO4)2 at 

0.1 mol/kg[98]. 

Species Chemical shift  
113Cd2+ 0 
113CdCl+ 89 
113CdCl2 114 
113CdCl3

− 292 
113CdCl4

2− 495 

 

Cd(II) halide species are in fast exchange in the aqueous phase (with reference to the NMR 

sampling time). Therefore, there will be only one peak where the position is a weighted average 

of the chemical shift of the individual species: 

𝛿𝐶𝑑𝑡𝑜𝑡
= ∑[𝐶𝑑𝐶𝑙𝑖] ⋅ 𝛿𝐶𝑑𝐶𝑙𝑖

 Eq. 6.13 

 

Here 𝛿𝐶𝑑𝑡𝑜𝑡
 is the chemical shift of the resonance band, [CdCli

2+−i] is the concentration of a 

cadmium species, and 𝛿𝐶𝑑𝐶𝑙𝑖
is the chemical shift of that species.  
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Figure 6.11 The chemical shift of Cd(II) as a function of the chloride. The chemical shift reference peak is 

Cd(ClO4)2 at 0.1 mol/kg. 

Figure 6.11 shows the chemical shift of 113Cd in three different aqueous solutions. The chemical 

shift range goes from roughly 50 ppm to 275 ppm. Figure 6.11 shows the change in chemical 

shift for three different solutions. These were designed to check how the chemical shift of Cd(II) 

is changed by both various ionic strengths and by different salts used to keep the ionic strength 

constant. It is evident that the chloride concentration enforces the change in the chemical shift 

of Cd(II). For all three solutions, increasing the chloride concentration increases the chemical 

shift. The main reason for the chemical shift of Cd(II) in the aqueous phase is the change of the 

species and not the change of the aqueous solution.  

While the trends and changes of the chemical shift in the aqueous phase are large and easily 

detectable, the organic phase chemical shift for Cd(II) is much smaller. Extraction of Cd(II) 

was performed with variation of aqueous phase chloride concentration as well as organic phase 

A336 concentration. The chemical shift after extraction was 421–428 with no trends. From 

table 6.3, it could then be assumed that the dominant species in the organic phase is CdCl4
2−, 

while in the aqueous phase it is CdCl3
− and lower. However, the chemical shift of Cd(II) has 

been reported to be generally higher in solutions with a lower dielectric constant [99,94].  

As it was not possible to determine which species of Cd(II) which was present, a cooling 

experiment was attempted to determine if there were two species present. As was mentioned, 

the exchange between the Cd(II) species is faster than the NMR sampling time. The exchange 

can be slowed down by cooling the solution. If it is slowed down below the NMR sampling 

time, then the exchange should be resolved into several peaks [100] representing the different 
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species. A mixture of ethanol and saline water was used to cool the aqueous phase to −50°C. 

Some broadening was observed of the Cd(II) signal as the solution was cooled, but the signal-

to-noise ratio became too high and no splitting was observed. No splitting was observed in the 

organic phase at −50°C.  

However, splitting of the Cd(II) peak was observed when A336 saturated with 37 wt% HCl was 

contacted with solid CdCl2. 

 

Figure 6.12 The resonance bands of Cd(II) in A336 saturated with 37 wt% HCl. The red signal shows the sample 

before heating, the blue line shows the signal during heating and the green line shows the signal after cooling 

down to room temperature.  

The initial 113Cd spectrum indicates that there are two different Cd(II)-species or conformations 

at room temperature, both having a high chemical shift corresponding to CdCl3
− and/or CdCl4

2− 

species. After heating to 50°C, a single peak appears. After subsequent cooling to room 

temperature, this peak is no longer split into two peaks but remains a single peak. A suggested 

explanation is that on a microscale, the solution is heterogeneous but becomes more 

homogenous after heat treatment.  

Determination of Cd(II) species in the organic phase using NMR need more background 

information. It would also need an extractant with a more defined extraction mechanism than 

what has been determined using A336 previously. With the data collected it was tentatively 

assumed that 1 species was extracted, but it was not possible to determine if this was CdCl4
2− 

or CdCl3
−. 
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Figure 6.13 Drawing of A336 with terms on the different carbon atoms to help identify their positions in the 

spectrum. Shown without counter ion for simplicity.  

The different peaks are assigned the spectrum shown in Figures 6.14–6.17.  

 

Figure 6.14 1H-NMR spectrum of A336 in toluene, bands marked with * were not assigned.  

Figure 6.15 shows the spectrum of A336 without any solvent. The high viscosity and ionic 

strength of A336 results in broad peaks. In addition, the α-peak and the N-CH3 peak have 

changed positions.  
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Figure 6.15 1H-NMR spectrum of A336 NMR without any solvent present. 

Figure 6.16 shows the 1H-spectrum of A336 saturated with 37 wt% HCl contacted with CdCl2. 

The proton peaks above 8 ppm are water peaks in close proximity to HCl. As can be seen in 

Figure 6.16, one acid peak is split into several. Figure 6.17 is the same sample as in 6.16, but 

here it is heated to 50°C. Increasing the temperature made the signal-to-noise ratio more 

advantageous and shimming of the samples faster. Further NMR experiments performed on 

A336 should be performed at an elevated temperature.  

 

Figure 6.16 1H-NMR spectrum of the organic phase A336 without any solvent after extraction from a liquid phase 

containing CdCl2 and a concentrated HCl solution, measured at room temperature.  
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Figure 6.17 1H-NMR spectrum of the organic phase A336Cl heated to 50⁰C after extraction from a liquid phase 

containing CdCl2 and a concentrated HCl solution.  

Figure 6.18 shows the 1H spectra of A336 in toluene after contact with 37 wt% HCl. The 

aqueous peak is now shifted high up to 9.6–9.4 ppm. The sample in Figure 6.19 is comparable 

to the samples in the titration experiment. By integrating and comparing the peak position, it 

should be possible to estimate the amount of acid in the organic phase [101] (for the 

calculations, see appendix A.3 or article III). The ratio between molecular hydrochloric acid 

(HCl) and disassociated acid in the organic phase was calculated to between 0.966 and 1.05. 

That both molecular and disassociated acid can occur in the organic phase can explain why 

there can be a factor of 2 to 1 between acid and A336.  

 

Figure 6.18 1H-NMR spectrum of the organic phase (A336 in toluene) after contact with 37 wt% HCl. 
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Figure 6.19 7Li-NMR spectra as a function of added LiCl (organic phase) after extraction with 0.2 mol/kg A336 

in toluene. 

Figure 6.19 shows 7Li NMR spectra of the organic phase after Li extraction. The bottom 

spectrum shows the presence of Li in the organic phase after extraction with 0.2 mol/kg A336 

from an aqueous solution containing 0.2 mol/kg LiCl. The middle spectrum shows the 7Li-

NMR spectrum of organic phase after contact with 1 mol/kg LiCl. The top spectrum shows the 

organic 7Li-NMRspectrum phase after extraction with 5 mol/kg lithium and reveals two peaks, 

the second-highest field peak is however, quite small. The fact that Li+ was found in the organic 

phase was a welcome surprise. It was easily detectable at rather low aqueous concentrations of 

0.2 mol/kg. It should be tested with other salts present such as NaCl to see if it can be extracted 

at lower concentrations. 

As explained above, the lithium spectra only differ in the size of the 7Li NMR-peak but the 

peak position is not altered. The proton spectra for the same solutions and conditions are much 

more informative:  
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Figure 6.20 1H-NMR spectra as a function of added LiCl (organic phase) after extraction with 0.2 mol/kg A336 in 

toluene. 

Figure 6.20 shows the different 1H-NMR spectra of the same organic solutions as in figure 6.19. 

Important to observe is the movement of the water peak, which is a little below 4.5 ppm at the 

lowest concentration and moves to a less-shielded position as the ion concentration increases. 

The N-CH3 peak switches from under 3.5 ppm to a position right above and it appears to change 

by interacting with more than one species. It seems to be two peaks present in the middle 

spectrum. There is also a small peak above 5 ppm that shows up only in these spectra. 
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Figure 6.21 1H-NMR spectra of 0.2 mol/kg A336 in toluene after contact with three different aqueous solutions. 

The peak at 4.65 is the proton resonance from a saturated Cd(NO3)2 reference in a capillary tube. The peaks 

marked with a * are unassigned peaks. The low wide peak at roughly 2.6 is tentatively assigned to water trapped 

as clusters [102].  

Figure 6.21 shows the NMR spectra of the organic phase after contact with aqueous phases of 

increasing LiCl concentration and constant Cd(II) concentration. The water peak right over 4.5 

ppm is the water reference used to determine the amount of Cd(II) extracted. There is little to 

no difference for the α and N-CH3 peaks. There is a new peak between the methylated benzene 

and the α-peak which appears to be affected by the concentration. Much less water is apparent 

in the organic spectrum compared to the spectra where there is only lithium and no Cd(II). From 

the literature, there is experimental data that indicate which Cd(II) and Zn(II) can force water 

away from A336 [103]. In addition the small peak at 2.6 to 2.8 can tentatively be assigned to 

clusters of water under the assumption that benzene and toluene have similar behaviour [104]. 

This agrees with what was observed in the work presented here.  
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7 CONCLUSION AND FUTURE PERSPECTIVE 

Extracting Cd(II), and Zn(II), from chloride containing solutions, is straight forward using 

A336, even in solutions containing multiple metals. Adduct formation with sulfate will back-

extract the metal from the organic phase. The back-extraction is more efficient the higher the 

sulfate concentration is compared to the chloride and A336 concentration.  

There were several different species co-extracted along with the metallic species. Several of 

these species do not follow our definition of contaminant, but they could still hinder the 

extraction. Several methods were needed to determine and quantify the co-extracted species. 

Potentiometric titration can efficiently quantify the acid extracted to the organic phase. 1H NMR 

quantifies the extraction of water, 7Li NMR quantifies the extraction of Li+ and 14N NMR 

quantifies the extraction of nitrate and other symmetric nitrogen compounds. Raman shows the 

extraction of molecular species. Raman was the most efficient at discovering unexpected 

changes in the organic phase. Radiotracers, ICP-MS and ICP-OES was used to quantify the 

extraction. 

Speciation of the various cadmium chlorides and the concentrations of them were straight 

forward in the aqueous phase using 113Cd NMR. The aqueous NMR experiments also showed 

that on an NMR timescale there seems to be no measurable interaction between Cd(II) and 

ClO4
− or NO3

−, when Cl− is present. The species in the organic phase were harder to determine. 

The range of the chemical shift was small, and independent of chloride and A336 concentration. 

The different chemical shift observed between organic and aqueous phases could be due to 

changes in the dielectric constant and not due to changes in species [99]. It was then difficult to 

conclude if the organic species was CdCl4
−2 or CdCl3

− or some other species. Attempts to 

determine the species by measuring the amount of chloride extracted was not possible, because 

both HCl and LiCl was extracted into the organic phase. Therefore, the chloride could be bound 

to other species than Cd(II). Due to 37Cl large quadrupole moment chloride NMR could not be 

used to determine what it was bound to.  

With the high ionic strength and extractant used in this thesis liquid-liquid extraction had 

difficulty in determining the species. Especially in solutions with three or more matrix ions. 

With A336 the speciation was determined by the chemical equilibrium which could explain the 

results. Extractions with TOPO shows that quick equilibrium will lessen the impact of the 

expected dominating metallic specie. With the unexpected result that higher chloride 

concentrations gave higher D-ratios.  

It was clear that the binary salt solutions became much easier to explain when the concentrations 

were expressed as a fraction between the two salts present. In addition, while the speciation 

diagrams did not fit perfectly, they predicted a sudden shift in the dominating aqueous species. 

Being able to tell the difference between the raffinate and the feed is the most important part of 

single-phase extraction. A single tailed t-test ensure that the difference observed are real, and it 

is a helpful tool in planning the needed amount of replicas.  

Toluene was used as a solvent, for ease of dissolution of the extractant and for its benefit 

properties for LSS measurements. Its high polarizability and relatively high dielectric constant 
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had a high synergy with the extractant which gave rise to a high D-ratio. However, its synergy 

challenged the speciation as several other species were co-extracted. The complication of this 

increased due to LiCl. LiCl and HCl were chosen as the chloride sources as these where the 

salts and acids that had a high enough aqueous solubility for the concentrations used. Especially 

in the binary mixtures heavier alkalines would precipitate. LiCl would be co-extracted and 

extract additional water, and HCl would change the acid concentration drastically in the organic 

phase.  

7.1 CONCLUSIONS FROM THE ARTICLES 
Article I 

Here we discuss the effect of low ionic strength solutions 0.002 mol/kg to 6.5 mol/kg and 

different counter ions.  

It is only possible to determine the equilibrium constant for a limited range. The reason is most 

likely due to a mechanistic change. We show that it is possible to measure that ClO4
- and NO3

- 

is bound to A336 strongly. We can quantify the nitrate extraction with NMR. We also show 

that sulfate is extracted to a lesser extent than nitrate and perchlorate. We also show that 

perchlorate and nitrate binds so strongly to the A336 that it hinders Cd(II) extraction. 

Article II 

We show that the extraction properties of A336 depend on the amount of acid used. Cd(II) 

drops in extraction while all other elements increase. A336 is still in surplus compared to the 

metals concentration. We calculate that single-phase is more uncertain than two-phase 

measurement and we show that ICP-MS gives higher D-ratios than radiotracers. We also show 

that sulfate can function as a stripping agent for Cd(II), Zn(II) and Co(II) from a chloride 

environment when the extractant is A336 in toluene.  

Article III 

Using NMR to detect water demonstrates how much water is extracted, in addition the chemical 

shift of the water peak indicates whether there is something affecting the water. We reveal that 

the chemical shift of water in the organic phase is strongly affected by the amount of acid. We 

show that the hydrophilic part is the one most affected by the ions. We show that it is possible 

to measure the amount of LiCl in the organic phase, and that LiCl is extracted into the organic 

phase. We can tentatively calculate the amount of acid and the amount of LiCl. It is also possible 

to assess the ratio of disassociated and molecular acid assuming there were two acidic species. 

7.2 FUTURE PERSPECTIVES 
Using sulfate as a stripping step for Zn(II) and Cd(II) could potentially remove these cheaply 

and easily. However, it should be checked how much chloride enter the stripping solution as 

this would lower its efficiency. This thesis has shown that Lithium sulfate can be used as a 

back-extraction agent for A336. Eq. 6.12 is a suggested mechanism for how the sulfate reduces 

the extraction. To determine if there is some sulfate extracted using the radiotracer 35SO4
2- 

would conclude whether the extraction is within acceptable limits. High extraction of sulfate 

would make it unsuited for industrial purposes. Marcus and Kertes [97] argue that the 

distribution of sulfate between organic and aqueous is challenging to determine. However, they 

do not show quaternary amines in their discussion. Precipitation experiments with BaCl2 could 
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also be performed but the amount of the precipitated mass that is the extractant must be 

determined.  

With the increased importance of lithium for batteries, extraction of lithium is important. 

Determining if Li is extracted into the organic phase in lower concentrations where the ionic 

strength is dominated by NaCl would reveal if it could be used. Flame absorption analysis 

should be able to measure both Li in the aqueous and in the organic phase. If sodium extraction 

occurs, it can be determined using the radionuclide 24Na. 

NMR and Raman spectroscopy have been shown to be efficient tools to measure co-extraction 

and could be used to measure the effect of different aqueous solutions on the organic phase. 

Raman can easily measure if molecular ions (such as NO3
−, PO4

3− in all its forms, ClO4
− or 

SO4
2− [96,105,106]) are extracted into the organic phase. Performing quantitative 

measurements of molecular ions in the organic phase would help to determine how much is 

extracted and thus help us understand how that affects the extraction. 

NMR is excellent at measuring proton-containing species. Protons close to the binding site of 

the extractant are those most strongly affected. Extraction of different species should then affect 

these protons in different ways. A series of extractions could then be performed to study how 

these protons are affected by different ligand concentrations, or different types of metals.  

More effort is needed to study the effect on the organic solvent before and after extraction. 

NMR, infrared and Raman spectroscopy are techniques suitable for studying the change in the 

organic solvent. For instance, it is possible to have more acid extracted into the organic phase 

than there is extractant present. For an anion exchanger such as A336, this can only be explained 

if neutral species are somehow extracted as well. These species may be trapped in aggregates 

or micelles of various sizes. It should be possible to determine the presence, size and amount 

of such aggregates by osmometric measurements, or by neutron diffraction of the organic phase. 

If micelles are being formed, it would be important to understand how these are affected by a 

change in the ionic strength and by the presence of other ions in the aqueous phase.  

In addition if liquid-liquid extractions are to be performed at similar concentrations it is 

recommended to perform the extractions with a radiotracers such as THO as this could help 

determine the amount of water co-extracted. In addition, utilizing NMR enables to study the 

effect different extractants and metals have on the water in the organic phase.  

Further, the greatest challenges for ICP-MS was not the high-salinity in the aqueous solutions, 

but the need to develop a method that could quantify in the organic phase. It is probably possible 

to push the LOQ of the ICP-MS to such an extent that higher D-ratios can be determined. 

However, it is suggest that developing good methods for the organic phase would be more 

valuable.   
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APPENDIX A1 CHEMICAL ACTIVITY CALCULATIONS 

ln(𝛾𝑀𝑋) = 𝑧2𝑓𝛾 + (𝑚𝐸 +𝑚2F) Eq. A1.1  

 

Here γMX is the average activity of the ions of the salt MX, z is the charge of the ions, fγ is an extended 

Debye-Hückel term, the E term takes the effect of short range of ions into account, and the F term is 

needed for mixed salt solutions where one ion is shared between the solutes, and m is the molality of the 

solution. The Debye-Hückel term is extended as: 

𝑓𝛾 = 𝐴(
√𝐼

1 + 𝑏√𝐼
+

2

𝑏
𝑙𝑛(1 + 𝑏√𝐼)) 

 

Eq. A1.2 

Here A is a term needed to determine when the electrostatic interaction is equal to the thermal movement, 

I is the ionic strength of the solution, and b is the shortest distance between two ions. The electrostatic 

attraction and thermal movement is described as:  

𝐴 =
1

3
(
2𝜋𝑁𝑜𝑑𝑠

1000
)(

𝑒2

𝐷𝑘𝑇
)
3
2 

 

Eq. A1.3 

 

Here N0 is Avogadro’s number, ds is the density of the solvent, 𝜋 is 3.14…, e is the elemental charge, D 

is the dielectric constant of the solvent, k is the Boltzmann constant and T is absolute temperature.  

The E term is expanded as: 

𝐸 = (1 − 𝑌2)𝐵𝑚𝑥
𝛾

+ 𝑌(𝜃𝑚𝑛 + 𝜃𝑥𝑦) + 𝑌(1 − 𝑌) (𝐵𝑚𝑦
𝜙

+ 𝐵𝑛𝑥
𝜙

− 2𝐵𝑚𝑥
𝜙

+ 𝐼𝜃𝑚𝑛 + 𝐼𝜃𝑥𝑦)

+ 𝑌2(𝐵𝑚𝑦
𝛾

− 𝐵𝑚𝑦
𝜙

+ 𝐵𝑛𝑥
𝛾

− 𝐵𝑛𝑥
𝜙

+ 2𝐵𝑛𝑦
𝜙

− 𝐵𝑛𝑦
𝛾

) 

 

Eq. 

A1.4 

Where: 

𝐵𝑛𝑥
𝛾

= 2𝐵𝑛𝑥
𝑜 +

2𝐵𝑛𝑥
1

𝛼2𝐼
(1 − 𝑒−𝛼√𝐼(1 + 𝛼√𝐼 − 0.5 𝛼𝐼)) 

 

Eq. 

A1.5 

And: 

𝐵𝑚𝑥
𝜙

=
2𝐵𝑚𝑥

1

𝛼2𝐼2
(−1 + (1 + 𝛼√𝐼 +

1

2
𝛼𝐼) 𝑒(−𝛼√𝐼)) 

 

Eq. 

A1.6 

Here the subscripts m and n are for different cations and the subscripts x and y are for different anions, 

Y is the molar fraction of compound mx, θ is the interaction coefficient for two opposing ions from 

different salts, α is the longest range two ions can interact at, 𝐵𝑛𝑥
𝑜  is a constant specific for salt nx. 𝐵𝑛𝑥

1  

is another interaction constant for salt nx.  

Measuring the chemical activity and determining the chemical activity coefficient for mixed salt 

solutions is complicated. The possible interactions between the ions increases dramatically. For the 

models used here, the chemical activity is calculated by assuming that one of the salts is dissolved in a 

solution of the other. The F-term then is introduced to account for how the different salts can interact. 

The F-term consists of empirically decided values that account for the interaction of equally charged 

ions from different elements. The estimation is still chiefly based on empirical data and it is therefore 
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necessary to find the values. If the values are not found, estimations from homologues are possible but 

will incur more inaccuracies. If there are only one type of salt in the solution the F term is not needed. 

The F-term is expanded as:  

𝐹 = (1 − Y)Cmx
𝛾

+ Y(1 − Y) (𝜓𝑚𝑛𝑥 + 𝜓𝑚𝑥𝑦 + 𝐶𝑚𝑥
𝜙

+ 𝐶𝑛𝑥
𝜙

+ 𝐶𝑚𝑦
𝜙

)

+
1

2
𝑌2 (𝜓𝑚𝑛𝑦 + 𝜓𝑛𝑥𝑦 + 𝐶𝑚𝑦

𝜙
+ 𝐶𝑛𝑥

𝜙
+ 𝐶𝑛𝑦

𝜙
) 

 

Eq. 

A1.7 

where 𝜓 is the interaction between ions from two is different salts and 𝐶𝑚𝑥
𝜙

 is the interaction between 

ions m and x and 𝐶𝑛𝑦
𝜙

 is the interaction between ions n and y and so forth. The constants are empirically 

determined.  

Chemical activity works best for dilute solutions, and the solutions should in general avoid 

complications like phase transfers and phase boundaries. The chemical activity will change in solutions 

that are not continuous, for example, if there are solid particles present or if the solution is emulsified. 

This is not discussed in this work, but it is important to be aware of.
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APPENDIX A2 T-TEST AND STATISTICS 

To ensure that differences are not due to uncertainty, a t-test for two samples with different 

uncertainty can be used[36,107,35]: 

𝑡 =
|[𝑀𝑓𝑒𝑒𝑑] − [𝑀𝑟𝑎𝑓]|

√
𝜎𝑟𝑎𝑓

2

𝑁𝑟𝑎𝑓
+

𝜎𝑓𝑒𝑒𝑑
2

𝑁𝑓𝑒𝑒𝑑

 
Eq. A2. 1 

 

 

where Nx is the number of replicas of the given measurement, here x represents raffinate and 

feed, respectively. If [Mfeed] > [Mraf], and if the value of t exceeds the critical t value, Eq. 4 can 

be used to calculate the D-ratio. The critical t-value is given from t-tables, which can be found 

in, for example,[35]. The critical t-value can be read from such tables after the degrees of 

freedom are calculated as described in Eq. 12[36,107,35].  

For ICP-MS, the minimum statistically significant D-ratio that could be measured was 

determined by rearranging Eq. A2.1:  

[𝑀𝑟𝑎𝑓] = [𝑀𝑓𝑒𝑒𝑑] − 𝑡√
𝜎𝑟𝑎𝑓

2

𝑁𝑟𝑎𝑓
+

𝜎𝑓𝑒𝑒𝑑
2

𝑁𝑓𝑒𝑒𝑑
 

Eq. A2.2 

 

Here the 𝜎𝑓𝑒𝑒𝑑 used was the same for all the samples, 𝜎𝑟𝑎𝑓 will change depending on the system. 

In these estimations, the highest experimental values were used. The degrees of freedom needed 

to assign a critical t-value were calculated as:  

𝑣 =

(
𝜎𝑟𝑎𝑓

2

𝑁𝑟𝑎𝑓
+

𝜎𝑓𝑒𝑒𝑑
2

𝑁𝑓𝑒𝑒𝑑
)

2

𝜎𝑟𝑎𝑓
4

𝑁𝑟𝑎𝑓
2 (𝑁𝑟𝑎𝑓 − 1)

+
𝜎𝑓𝑒𝑒𝑑

4

𝑁𝑓𝑒𝑒𝑑
2 (𝑁𝑓𝑒𝑒𝑑 − 1)

 

Eq. A2.3 

 

𝑣 was then rounded to the closest integer, and a 95% one-tailed confidence interval was used 

to determine the significant difference.
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APPENDIX A3 FRACTION OF MOLECULAR ACID AND 

DISASSOCIATED ACID 

To calculate the correct amount of acid species in the organic phase, it was assumed that there 

were two. To account for this possibility, we introduce a parameter, a, defined by:  

𝑎 =
𝑛(HCl)

𝑛(H3O+)
 

Eq. A3.2 

 

by which the observable chemical shift 𝛿𝑎𝑣𝑔 is giving rise to a ‘single’ resonance band with 

chemical shift:  

δavg = 𝑓H2O𝛿H2O + 𝑓H3O
+𝛿H3O

+ + 𝑓HCl𝛿HCl Eq. A3.3 

 

where fx defines the fraction of component X (with chemical shift X), for example:  

𝑓𝐻2𝑂 =
𝑛(H2O)

𝑛(H2O) + 𝑛(HCl) + 𝑛(H3O+)
 

Eq. A3.4 

 

Furthermore, if the total number of exchangeable protons is denoted ntot(H), the material 

balance with respect to these protons can be written:  

𝑛𝑡𝑜𝑡(H) = 3 ⋅ 𝑛(H3O
+) + 𝑛(HCl) + 2 ⋅ 𝑛(H2O) Eq. A3.5 

 

where the H3O
+-species are associated with only a single exchangeable proton. Hence, the 

number of exchangeable ‘acid’ protons n(H)acid in the organic phase can be written: 

𝑛(H)𝑎𝑐𝑖𝑑 = 𝑛(H3O
+) + 𝑛(HCl) Eq. A3.6 

It follows that: 

  

𝑛(H3O
+) =

𝛿(𝑛(𝐻)𝑎𝑐𝑖𝑑 ⋅ 2 + 𝑛𝑡𝑜𝑡(𝐻)) − 𝑛𝑡𝑜𝑡(𝐻)𝛿𝐻2𝑂

(𝛿𝐻3𝑂+ + 𝑎𝛿𝐻𝐶𝑙) ⋅ 2 − (3 + 𝑎)𝛿𝐻2𝑂 + (3 + 𝑎)𝛿𝑎𝑣𝑔

 
Eq. A3.7 
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APPENDIX B1 CONCENTRATION OF MULTI-ELEMENT FEED SOLUTION  

Table B.1. The concentration of elements in the solution used as feed in the extraction tests. Entries that only 

were measured using ICP-AES are indicated by a star (*). Concentrations at extractions where a factor 10 

lower. 

 Al Ba* Bi*  Cd Cu Co Cr Mn  

Starting 

mass 

g/kg 

1 1 1 0.8 0.9 0.7 1 1 

Conc. at 

extraction 

mg/kg 

4.7±0.1 >0.2 33.5±0.2 29.4±0.1 32.2±0 22.9±0.1 19.7±0.1 37.3±0.2 

 Mo* Ni Pb Sb* Sr* Te* W* Zn 

Starting 

mass 

g/kg 

1 1 1 0.9 1 1.5 1 1 

Conc. at 

extraction 

mg/kg 

31.9±0.1 36±1 19.9±0.1 32.1±0.2 28.5±0.1 38±2 2.4±0.4 34.0±0.3 
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APPENDIX C1 LIST OF TABLES 

Table 2.1 Exhaustion periods of 60 elements in years after 2050. It is assumed that the extraction of all elements 

mentioned increases annually by 3% until 2050 and then levels off. EGR means extractable global resource as 

defined by Henckens[6] table taken from[7]. 

Table 4.1 The chloride species and the equilibrium equation for Cd. Stability constants from Powell et al.’s 

technical IUPAC report[18].  

Table 4.2 Some examples of aromatic compounds with their liquid range and their flashpoint. 

Table 4.3 Examples of aliphatic solvents with their liquid range and their flashpoint. 

Table 4.4 A small sample of commercial solvents with their liquid range and their flashpoint 

Table 4.5 Densities, molarities and molalities of various solvents with values taken from the CRC handbook[1]. 

Table 6.1 List of elements and their extraction properties with A336 from a chloride matrix 

Table 6.2 aqueous solutions used for extraction with A336 and TOPO 

Table 6.3 Chemical shift of cadmium chloride species. The chemical shift reference peak is Cd(ClO4)2 at 

0.1 mol/kg[98]. 

Table B.1. The concentration of elements in the solution used as feed in the extraction tests. Entries that only 

were measured using ICP-AES are indicated by a star (*). Concentrations at extractions where a factor 10 

lower. 
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APPENDIX C2 LIST OF FIGURES 

Figure 3.1 Calculated activity coefficients of LiCl where the green line has activity coefficients calculated when 

the ionic strength is the same as the concentration. The red line calculates the activity coefficients as the ionic 

strength is kept constant at 4 with LiNO3. 

Figure 4.1 The unbroken coloured lines represent the true D-ratio, the stapled coloured lines represent the 

D-ratios for the same coloured whole line but with increasing entrainment. 

Figure 4.2 The red line shows the relative uncertainty D-ratios of single-phase measurements, while the stapled 

line shows relative uncertainty for two-phase measurements. 

Figure 4.3 Minimum D-ratio in single-phase measurement as a function of replicates. The lines show the number 

of replicas needed to determine a minimum D-ratio at different relative uncertainties, for a one-tailed t-test where 

the feed relative uncertainty is set to 1%. 

Figure 4.4 The coloured lines show the relative deviation possible for Eq. 4.10 estimated with different amount of 

replicates, for a one-tailed t-test where the feed relative uncertainty is set to 1%. 

Figure 4.5the uppermost panel shows how the external magnetic field forces the average magnetic momentum of 

the nuclei to align with it. The 90-degree pulse forces some of the nuclei to change their magnetic moment 

perpendicular to the external magnetic field. The bottom half shows the pulse width, the acquisition time and the 

repetition timeFigure 4.6 Speciation of Cd with both chloride and sulfate present. Total ionic strength kept at 

6.5 mol/kg. The right side shows the speciation when the activity was accounted for.  

Figure 4.6 Left side of the figure shows the speciation of Cd(II) in chloride solutions as a function of the nominal 

concentration (disregarding the chemical activity). The right side shows the speciation when the activity is 

considered. 

Figure 4.7 Left side of the figure shows the speciation of Cd(II) in chloride solutions as a function of the nominal 

concentration (disregarding the chemical activity). The right side shows the speciation when the activity is 

considered. Total ionic strength kept at 6.5 mol/kg.  

Figure 4.8 Aliquat 336 with α-carbon and β-carbon marked, as well as the end point for the chain. The n can 

vary from 6-9 as drawn here. No charge or counter ion added to the molecule for simplicity.  

Figure 5.1 Spectrum of 109Cd from Liquid-scintillation counting. The spectra are not energy calibrated. Decay 

scheme redrawn from [85]. 

Figure 5.2 Spectrum of 65Zn resolved with a high purity germanium detector [86]. 

Figure 5.3 Spectrum of 60Co resolved with a high-purity germanium detector [87] 

Figure 6.1 Extraction data of Cd(II), Zn(II), Co(II) and Cu(II) using ICP-MS as a function of A336 concentration 

and two different HCl concentrations. Error bars represent one standard deviation. In some cases, the error is so 

small that the error bars are masked by the symbol showing the measurement point. Arrows represent values 

exceeding the measurable D-ratio.  

Figure 6.2 D-ratios for Cd(II), Zn(II) and Co(II) as a function of A336 concentration and two different HCl 

concentrations using radiotracers. The error bars represent one standard deviation. Arrows represent values 

exceeding the measurable D-ratio. 

Figure 6.3 D-ratios of cadmium from various LiCl solutions as a function of A336 concentration. Error bars 

represent one standard deviation. 

Figure 6.4 D-ratios of Cd(II) as a function of chloride concentration, A336 in toluene as extractant. Three different 

aqueous solutions with constant ionic strength were used: LiCl blue dots, LiCl and LiNO3 green triangles with 

ionic strength 6.6 mol/kg, LiCl and NaClO4 black squares with an ionic strength of 6.6 mol/kg. Lines to guide the 

eye, error bars are one standard deviation.  
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Figure 6.5 D-ratios of Cd(II) with increasing LiCl/LiNO3 ratio. The blue line represents a linear regression for the 

blue triangles. The blue triangles represent 0.001 mol/kg A336, red rings represent 0.002 mol/kg A336 and black 

squares represent 0.01 mol/kg A336. A constant ionic strength of 6.6 ± 0.1 mol/kg was held by controlling the 

ratio of LiCl and LiNO3. Error bars represent one standard deviation. Linear fit y=a+bx, a=0.29±0.06 and 

b=0.93±0,r2=98. 

Figure 6.6 D-ratios of Cd(II) as a function of chloride concentration, TOPO in toluene as extractant. Three 

different aqueous solutions with constant ionic strength were used: LiCl blue dots, LiCl and LiNO3 green triangles 

with ionic strength 6.6 mol/kg, LiCl and NaClO4 black squares with an ionic strength of 6.6 mol/kg. Lines to guide 

the eye, error bars are one standard deviation.  

Figure 6.7 The D-ratio of Cd(II) in a mixed solution of LiCl and Li2SO4 as a function of the concentration ratio of 

LiCl/Li2SO4 with varying A336 concentrations used. The small panel shows the speciation diagram for Cd(II) with 

an increasing LiCl/Li2SO4 ratio. In the small panel CdCl4
- is assumed to not form, activity coefficients are 

calculated using Pitzer equations [32,23,25,24] and the ionic strength is kept at 6.5. Linear fit y=a+bx, a=6.2±0.4 

b=2.2±0.12 r2=99. 

Figure 6.8 Example of back-extraction of Cd(II), Zn(II) and Co(II) using lithium sulfate, from organic phases with 

A336 as extractant. 

Fig 6.9 Raman spectra of A336 in toluene after contact with nitrate- and perchlorate-containing solution. In the 

left panel, the top line shows A336 prior to contact with nitrate solution, the dotted line shows A336 after contact 

with a nitrate solution and the bottom line shows a nitrate solution before contact with A336. The right panel the 

top line shows A336 before contact with a perchlorate solution, the dotted line shows A336 after contact with a 

perchlorate solution and the bottom line shows a perchlorate solution before contact with A336. 

Figure 6.10 HCl extraction with A336. The left panel shows extraction as a function of HCl concentration. The 

black open squares are from Marcus and Kertes book[97]. The right side shows the extraction as a function of 

increasing A336 concentration. Red error bars represent one standard deviation, black error bars are 10% of the 

value. Linear fit left graph y=a+bx a 0.004±0.012 b=0.026±0.0011 r2=98 right graph y=a+bx a=0.09±0.02 b 

1.8±0.12 r2=98. 

Figure 6.11 The chemical shift of Cd(II) as a function of the chloride. The chemical shift reference peak is 

Cd(ClO4)2 at 0.1 mol/kg. 

Figure 6.12 The resonance bands of Cd(II) in A336 saturated with 37 wt% HCl. The red signal shows the sample 

before heating, the blue line shows the signal during heating and the green line shows the signal after cooling 

down to room temperature.  

Figure 6.13 Drawing of A336 with terms on the different carbon atoms to help identify their positions in the 

spectrum.  

Figure 6.14 1H-NMR spectrum of A336 in toluene, bands marked with * were not assigned.  

Figure 6.15 1H-NMR spectrum of A336 NMR without any solvent present. 

Figure 6.16 1H-NMR spectrum of the organic phase A336 without any solvent after extraction from a liquid phase 

containing CdCl2 and a concentrated HCl solution, measured at room temperature.  

Figure 6.17 1H-NMR spectrum of the organic phase A336Cl heated to 50⁰C after extraction from a liquid phase 

containing CdCl2 and a concentrated HCl solution.  

Figure 6.18 1H-NMR spectrum of the organic phase (A336 in toluene) after contact with 37 wt% HCl. 

Figure 6.19 7Li-NMR spectra as a function of added LiCl (organic phase) after extraction with 0.2 mol/kg A336 

in toluene. 

Figure 6.20 1H-NMR spectra as a function of added LiCl (organic phase) after extraction with 0.2 mol/kg A336 in 

toluene. 

Figure 6.21 1H-NMR spectra of 0.2 mol/kg A336 in toluene after contact with three different aqueous solutions. 

The peak at 4.65 is the proton resonance from a saturated Cd(NO3)2 reference in a capillary tube. The peaks 
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marked with a * are unassigned peaks. The low wide peak at roughly 2.6 is tentatively assigned to water trapped 

as clusters [102].  
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Abstract
A large number of model solutions with high ionic strength were synthesised to mimic 
industrial conditions and were used as a first approach to study Cd extraction in the pres-
ence of chloride at high salinity, as experienced in real industrial solutions. The extractant 
used throughout in this work was Aliquat 336, a quaternary ammonium salt well known to 
the hydrometallurgical industry. The effects of some selected anions in addition to chloride 
(i.e., perchlorate, nitrate, and sulfate) were studied. The distribution of cadmium was meas-
ured using 109Cd as a tracer. Liquid-scintillation spectroscopy quantified the concentration 
of 109Cd in both phases. Raman and NMR spectroscopy were employed to gain further 
insight into the extraction chemistry. A careful analysis of all Cd extraction data showed 
that within specific windows of the reactant concentrations the chemical reactions could 
be represented by simplified equations, as discussed thoroughly in the text. Equilibrium 
constants for the extraction of CdCl−

3
 from chloride and chloride/sulfate media were deter-

mined to be  log10Kext = 4.9 ± 0.8 and  log10Kext = 5.7 ± 0.5, respectively. For the nitrate envi-
ronment, an exchange reaction involving a  LiNO3 ion pair is proposed and agrees with 
the experimental data, but was not proven. 14N-NMR and Raman spectroscopy confirmed 
that the relative affinity of Aliquat 336 for the relevant anions followed the order: perchlo-
rate > nitrate > chloride > sulfate. Finally, 14N-NMR enabled the equilibrium constant of the 
exchange reaction between nitrate and chloride for Aliquat 336 to be determined.

Keywords Liquid–liquid extraction · NMR · Raman spectroscopy · Cadmium · High 
salinity · Radiotracers

1 Introduction

Cadmium is a toxic metal that normally occurs at low concentrations in raw materials used 
for the  recovery of metals and fertilizer production. Therefore, low concentrations of this 
unwanted metal occur in industrial process streams and may disturb the process. It may also 
end up in the final product in too high a concentration. Environmental and/or health concerns 
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will then require removal of this cadmium. From an economic point of view, the future 
appears challenging as tighter legislative control and stricter limits for release from indus-
trial plants are expected. Simultaneously, the quality of available ores is decreasing [1], i.e. 
exploited minerals will become more complex and contain higher amounts of unwanted ele-
ments such as cadmium. This will increase the cost of processing in the future. For these rea-
sons, it will be necessary to enforce efficient control on the amounts of Cd in many of today’s 
industrial processes. Clearly, effective methods to remove even low concentrations of Cd from 
the solutions will be needed.

In the present work, synthetic industrial solutions, i.e. of high salinity, based on chloride 
media were used as a starting point for studying the extraction chemistry of trace amounts of 
Cd. The effects of high salinity and the presence of some selected anions (perchlorate, nitrate, 
and sulfate) were studied. Radioactive Cd-tracer was used to measure the distribution of cad-
mium. However, selective removal of metal(s) in low concentration(s) from complex and con-
centrated solutions is challenging. In order to approach this challenge, the mechanics of the 
extraction processes needs to be better understood. To achieve this, Raman and NMR spec-
troscopy were combined to gain further insight into other species’ influence on the extraction 
chemistry.

The goal of this work was to study extraction of Cd from aqueous solutions with high salin-
ity. Aliquat 336 (A336) was chosen as the extractant as its extraction of Cd from chloride 
media has been studied before and is well known to industry. Safarzadeh et al. have made a 
comprehensive review of Cd recovery from various sources [2] while various extraction and 
separation methods were given by Jha et al. [3]. Quaternary amines have been shown to have 
selectivity for Cd-chloro complexes compared to those of other metal ions that form anionic 
chloride complexes such as Hg(II), Zn(II), Cu(II), and Co(II) [4, 5].

A key point in understanding the extraction efficiency for metal ions from brine solu-
tions using the extractant A336 relates to the relative affinity of A336 for the different anions. 
Changing the anion bound to A336 will change its extraction properties [6]. Subsequently, Cd 
can be stripped from the organic solution using several different anions (perchlorate, nitrate, 
sulfate, phosphate) [7]. It has been suggested that A336 extracts both CdCl−

3
 and CdCl2−

4
 from 

solutions with chloride [8]. A336 can be dissolved in several different organic solvents and 
gives a high extraction of Cd from chloride environments [9]. Miller and Fuerstenau have pro-
posed that A336 will replace water when Cd is extracted and that there will be a low concen-
tration of water in the organic solution [10].

In the first part of this work, a radioactive 109Cd tracer, measured using liquid scintillation 
spectroscopy, was used to determine extraction distribution ratios. Experimental data on the 
distribution of Cd between the organic phase and the aqueous phase using different anions, 
covering a broad range of concentrations, is presented.

In the second part, Raman and NMR spectroscopy are used  to study how various ani-
ons affect the extraction of Cd, e.g., perchlorate, sulfate and nitrate. These have well known 
Raman spectra [11, 12] so that tracking the transport of these anions from the aqueous phase 
to the organic phase is possible. Using NMR, it has been shown that Cd affects the position 
and width of the 31P peak when pre- and post-extraction spectra are compared [13]. Thus, 
NMR spectra provide information on Cd binding.

Author's personal copy



1397Journal of Solution Chemistry (2018) 47:1395–1417 

1 3

2  Equilibrium Modelling

Cd(II) readily forms aqueous complexes with several different ligands including chloride and 
sulfate [14]. The kinetics of ligand exchange is fast [15]. Table 1 lists recommended equilib-
rium constants (when available) and equilibrium reactions, relevant for this work. KiCl is the 
equilibrium constant for consecutive addition of chloride ligands to cadmium.

Note that the fourth consecutive stability constant, K4Cl, for cadmium-chloro complex for-
mation in Table 1 is rather uncertain [14]. Equation 1 connects the concentration of free  Cd2+ 
with that of any of its corresponding chloro complexes:

Equation 2, the more general form of Eq. 1, takes into account anions with a higher charge.
Below, chemical equations relevant for the liquid–liquid extractions studied in this work 

are listed. Aliquat 336 (without its anion) is represented as A336 in the equations, m and n are 
positive integers (with n − 2 + qm > 0) and q is a positive integer representing the (negative) 
charge of anion Y. Organic phase constituents are indicated with a bar above the species.

The direct anion exchange with A336 in the organic phase when equilibrated with the 
aqueous phase can be described as

Importantly, this is valid, with or without Cd being present.
Equation 4 describes the balance between Cd species in the two phases, when A336 is 

present:

Equation 5 illustrates the balance between aqueous cadmium-chloro complex species, 
free chloride, organic cadmium-chloro complexes bound to A336, and A336 bound to 
chloride:

(2)

Cd2+ + mY−q
⇌ CdY(2−mq)

m

log10�mY =

u
∑

i=1

log10KiY

(3)qA336 ⋅ Cl + Y−q
⇌ A336q ⋅ Y + qCl−

(4)A336n ⋅ CdCln+2−qmYm ⇌ nA336 ⋅ Cl + Cd2+ + (2 − qm)Cl− + mY−q

(5)nA336 ⋅ Cl + CdCl(2−m)
m

⇌ A336n ⋅ CdCln+m + (m − 2)Cl−

Table 1  Formation of Cd 
chloride and sulphate complexes

Equilibrium constants measured at an ionic strength of 4.0 mol·kg−1 
are taken from Powell et al. [14]

Equation Equilibrium constant Label

Cd2+ + Cl− ⇌  CdCl+ log10 K1Cl = 1.98
CdCl+ + Cl− ⇌  CdCl2 log10 K2Cl = 0.664
CdCl2 + Cl− ⇌ CdCl−

3
log10 K3Cl = − 0.34

CdCl−
3
+ Cl− ⇌ CdCl2−

4
log10 K4Cl = − 0.6

Cd2+ + nCl− ⇌ CdCl(2−n)
n log10�nCl =

n
∑

i=1

log10KiCl

Eq. 1

Cd2+ + SO2−
4

⇌ CdSO4
log10 K1SO4 = 2.36

CdSO4 + SO2−
4

⇌ Cd(SO4)
2−
2

log10 K2SO4 = 0.96
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Equation 6 relates the organic cadmium-chloro complexes bound to A336 to the more 
complicated organic complex that might be dominant:

By careful addition and/or subtraction of these equations, any organic complex spe-
cies can be balanced towards any possible complex formed in the water phase. Further, 
by assuming domination of certain species over the rest, a simple approximate expression 
involving the phase distribution ratio (explained below) can be obtained. Of course, an 
exact expression can be derived, but this is not necessary if the dominant species can be 
pinpointed.

Speciation diagrams for Cd were calculated as a function of sulfate and chloride con-
centrations based on data from Table 1. For these calculations, the chemical activity coef-
ficient was set to 1, i.e., by assuming ideal solutions. Figure 1 shows the speciation when 
only one anion, either sulfate or chloride, is present.

Figure 2 shows a similar diagram but for a mixture of sulfate and chloride ions. Here 
it was assumed that mixed ligand species, such as  CdCl2(SO4)2−, will not occur and that 
 Li2SO4 and LiCl are strong electrolytes. If ideal solutions (chemical activity coefficient set 
to 1) are assumed, then speciation as shown in panel A results. A more realistic calcu-
lation that takes into account chemical activity is shown in panel B. Here, the chemical 
activities were calculated using Pitzer equations according to [16–19]. Clearly, the devi-
ations from ideal solutions will increase with the ionic concentration. It is important to 
note that in both simulations (see Fig. 2) there is a drastic shift in the dominant species 
of Cd at approximately 1 mol·kg−1 sulfate. However, if the sulfate concentration is below 
1 mol·kg−1 then cadmium chloride complexes will dominate. Details about the calculation 
are given in Appendix B.

The curves presented in Figs.  1 and 2 aid in predicting at which concentrations the 
extraction will be most efficient. As there are several different possible species present, a 
general equilibrium expression for extraction of cadmium with A336·Cl is presented. This 
is given by Eq.  4, where n and m are integers satisfying certain constraints (n + mq > 2 
and 1 ≤ n) and hence define the stoichiometric constants of the finite number of possible 
reactions.

(6)A336n ⋅ CdCln+2−qmYm + qmCl− ⇌ A336n ⋅ CdCln+2 + mY−q

Fig. 1  Panel A shows the speciation of Cd with sulfate estimated using Eqs.  B3 and B5 (Appendix B). 
Panel B is the speciation of Cd with chloride using Eqs. B2 and B4 (Appendix B). For both panels, equilib-
rium constants from Table 1 were used and the activity coefficients were set to unity
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The distribution ratio (D) of Cd in the liquid–liquid extraction is defined as the total 
concentration of all Cd species in the organic phase divided by that of all Cd species in the 
aqueous phase:

D can be inserted into Eq. 5, with the assumption that the D value is limited to one species 
dominating in the aqueous phase and one species dominating in the organic phase, leading 
to:

Plotting  log10D against  log10 of the variables (e.g.  [Cl−]) will give a slope that should 
represent the stoichiometry of the reaction. If several species are present in the solution, 
then the extraction data can be used to determine the dominant species interacting with the 
extractant. Assumption of a dominant cadmium species can then be used to estimate an 
equilibrium value of the extraction.

3  Experimental Procedure

3.1  Chemicals

Toluene was selected as organic solvent for the liquid–liquid extraction experiments 
even though it is not used in industrial processes due to its carcinogenic and flammable 
nature. The reason for using it in this work is that it is well defined and “pure”, contrary 
to other industrial solvents that frequently are a mixture of different organic compounds. 
More important was the fact that toluene will not quench the light transfer process of the 

(7)D =

[Cdorg]

[Cdaq]

(8)Kex =
D

[A336 ⋅ Cl]n[Cl−]2−m

Fig. 2  Speciation of Cd in a mixture of sulfate and chloride ions. Panel A shows results for ideal solu-
tions with activity coefficients set to unity. Here the speciation was calculated using Eqs. B4, B5 and B6 in 
Appendix B. Panel B shows results when chemical activities are taken into account and calculated with the 
Pitzer equations [16–19]
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liquid-scintillation spectroscopy measurements. Thus, high quality spectra from 109Cd 
could be obtained. In addition, toluene has a well-known Raman spectrum with clear sharp 
signals.

Toluene used for the extraction experiments was of technical grade (from Univar) while 
p.a. grade quality (from VWR) was used for the Raman spectroscopy measurements. LiCl 
(99%),  CdCl2 (99.5%),  Li2SO4 (99%),  NaClO4 (99.0%), and HCl (37% fuming) were all of 
p.a. grade. Due to the hygroscopic nature of  LiNO3 (99%), a saturated solution was made. 
The solution was gently stirred for a couple of days to ensure equilibrium. The saturated 
aqueous phase was used in the experiments. A carrier free, aqueous solution of 109Cd was 
supplied by Ecker and Ziegler. Aliquat 336 (assay 88–90%) was supplied by Alfa Aesar 
and used as supplied.

The liquid scintillator cocktail was Ultima Gold XR, produced by Packard and used as 
supplied.

3.2  Liquid–Liquid Extraction

Extractions were performed at ambient temperature (21 ± 2 °C) using equal volumes of the 
organic and aqueous phases. The phases were prepared by adding the radioactive tracer 
109Cd to the inactive aqueous Cd-solution of selected composition and the A336 was 
diluted with toluene. The two phases were then mixed and shaken for at least 25 min using 
a vortex shaker. Measurements of D values at various shaking times had beforehand shown 
that 20 min was sufficient to obtain equilibrium for the distribution of Cd between the two 
phases. Separation between the aqueous and the organic phases was performed by centrifu-
gation at 4000 rpm for a minimum of 2 min.

Subsequently, the equal volumes of the two phases were sampled and transferred to 
20 mL scintillation vials. To avoid organic entrainment in the aqueous phase (the bottom 
one), the organic and the interphase were removed before sampling of the aqueous phase.

Table 2 shows the concentrations selected for the four systems studied. System 1 was 
designed to determine the extraction with chloride as the only anion present. System 2 was 
designed to study the impact of increase in ionic strength on the extraction using  LiNO3. 
Systems 3 and 4 used  Li2SO4 and  NaClO4, respectively. LiCl was used to vary the chloride 
concentration for all four systems.

All experiments were performed at a minimum in triplicate.

3.3  Liquid Scintillation Spectroscopy

Scintillation spectroscopy with a Hidex 900 liquid scintillator spectrometer was used to 
measure the conversion-electron spectrum from the 88 keV transition following decay of 
109Cd. The amount of 109Cd in each sample was then determined by integrating the appro-
priate peak in the spectrum. An efficiency calibration, measuring quenching of the liquid 
scintillation process as s function of the position of the 88 keV electron conversion line of 
109mAg [20], was determined by measuring the shift in peak position when  CCl4 was added 
as quencher [21].

The spectra were analyzed using the peak-fit function in the Origin software package 
version 9.1 from OriginLab Corporation. D values were determined provided the peak in 
the spectra for both phases had an area of at least 10 times as high as the background.
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3.4  Raman Spectroscopy

The anions under consideration in this study are characterized by having Td ( ClO−

4
 , 

SO2−
4

 ) or D3h ( NO−

3
 ) symmetry, with the exception of HSO−

4
 that is expected only to have 

Cs symmetry if any at all. The vibrational modes of the two first symmetry classes fall 
into the groups (Γ = A1 + E + 2T) and (Γ = A1′ + A2′ + 2E′), respectively, while the vibra-
tional modes of HSO−

4
 belong to the group (Γ = 8A′ + 4A″). However, what these anions 

have in common is that their most intense Raman active modes (A1, A1′ and A′) are non-
degenerate and strongly polarized. Hence, the wavenumber positions of these Raman 
bands, characterized by being ‘breathing’ modes, all appear as single bands unless they 
fall exactly at the same place as Raman bands of other species. Therefore, detection 
of these in a Raman spectrum will serve as an efficient tool for identification of spe-
cific anions, both in the water and the organic phases. In principle, infrared spectros-
copy can provide similar information, but here band degeneracies and possible splitting 
may complicate the picture, and for the case of aqueous solutions, the most interesting 
spectral ranges would be very difficult to deal with because of strong absorption. The 
‘breathing mode’ Raman bands contain valuable information about local molecular sur-
roundings, reflected in characteristics of the bandwidths as well as their absolute posi-
tion and intensities. Molecular association between anions and species can be revealed 
by studying model solutions [11, 12, 22].

The Raman spectra were recorded with a Horiba Jobin–Yvon T64000 multichan-
nel spectrometer adjusted to work in the triple subtractive mode using three gratings 
with 1800 rules/mm. The liquid samples were kept in glass vials illuminated in a 90° 
macro-chamber setup at room temperature (20 °C). The light source for excitation was 
a Spectra-Physics Millennia Pro 12SJ, Nd:YVO4 laser emitting 200 mW at 532.1 nm, 
leading to a power of ~ 40 mW at the sample. Both the entrance and the second interme-
diate slits of T64000 were set to 300 μm. Scattered light was collected by a BIDD CCD 
cooled to − 125 °C. These settings lead to a spectral width of 6.8 cm−1. No attempt was 
made to control polarization within these runs. The wavenumber position was calibrated 
against paracetamol [23].

Table  3 lists the Raman samples with concentration and composition. The organic 
phases have been in contact with the aqueous phases as described in Sect. 3.2. Aqueous 
phases were measured without contact with the organic phase.

Table 2  The aqueous systems used for Cd extraction with Aliquat 336 in toluene as an extractant

All solutions have 0.1 mmol·kg−1 Cd and 0.1 mmol·kg−1 HCl

System # [LiCl] mol·kg−1 Ionic strength 
mol·kg−1

Matrix salt Matrix ion mol·kg−1 A336 mmol·kg−1

1 0.01–5 0.01–5 – – 0.6–750
2 0.1–5 6.5 LiNO3 1.5–6.4 1–20
3 0.01–1 6.5 Li2SO4 1.8–2.2 1–10
4 0.1–2 7 NaClO4 4.5–6.8 1–10
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3.5  NMR Spectroscopy

14N-NMR can be used to identify the nitrogen species present in both the organic and 
the aqueous phases. For instance, the chemical shift δ at − 320 ppm is assigned to the 
quaternary nitrogen in A336, which is only present in the organic phase. Likewise, the 
14N-chemical shift at δ = 0 is assigned to the nitrate anion in the aqueous phase as well 
as to the nitrate anion associated with A336 in the organic phase. An underscore will be 
used to specify which nitrogen is being referred to by writing ���� ⋅ ��

�
 or ���� ⋅ ��

�
 

(the bar above the compound indicates that it is present in the organic phase).
Since the 14N-signal intensity is directly proportional to the number of 14N nuclei,

where I denotes the 14N-NMR signal intensity of A336 and I0(A336 ⋅ Cl) represents the 
initial NMR signal intensity of A336·Cl within the organic phase, before any extraction has 
taken place.

Since the 14N-NMR chemical shift of NO−

3
 is significantly different from the chemical shift 

of A336 ⋅ Cl , it is possible to quantitatively differentiate between A336 ⋅ Cl and A336 ⋅ NO3 . 
The equilibrium constant K for the ion exchange reaction between A336·Cl and nitrate is:

Hence, combining Eqs.  9 and 10 and noting that 
[

A336 ⋅ NO3

]

0
= 0 and 

[

A336 ⋅ Cl
]

0
 ≪ 
[

LiNO3

]

0
 (see Table 4) yields:

(9)I0

[

A336 ⋅ Cl
]

0
= I

([

A336 ⋅ Cl
])

+ I

([

A336 ⋅ NO3

])

(10)K =

[

A336 ⋅ NO3

]

[Cl−]

[

A336 ⋅ Cl
]

[NO−

3
]

(11)feq =

[

A336 ⋅ NO3

]

eq
[

A336 ⋅ Cl
]

0

=

I(NO−

3
)

I(A336 ⋅ Cl + A336 ⋅ NO3)

=

K

K +

[LiCl]0

[LiNO3]0

Table 3  List of Raman samples

Samples with both organic (org.) and aqueous (aq.) components, Org. was contacted with written Aq. 
phases

Sample Phase measured Org. conc. mol·kg−1 Aq. conc.

mol·kg−1 mol·kg−1

System 1 Org. 0.25 A336
System 2 Org. 0.25 A336 0.09 LiCl 6.41  LiNO3

System 3 Org. 0.25 A336 0.01 LiCl 2.17  Li2SO4

System 4 Org. 0.25 A336 0.12 LiCl 6.81  NaClO4

System 2 Aq. 0.09 LiCl 6.41  LiNO3

System 4 Aq. 0.12 LiCl 6.81  NaClO4
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here feq shows how much of the total A336 ⋅ Cl has reacted with nitrate and formed 
A336 ⋅ NO3 . The 

[

A336 ⋅ Cl
]

0
 , [LiCl]0 and 

[

LiNO3

]

0
 represent the initial concentrations of 

A336 ⋅ Cl , LiCl and  LiNO3, before any extraction was initiated, and I describes the 
14N-NMR signal intensity.

14N-NMR spectra were acquired using a Bruker DRX 500 spectrometer operating at 
11.74 T, equipped with a 5 mm BBO (BB/1H/2H) probe with Z-gradient. 5 vol% deuterium 
oxide (D 99.9%, Cambridge Isotope Laboratories, Inc.) was added to the aqueous phases 
and 5 vol% benzene-d6 (D 99.6%, Cambridge Isotope Laboratories, Inc.) to the organic 
phases in order to achieve lock. Spectra were recorded using a single-pulse program with 
a RF-pulse duration of 13.25 μs (90° pulse), a repetition time of 5.0 s between pulses and 
an acquisition time of 1.5 s. An exponential apodization of 10 Hz and a zero filling from 
32 K to 128 K were applied before the Fourier transformation. The frequency spectrum 
was base-line corrected before further analysis. All spectra were acquired at 25  °C. The 
intensity (integrated area) of an NMR peak was determined by fitting certain spectral func-
tions (a linear combination of a Gaussian and a Lorentzian peak function) to the observed 
NMR spectra by a non-linear least-squares technique.

4  Experimental Results

Experimental data is provided in this chapter. First, the general results of the extraction 
experiments with the Cd radiotracer will be presented. Then the NMR and Raman results 
that provide insight into the speciation of the extraction chemistry will be given. A detailed 
discussion of the results from the different extraction systems will be presented in Sect. 5.

4.1  Liquid–Liquid Extraction

Liquid–liquid extraction experiments were performed at several aqueous conditions as 
defined in Table 2 (systems 1–4). Figure 3 illustrates how the D values for extraction of Cd 
from chloride solutions vary for:

– System 1; with no other anions present (panel A)
– System 2; in the presence of nitrate (panel B), and

Table 4  Sample characteristics 
of the three solutions studied by 
14N-NMR

The initial concentration 
[

���� ⋅ ��

]

0

 was the same in all samples and 

equal to 0.1 mol·kg−1

Sample [Cl−]
[

NO−

3

]

feq =

[

A336⋅NO3

]

eq
[

A336⋅Cl
]

0

mol·kg−1 mol·kg−1

1 5.00 1.50 1.03
2 1.01 5.50 0.98
3 0.09 6.41 0.86
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– System 3; in the presence of sulfate (panel C).

The surfaces in Fig.  3 are computer fitted to the experimentally measured D val-
ues, which are tabulated in Appendix A. System 4 was not plotted, as the association 
between perchlorate and A336 was stronger than for the Cd-chloro complexes and there-
fore extraction was not viable.

As seen in Fig. 3, adding other anions such as nitrate or sulfate perturbs the extrac-
tion behaviour quite significantly. This is especially noticeable for nitrate. The reason is 
most likely because either the extractant is saturated with species having stronger affin-
ity to the A336 extractant than Cd chloro-complexes, or a different and less extractable 
Cd complex is created.

In order to determine exactly in which way nitrate and sulfate influence the extrac-
tion, Raman and NMR spectroscopy were used to gain more detailed insight into the 
systems. Below, the details of the Raman and NMR spectroscopy will be presented. 

Fig. 3  Combined 3D and contour plots fitted to the measured D- values as functions of the various aqueous 
conditions for extraction of Cd into toluene using Aliquat 336 as extractant. Panel A shows extraction when 
chloride is used to vary the ionic strength between 0.02 and 5 mol·kg−1. Panel B shows the extraction when 
 LiNO3 is used to keep the ionic strength equal to 6.5 mol·kg−1 and LiCl is varied from 0.1 to 5 mol·kg−1. 
Panel C shows the extraction of Cd where  Li2SO4 is used to keep the ionic strength constant at 6.5 mol·kg−1 
and the LiCl concentration is varied from 0.01 to 1 mol·kg−1
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Afterwards, using the Raman and NMR results, a detailed discussion of the extraction 
data is provided.

4.2  Raman Spectroscopy

Raman spectroscopy can identify specific anions both in aqueous and organic phase. For 
the present study the detectable anions of interest are ClO−

4
 , SO2−

4
 , and NO−

3
 . Below, the 

experimental results from the Raman spectroscopy are presented.
Figure 4 shows the Raman spectra of nitrate (panel A) and perchlorate (panel B) in 

the organic and the aqueous phase.
For water, the spectral range from 850 to 1100 cm−1 is Raman silent. Toluene has a 

strong  A1 band at 1003.6 cm−1 and a medium intensity band following the same sym-
metry at 1030.6  cm−1. In water, the  A1′ stretching band of nitrate falls at 1049  cm−1 
as expected, but is found to be shifted to 1040 cm−1 in the organic phase. Comparison 
with the A336·Cl spectrum leaves no doubt that this is specific for nitrate occurring in 
some form. For the perchlorate experiment (Fig. 4, panel B), the picture is similar, but 
the shift is smaller. Here the  A1 mode of perchlorate in the organic phase appears at 
930 cm−1, a clear sign that anion exchange with the organic phase by A336 again has 
happened. However, the observed shift is smaller than for nitrate, as the perchlorate 
 A1 band falls at 936 cm−1 in the aqueous phase. The  A1 bandwidths of perchlorate and 
nitrate both decrease upon transfer to the organic phase. The decrease is most prominent 
for perchlorate. An explanation for this could be that the affinity of perchlorate to A336 
is stronger and better defined than for nitrate, and that perchlorate is less susceptible 
to changes in molecular surroundings in the aqueous phase. Also, a weaker binding of 
nitrate to A336 will lead to an increase in the number of possible conformations and, 
hence, a larger spectral broadening. Experiments with sulfate solutions were carried out, 
but here no  A1 peak could be detected in the Raman spectra of the organic phases. This 
indicates that the affinity of sulfate to A336 is very weak, or at least so weak that the 
concentration remains below the detection limit of Raman spectroscopy, which under 
this framework is assumed to be around 1  mmol·kg−1. A qualitative estimate of the 

Fig. 4  Panel A: the Raman spectrum of toluene containing only Aliquat 336 (A336) (full line), the organic 
phase in an equilibrium mixture with ���� ⋅ �� and ����

�
 nitrate (dotted) revealed by the  A1′ band at 

1040 cm−1, and the spectrum of aqueous  LiNO3 (dot dash). Panel B: the Raman spectrum of toluene con-
taining only Aliquat 336 (A336) (full line), the organic phase in an equilibrium mixture with ���� ⋅ �� 
and  NaClO4 (dotted) showing the  A1 mode of perchlorate at 930 cm−1 and finally the spectrum of aqueous 
 NaClO4 (dot dash)
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sulfate band position, based on the nitrate and perchlorate properties, indicates that the 
 A1 band in the organic phase should be found 5–10 cm−1 below 981 cm−1 that is typical 
for aqueous solutions.

4.3  NMR Spectroscopy

14N-NMR can be used to study the extraction of nitrate between the phases. This was 
explored to gain insight into the extraction systems presented in this work. The experimen-
tal details from the NMR experiments are presented below.

Figure 5 presents the 14N-NMR spectra for:

– organic phase containing only A336·Cl,
– aqueous phase in an equilibrium mixture of A336·Cl and  LiNO3, and
– organic phase in an equilibrium mixture of A336·Cl(org) and  LiNO3(aq).

As can be inferred from Fig. 5, A336 ⋅ Cl reveals two distinct peaks in the 14N-NMR 
spectrum (green broken line), a narrow peak at a chemical shift δ ≈ − 320 ppm with a half-
width of less than 35 Hz and a much broader peak at δ ≈− 330 ppm with a half width of 
the order of 400 Hz. The narrow peak is the response from A336 and the broad peak is the 
response of triethylamine used as a reference.

Generally, the 14N-NMR spectrum of the aqueous phase (blue dotted curve) reveals only 
a single peak, which is consistent with the presence of NO−

3
 . No 14N-peak from A336 ⋅ Cl 

or NO3 is observed and this simply confirms the lack of any significant solubility of A336 
in the aqueous phase. In contrast, the 14N-NMR spectrum (red solid curve) of the organic 
phase, which was formed after a thorough mixing of the organic solution, A336 ⋅ Cl and 
the aqueous solution  (LiNO3), revealed the presence of both A336 ⋅ Cl and A336 ⋅ NO3 . 
The presence of A336 ⋅ Cl was indirectly confirmed by noting the difference between the 
14N-peak intensities of A336 ⋅ Cl + A336 ⋅ NO3 and A336 ⋅ NO3 , respectively.

Fig. 5  14N-NMR spectra of tolu-
ene containing only ���� ⋅ �� 
(green broken line), the aqueous 
phase in an equilibrium mixture 
of ���� ⋅ �� and ����

�
 (blue 

dotted line) and the organic 
phase in the equilibrium mixture 
of ���� ⋅ �� and ����

�
 (red 

solid line) (Color figure online)
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Moreover, the ratio 
[

A336 ⋅ NO3

]

eq
∕

[

A336 ⋅ Cl
]

0
 is easily determined from the 14N-NMR 

spectrum of the organic phase as it is simply represented by the signal intensity ratio between 
the 14N-NMR resonance peak at δ ≈ 0 and the resonance peak within the region 
− 320 ppm < δ < − 310 ppm (Fig. 5), at equilibrium. Table 4 summarizes the sample character-
istics of the three samples investigated by 14N–NMR. A plot of 

[

A336 ⋅ NO3

]

eq
∕

[

A336 ⋅ Cl
]

0
 

against [LiCl]0∕
[

LiNO3

]

0
 is presented in Fig.  6. The solid curve represents the non-linear 

least-squares fit of Eq.  11 to the observed data and results in an equilibrium value of 
Kex0 = (18 ± 5). The large uncertainty (28%) stems partly from the large distance between the 
second and third data point, but also from the uncertainty in each data point (15%).

Although the number of data points is small and the relative error is high, it can be 
concluded that the association between nitrate and A336 is stronger than the corre-
sponding association between Cl− and A336. This is supported by previous work [24]. 
For instance, by considering extraction of nitrate and applying Eq. 11 with Kex0 = 18 ± 5 
 (log10 Kex0 =  1.26 ± 0.12 ) on a solution containing initially only A336 ⋅ Cl and NO−

3
 with 

[A336 ⋅ Cl]0 =
[

NO−

3

]

0
 ≫ [A336 ⋅ Cl] , it can be shown that more than 90% of A336 ⋅ Cl 

will be converted to A336 ⋅ NO3.

5  Discussion

In this chapter, the three extraction systems that were measured and presented in Fig. 3 will be 
discussed in detail, using the results from the NMR and Raman spectroscopy to gain insight 
into the speciation and extraction mechanisms.

5.1  System with Chloride as the Only Anion

Here an analysis of system 1 (defined in Table 2) with variable chloride concentration and 
variable ionic strength is presented.

Fig. 6   
[

���� ⋅ ��
�

]

��

∕[���� ⋅ ��]
�
 

versus [����]�∕
[

����
�

]

�
 as 

derived from 14N-NMR spectral 
analysis (see Fig. 5). The 
standard error in NMR intensity 
measurements is of the order of 
± 10%, resulting in a standard 
error in f

��
 of approxi-

mately ± 15% (see error bars). 
The solid curve represents a 
non-linear least-squares fit of 
Eq. 11 to the observed data 
(red circle) (Color figure online)
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Figure 7 shows the extraction of Cd from a pure chloride media. Panel A presents D values 
as function of the A336 concentration, panel B presents D values as a function of chloride 
concentration. These data can be discussed in the contexts of Eq. 5: Panel A (Fig. 7) shows 
that one mole of A336 is needed to extract one mole of Cd. Since it is only chloride that par-
ticipates in the equilibrium. Eq. 5 becomes: 

A336 is an anion exchanger, meaning that to extract Cd the Cd-chloro complex must be 
negatively charged, i.e., contain at least three chloride ions. Therefore, m in Eq. 5 must be 
2 (the third chloride is delivered by the A336·Cl complex). If this model is correct then the 
slope of  log10 D versus  log10  [Cl−] should be approximately 2. This is not in agreement 
with the experimental data (Fig. 7).

Figure 1 (panel B) suggested that between chloride concentrations of 0.1 and 1 mol·kg−1 
the species of  CdCl+ and  CdCl2 dominate. This could imply that that there is no free  Cd2+ 
present and therefore Eq. 12 can be written as:

i.e., the stoichiometric ratio between A336·Cl, free  Cl− and  CdCl+ should be 1:1:1, in fair 
agreement with the experimental data shown in Fig. 7. Equation 7 takes into account all 
possible organic species and aquatic species for the extraction, the assumption is then that 
it can be written as:

If Eq. 13 is combined with Eq.14 the equilibrium constant can be estimated as:

(12)A336 ⋅ Cl + Cd2+ + 2Cl− ⇌ A336 ⋅ CdCl3

(13)A336 ⋅ Cl + CdCl+ + Cl− ⇌ A336 ⋅ CdCl3

(14)D =

�

A336 ⋅ CdCl3
�

+

�

A3362 ⋅ CdCl4
�

+ [CdCl2]
∑n

0
[CdCln]

≈

[A336 ⋅ CdCl3]

[CdCl+]

(15)
Kext1 =

D
[

A336 ⋅ Cl
]

0
[Cl−]0

Fig. 7  Extraction of aqueous phase with 0.1 mol·kg−1 Cd extracted from a LiCl solution using Aliquat 336. 
Panel A shows the D values as a function of A336 concentration. Panel B shows the D values as a function 
of the chloride concentration. For both panels, straight lines with slope + 1 are drawn through the datasets. 
The straight lines represent a one-to-one stoichiometric ratio. D values with arrows indicate that the real D 
value should be higher due to the concentration of Cd in the aqueous phase being below the limits of detec-
tion
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If Eq. 14 is assumed to hold, then the equilibrium constant Kext1 can be calculated using 
Eq. 15. This results in  log10 Kext1 = 4.9 ± 0.8. If chemical activities are taken into account 
then the resulting value is  log10 Kp1 = 5.1 ± 0.4

5.2  System with Chloride and Nitrate

Here an analysis of system 2 (defined in Table 2) is presented. The ionic strength was kept 
constant at 6.5 mol·kg−1 by using  LiNO3 and LiCl.

Figure 8 shows the extraction of Cd with both nitrate and chloride present. From the 
Raman and NMR experiments there is clear evidence that nitrate replaces chloride in the 
A336 complex. The extraction curves show that roughly 1 mol of chloride is extracted per 
mole of Cd, as indicated by fitting the extraction data in the double logarithmic plot with a 
straight line with slope + 1 (Fig. 8, panel B).

Nitrate hinders extraction: i.e., a high nitrate concentration will exchange nitrate 
with chloride (Eq. 3, Y−q equal to NO−

3
 ) and more Cd will remain in the aqueous phase. 

Fig. 8  Extraction of the aqueous phase with 0.1  mmol·kg−1 Cd with an ionic strength of 6.5  mol·kg−1. 
Panel A shows the D values as function of the A336 concentration, panel B shows D as function of increas-
ing chloride (and decreasing nitrate) concentration, and panel C shows D as function of increasing nitrate 
(and decreasing chloride) concentration. The straight lines (slope = + 1) in panels A and B represent a one-
to-one stoichiometric ratio. The straight lines (slope − 2) in panel C represent a one-to-two stoichiometric 
ratio between cadmium and nitrate
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Remember that the NMR results (Sect. 4.3) indicated that nitrate will replace chloride 
ions in A336·Cl to a large extent (> 90%). Based on panel A (Fig. 8) it can be assumed 
that one A336 is required per Cd extracted. Each Cd will be complexed by one chlo-
ride ion, in accordance with panel B. From panel C it can be deduced that two nitrate 
ions are needed to “inhibit” one A336 ion. Therefore, a suggested chemical equation 
that fits these parameters can be written as: 

Using Eq.  16 and data from Fig.  8, and assuming that all A336·Cl have been 
replaced, a corresponding equilibrium constant Kext2 can be calculated. This results 
in  log10 Kext = 4.2 ± 0.3. If chemical activity is taken into account the result becomes 
 log10 Kext = 4.7 ± 0.3. Wang and Hemmes [25] suggest that  LiNO3 will readily form 
in tetrahydrofuran with an equilibrium constant larger than  log10 Kext = 9. In addition, 
Ref. [26] suggests that the equilibrium constants for  LiNO3 in tetramethylurea, methyl-
cyanate and isopentyl alcohol are  log10 Kext = 2.22,  log10 Kext = 3.35 and  log10  log10 
Kext = 0.58, respectively. It should be noted that Eq.15 is only presented as a hypoth-
esis. The equation agrees with the experimental data, but it does not prove that the 
hypothesis necessarily is correct. Further investigations are needed and will be carried 
out in future work.

5.3  System with Chloride and Sulfate

Here an analysis of system 3 (defined in Table 2) is presented. The ionic strength was 
kept fixed at 6.5 mol·kg−1 by using LiCl and  Li2SO4.

Figure 9 shows the extraction of Cd with both sulfate and chloride present. Notice 
that for low chloride concentration the sulfate concentration will be high and vice 
versa. From the Raman experiments there is no evidence of sulfate occurring in the 
organic phase, and Figs.  1 and 2 show that sulfate has a high affinity for Cd. This 
indicates that sulfate interacts with Cd rather than with the extractant. From Fig. 9 it 
seems that the change from an easily extractable chloride species to a less extractable 
(by A336) sulfate species starts to dominate when the chloride concentration is below 
0.1 mol·kg−1. Based on this the following extraction equation is proposed:

This formula dictates that  log10 D versus  log10  [Cl−] should follow a straight line 
with slope of + 2, as indeed it does (Fig.  9, panel A). Similarly, a slope of + 1 is 
expected for  log10 D versus  log10 [A336], which is also in agreement with the experi-
mental data (Fig.  9, panel B). Expressing the equilibrium constant from Eq.  12 can 
then be done as:

(16)A336 ⋅ NO3 ⋅ LiNO3 + CdCl2 + Cl− ⇌ A336 ⋅ CdCl3 + Li+ + 2NO−

3

(17)Kext2 =

D
[

Li+
]

0

[

NO−

3

]2

0
[

A336 ⋅ NO3 ⋅ LiNO3

]

0
[Cl]0

(12)A336 ⋅ Cl + Cd2+ + 2Cl− ⇌ A336 ⋅ CdCl3

(18)
Kext3 =

D
[

A336 ⋅ Cl
]

0
[Cl−]2

0
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Using Eq.  17 to calculate the equilibrium constant for the chloride/sulfate system 
results in  log10 Kext3 = 5.7 ± 0.3 and, by taking chemical activity into account, the result 
is  log10 Kp3 = 6.5 ± 0.5.

5.4  Comparison of K Values

As a check of consistency in our data and the validity of the assumptions leading to 
Eqs. 14, 16, and 17, the equilibrium constants calculated from the D values to each individ-
ual extraction in Figs. 7, 8, and 9 are plotted in Fig. 10. Ideally, the equilibrium constants 
should show no trends. Figure 10 shows the different equilibrium constants as a function 
of D ratio. The equilibrium constants have been calculated both with the assumption that 
the chemical activity coefficient is unity and by using Pitzer equations to estimate the real 
activity coefficient ( γ ) [17–19]. Panel A shows the values when only chloride was present 
and the ionic strength was varied. The results suggest that Eq.  13 is valid for 0.02 and 
0.5 mol·kg−1 chloride concentrations and A336 concentrations from 1 up to 60 mmol·kg−1. 
The validity was checked using the student’s t test. Panel B shows the extraction as the 
ionic strength is kept constant using nitrate. In that system the equilibrium constants does 
not diverge significantly. Panel C shows the equilibrium constant for the sulfate system. No 
significant change is observed for D values below 40, which suggest that Eq. 12 fits until 
the chloride concentration approaches 1 mol·kg−1, where a different mechanism starts to 
dominate.

Table 5 summarizes the equilibrium constants for Cd extraction. Extraction from a per-
chlorate matrix (System 4 in Table 2) was measured, but as noted in Sect. 4.1 no extraction 
was observed as perchlorate has a stronger affinity to A336 than the Cd species. This is in 
accordance with the observation of De et  al. [24] who reported that nitrate’s affinity for 
A336 is lower than perchlorate’s.

Fig. 9  Extraction of aqueous phase with 0.1 mmol·kg−1 Cd with an ionic strength of 6.5 mol·kg−1. D values 
shown as a function of increasing chloride concentration (and decreasing sulfate) (panel A), and of A336 
concentration (panel B). Lines in panel A have been drawn with a slope of + 2 and lines in panel B have 
been drawn with a slope of + 1

Author's personal copy



1412 Journal of Solution Chemistry (2018) 47:1395–1417

1 3

6  Conclusions

Solutions of the quaternary amine A336 dissolved in toluene were used to extract Cd from 
a large number of different aqueous solutions containing (1) chloride of different concen-
trations (and hence different ionic strengths), and mixed Li salts of: (2) chloride and nitrate, 
(3) chloride and sulfate, and (4) chloride and perchlorate, respectively. Notably, solutions 
(2), (3), (4) were all constrained at the same high ionic strength of 6.5 mol·kg−1.

Fig. 10  Calculation of the equilibrium constants for the extractions from various media versus D ratios. 
Panel A is for the LiCl medium, panel B is for the LiCl,  LiNO3 mixture and panel C is for the LiCl,  Li2SO4 
mixtures 
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One objective of the present work was to identify any simple reaction scheme that may 
describe the extraction of Cd within certain concentration “windows” of the reactants. In 
order to accomplish this, the three-dimensional data matrices (characterized by the distri-
bution ratio, the A336 concentration, and the salt concentrations) were converted into two-
dimensional matrices by simply keeping one of the concentration variables fixed.

Notably, it was found that NMR spectroscopy provided quantitative information on the 
distribution of anions between phases as well as giving insight into the association property 
or affinity of A336 for various anions, i.e.: perchlorate > nitrate > chloride > sulfate, an obser-
vation which was found useful in explaining the extraction properties within the different 
systems.

Moreover, 14N-NMR spectroscopy allowed the equilibrium constant Kex0 of the reac-
tion: A336 ⋅ NO3 + Cl− ⇌ A336 ⋅ Cl + NO−

3
 to be determined as Kex0 = 18 ± 5 (or  log10 

Kex0 = 1.26 ± 0.12).
Based on the two-dimensional data reduction analysis approach, it was concluded that 

for chloride concentrations within the concentration range of 0.01–0.5 mol·kg−1 and with no 
other anions present in the solution, the species  CdCl+ dominated in the extraction reaction. 
Hence, the following simplified reaction scheme: A336 ⋅ Cl + CdCl+ + Cl− ⇌ A336 ⋅ CdCl3 
(dominated).

If both sulfate and chloride were present at high ionic strength (6.5 mol·kg−1) and the sul-
fate concentration increased (at the expense of the chloride concentration, which decreased 
correspondingly at constant ionic strength), then a significant drop in the D values of Cd 
was observed. This was found not to be caused by sulfate being associated to A336, since 
no sulfate was detected in the organic phase after extraction, as confirmed by Raman spec-
troscopy. Instead, it seems that formation of sulfate species started to dominate when the 
chloride concentration decreased below 0.1 mol·kg−1. If both sulfate and chloride were pre-
sent at high ionic strength (6.5 mol·kg−1), then the main reaction taking place was identified 
as: A336 ⋅ Cl + Cd2+ + 2Cl− ⇌ A336 ⋅ CdCl3 . Finally, the extraction of Cd in the pres-
ence of both nitrate and chloride suggested that the following major reaction takes place: 
A336 ⋅ NO3 ⋅ LiNO3 + CdCl2 + Cl− ⇌ A336 ⋅ CdCl3 + A336 ⋅ Cl + Li+ + 2NO−

3

The current work demonstrated that both NMR and Raman spectroscopy will be important 
tools in future characterizations of Cd-extraction from real industrial solutions of high salinity. 
In particular, the potential of using multinuclear NMR (7Li, 14N, 13C, 1H, 35Cl, 31P and 113Cd) 
will be considered.
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Table 5  the concentration ranges where the calculated equilibrium values are valid

Values are shown both for ideal solutions ( � = 1) and when the chemical potentials were calculated using 
the Pitzer equations

System [Cl−] mol·kg−1 [A336] mol·kg−1 Kextn � = [] ⋅ 1 Kpn � = [] ⋅ �

1[Cl−] Kext1 0.02–0.5 1–50 4.9 (0.8) 5.1 (0.4)
2[Cl−, NO−

3
 ] Kext2 0.1–5 1–12 4.2 (0.3) 4.7 (0.3)

3[Cl−, SO2−
4

 ] Kext3 0.01–0.12 1–12 5.7 (0.4) 6.5 (0.5)
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Appendix A: Distribution Ratios

See Tables 6, 7, 8 and 9.

Appendix B: Speciation Estimation

Figure 1 shows the speciation of Cd as functions of sulfate and chloride concentrations. The 
speciation diagrams were made by calculating the fraction of free Cd at a given chloride or 
sulfate concentration:

(B1)f (Cd2+) =
[Cd2+]

[

Cd2+
]

+

[

CdCl+
]

+ [CdCl2]…

Table 6  D values of 
0.1 mmol·kg−1 Cd at 21 ± 2 °C 
from aqueous chloride, using 
A336 in toluene as the extractant

Absolute standard deviations of D values (calculated by the standard 
formula 

√

(

∑

xi−x̄

n−1
) , with n at a minimum of 3) are given in the paren-

thesis

A336 
[mmol·kg−1]

LiCl [mol·kg−1] D values

752 0.02 2.3 × 102 (20)
60 0.02 81 (8)
12 0.02 28.5 (0.2)
2 0.02 6.1 (0.1)
1 0.02 2.7 (0.3)
0.6 0.02 0.7 (0.1)
750 0.09 3.6 × 102 (10)
60 0.09 1.95 × 102 (6)
12 0.09 1.15 × 102 (2)
1 0.09 18 (1)
0.6 0.09 3.45 (1 × 10−2)
1 0.46 42 (0.2)
752 1.85 5.1 × 102 (30)
60 1.85 3.9 × 102 (10)
12 1.85 2.8 × 102 (50)
2.3 1.85 1.51 × 102 (6)
1.2 1.85 69 (2)
0.6 1.85 21 (1)
752 4.63 3.8 × 102 (20)
60 4.63 3.9 × 102 (40)
12 4.63 3.4 × 102 (20)
2.3 4.63 3.0 × 102 (80)
1 4.63 1.20 × 102 (1)
0.6 4.63 19 (5)
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Table 7  D values of 
0.1 mmol·kg−1 Cd at 21 ± 2 °C 
with LiCl and  LiNO3 present and 
the variation of them

Standard deviations for the D values are provided as described for 
Table 6

A336 
[mmol·kg−1]

LiCl [mol·kg−1] LiNO3 
[mol·kg−1]

D values

12 0.09 6.41 0.218 (9 × 10−3)
2.3 0.09 6.41 3.30 × 10−2 (2 × 10−4)
1.2 0.09 6.41 1.44 × 10−2 (7 × 10−4)
0.6 0.09 6.41 5.6 × 10−3 (2 × 10−4)
12 1.01 5.50 2.39 (6 × 10−2)
2.3 1.01 5.50 0.310 (6 × 10−3)
1.2 1.01 5.50 0.102 (2 × 10−3)
23 5.00 1.50 67 (1)
12 5.00 1.50 1.00 × 102 (2)
2.3 5.00 1.50 9 (2)
1.2 5.00 1.50 2.29 (8 × 10−2)
1.2 0.50 6.00 3.34 × 10−2 (5 × 10−4)

Table 8  D values of 
0.1 mmol·kg−1 Cd at 21 ± 2 °C 
with both LiCl and  Li2SO4 
present the variation of them

Standard deviations for the D values is provided as described for 
Table 6

A336 
[mmol·kg−1]

LiCl [mol·kg−1] Li2SO4 
[mol·kg−1]

D values

12 0.01 2.17 1.0 (0.3)
2.3 0.01 2.17 0.102 (1 × 10−3)
1.2 0.01 2.17 5.6 × 10−2 (1 × 10−3)
1.2 0.02 2.17 0.39 (1 × 10−2)
1.2 0.06 2.16 3.1 (0.4)
12 0.12 2.14 63 (9)
2.3 0.12 2.14 38 (2)
1.2 0.12 2.14 18.0 (0.5)
12 0.99 1.8 60 (1)
2.3 0.99 1.8 71 (4)
1.2 0.99 1.8 58 (2)

Table 9  D values for 
0.1 mmol·kg−1 Cd at 21 ± 2 °C 
with perchlorate present the 
variation of them

Standard deviations for the D values is provided as described for 
Table 6

A336 
[mmol·kg−1]

LiCl [mol·kg−1] NaClO4 
[mol·kg−1]

D values

60 0.25 6.80 0.5 (0.3)
60 0.75 5.90 6 × 10−2 (3 × 10−2)
60 2.55 4.11 0.2 (0.2)
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Abstract 11 

Cd and Zn were separated from Co, from chloride solutions containing 16 different metal 12 

ions. The separation method used was liquid-liquid extraction. Two different chloride 13 

concentrations, 0.5 and 5 mol/kg, were tested. Aliquat 336 in toluene was used as extractant. 14 

It is shown that Li2SO4 can back-extract the metals. Distribution ratios were determined using 15 

radiotracers or inductively coupled plasma mass spectrometry. The results of these methods 16 

are compared. In particular, we demonstrate that the determination of low distribution ratios 17 

are limited by the uncertainty of the measured concentration of the feed solution.  18 

Keywords 19 

 Cadmium, zinc, cobalt, separation, extraction, statistics 20 

Introduction 21 

Industrial plants converting minerals to elemental products will preferably select ores as rich 22 

as possible in the wanted element(s). Due to the continuous consumption of mineral ores, the 23 

richest ores are gradually consumed [1]. Therefore, ores with lower concentration gradually 24 

replaces what is currently being used. Hence, in the future, industry is forced to use minerals 25 
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with lower concentration of wanted elements and with more unwanted constituents. In the 26 

worst case, this can seriously interfere with the production process. For example, the 27 

impurities can react with the extractant and thus inhibit it. This is a concern when e.g. Co 28 

needs to be removed in Ni production, because Zn and Cd will bind stronger to the Co 29 

extractant [2,3].  30 

This work had 3 goals:  31 

(1) Investigation of the separation of Cd and Zn from Co in a complex chloride matrix 32 

with 13 other metallic elements present;  33 

(2) Investigation of back-extraction of Cd and Zn from the organic phase (from (1)) using 34 

lithium sulfate. 35 

(3) Comparison of distribution ratios measured using single-phase measurement and two-36 

phase measurements. 37 

Aliquat 336 (A336) is a commercial trade name that describes a mixture of quaternary 38 

amines, where the nitrogen is bound to three carbon chains with variable length (8-10 39 

carbons), and one methyl group. A336 is sold with chloride as the counter ion. In chloride-40 

rich media A336 extracts Cd and Zn better than Co [4-13]. However, in these studies the 41 

elements were not simultaneously present in the solution [4-9,13]. In a few works 42 

simultaneous extraction of several elements were performed [14,15,11,10]. The efficeincy of 43 

A336 extraction is known to drop when there are several elements present [14,15].  44 

In all of the works mentioned above, except four [7,12,14,15], only the content in the aqueous 45 

phase was measured when determining the distribution ratios of the extractions. In this work 46 

we refer to such a procedure as “single-phase measurement”. I.e. instead of measuring the 47 

concentration in both phases directly, the amount in one of the phases is determined indirectly 48 

by measuring the other phase before and after extraction. In one study both single-phase 49 

measurements and two-phase measurements (implying that the content of both the aqueous 50 

and organic phase were measured) were performed [12]. Furthermore, there was no 51 

discussion if one-phase and two-phase measurements would give the same result. 52 

Unfortunately, most of the literature mentioned above has omitted this. In addition there was 53 

no published standard deviation in the following articles [3-8,12,16-21]. There is even some 54 

cases where more than 100 percent extraction are reported [22]. From this we deduce that 55 

there is a need to clarify how to assess uncertainty in measuring distribution ratios in liquid-56 
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liquid extraction. In general it is prudent to discuss the validity and uncertainty of 57 

measurements. In particular, it is a clear need to understand uncertainty and limitations when 58 

only the metal concentration in a single phase is measured. For this reason, we include a 59 

discussion and comparison of D-ratios determined using single- and two-phase measurements. 60 

In addition, it has been shown that sulfate lowers the distribution ratio of Cd, it is therefore 61 

tested as a back extraction agent [23]. 62 

Theory 63 

 64 

 65 

Fig. 1 simplified drawing of A336, for simplicity no positive charge is added and the interchangable counter ions is not 66 
drawn. The R in the figure represent the variable length of the carbon chains 67 

Fig. 1 shows a simplified drawing of A336. 68 

Since it is commonly depicted as an anion exchanger there are several extraction mechanism 69 

possible but a suggested general form can be: 70 

𝑛𝐴336 ⋅ 𝐶𝑙𝑜𝑟𝑔 + 𝑀𝐶𝑙𝑖
𝑝−𝑖

𝑎𝑞
⇌ 𝐴336𝑛 ⋅ (𝑀𝐶𝑙𝑖)𝑜𝑟𝑔 + 𝑛𝐶𝑙−

𝑎𝑞  (1) 
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Here p is the positive charge of the metal ion, i is the number of chloride ions needed to form 71 

a negative complex, and n is equal to the negative charge of the metal species.   72 

In this work there were several extraction steps with several different solutions used. The 73 

naming convention used in this work is defined in Fig. 2.  74 

75 

Fig. 2 Naming convention for extraction steps and phases used in this work 76 

In the following discussion feed, raffinate, organic, stripped aqueous and regenerated organic 77 

are indexed as feed, raf, org, stripaq and regorg. In a continous process regenerated organic 78 

will replace virgin organic.  79 

Uncertainty in two-phase measurements 80 

Liquid-liquid extraction is a well-established separation process based on the distribution of 81 

an analyte, e.g. a metal cation, between two immiscible phases. The definition of the 82 

distribution ratio, as used in this work, is: 83 

𝐷 =
[𝑀𝑜𝑟𝑔]

[𝑀𝑟𝑎𝑓]
 

 (2) 

 

Here [𝑀𝑜𝑟𝑔] is the concentration of analyte in the organic phase and [Mraf] is the total 84 

concentration of analyte in aqueous phase. 85 

Using the standard equation for propagation of errors and assuming no correlation, for Eq. 2 86 

we get: 87 
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𝜎𝐷 = 𝐷√ (
𝜎𝑜𝑟𝑔 

[𝑀𝑜𝑟𝑔]
)

2

+ (
𝜎𝑟𝑎𝑓

[𝑀𝑟𝑎𝑓]
)

2

  

(3) 

 

Where σx is the uncertainty of the measurement, here x describes the index.  88 

Uncertainty in single-phase measurements 89 

When only one of the phases can be measured, the amount of the metal in the other phase 90 

must be calculated indirectly. The normal reason for only measuring metal content in one of 91 

the phases is that measurement of the content in the other phase can be challenging, therefore 92 

single-phase measurements are convenient and even necessary [28]. In principle, single-phase 93 

and two-phase measurements should result in equal D-ratios. However, this is not always the 94 

case, as demonstrated and discussed below.  95 

In the following discussion it is assumed that the phase to be analysed for metal content is the 96 

aqueous phase, as is normally the case. The same method, and limitations, will of course 97 

apply if only the organic phase was measured. The assumption for single phase measurements 98 

is that the content of the organic phase can be calculated as the difference between the feed 99 

and raffinate solution: 100 

[𝑀𝑜𝑟𝑔] =  [𝑀𝑓𝑒𝑒𝑑] − [𝑀𝑟𝑎𝑓] (4 

where [Mfeed] is the aqueous concentration of analyte prior to extraction. It is assumed that the 101 

volume of organic and raffinate is equal.  102 

Inserting Eq. 3 into Eq. 1 provides the following formula to calculate the distribution ratio: 103 

𝐷 =
[𝑀𝑓𝑒𝑒𝑑] − [𝑀𝑟𝑎𝑓]

[𝑀𝑟𝑎𝑓]
 

(5) 

 

Applying the normal propagation of error to Eq. 5 gives: 104 

𝜎𝐷 =
[𝑀𝑓𝑒𝑒𝑑]

[𝑀𝑟𝑎𝑓]
√ (

𝜎𝑓𝑒𝑒𝑑

[𝑀𝑓𝑒𝑒𝑑]
)

2

+ (
𝜎𝑟𝑎𝑓

[𝑀𝑟𝑎𝑓]
)

2

= (𝐷 + 1)√ (
𝜎𝑀𝑓𝑒𝑒𝑑

[𝑀𝑓𝑒𝑒𝑑]
)

2

+ (
𝜎𝑀𝑟𝑎𝑓

[𝑀𝑟𝑎𝑓]
)

2

  

(6) 

 

When there is little to no extraction, [Mraf] will approach [Mfeed]. Thus, it becomes impossible 105 

to tell if the difference between [Mraf] and [Mfeed] is real or due to statistical fluctuations. To 106 
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ensure that the difference is not due to uncertainty the t-test for two samples with different 107 

uncertainty can be used [29-31]: 108 

𝑡 =
[𝑀𝑓𝑒𝑒𝑑] − [𝑀𝑟𝑎𝑓]

√
𝜎𝑟𝑎𝑓

2

𝑁𝑟𝑎𝑓
+

𝜎𝑓𝑒𝑒𝑑
2

𝑁𝑓𝑒𝑒𝑑

 
(7) 

 

 109 

where Nx is the number of replicas of the given measurement, here x represents raffinate and 110 

feed, respectively. If [Mfeed]>[Mraf], and if the value of t exceeds the critical t value Eq. 5 can 111 

be used to calculate the D-ratio. The critical t-value is given from t-tables which can be found 112 

in e.g [31]. The critical t-value can be read from such tables after the degrees of freedom is 113 

calculated as described in Eq. 12 [29-31].  114 

Calculating the uncertainty for back extraction can also be done with taylor expansion and it 115 

will result in a longer and more complex equation.  116 

 117 

Comparison of single-phase and two-phase measurements 118 

First we look at the main extraction-stage: Comparing the equations for the uncertainty in the 119 

distribution ratio calculated by measuring both phases (Eq. 3) or only one (Eq. 6), it is clear 120 

that two-phase measurements gives a lower uncertainty than single-phase measurements due 121 

to the D+1 multiplication term in Eq. 6 for single phase measurements. Of course, this factor 122 

will affect the uncertainty for low distribution ratios in particular. Notice that in real situations 123 

the uncertainties in aqueous and organic phase are not necessarily of the same magnitude, this 124 

can affect the validity of the above statement.  125 

The main advantage of single-phase measurement is that it generally is much quicker. The 126 

reason for this is that it is generally much easier to find a suitable method for aqueous phase 127 

measurements than for organic phase measurements. Thus, one-phase measurements is e.g. 128 

suitable for screening purposes and situations where a large number of measurements needs to 129 

be performed quickly (or cheaply). On the other hand, if very high or low distribution ratios 130 

need to be determined accurately, measuring both phases is most likely necessary to obtain an 131 

acceptable statistical accuracy.  132 
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Separation factor 133 

The separation factor α is defined as: 134 

𝛼𝐷𝑚2

𝐷𝑚1 =
𝐷𝑚1

𝐷𝑚2
 

(8) 

 

Here Dm1 is the D-ratio of one of the analytes and Dm2 is the D-ratio of a different one.  135 

Determination of minimum and maximum measurable D-ratio  136 

For ICP-MS the minimum statistical significant D-ratio that could be measured were 137 

determined by rearranging eq. 7:  138 

[𝑀𝑟𝑎𝑓] = [𝑀𝑓𝑒𝑒𝑑] − 𝑡√
𝜎𝑟𝑎𝑓

2

𝑁𝑟𝑎𝑓
+

𝜎𝑓𝑒𝑒𝑑
2

𝑁𝑓𝑒𝑒𝑑
 

(9) 

 

Here the 𝜎𝑓𝑒𝑒𝑑 used was the same for all the samples, 𝜎𝑟𝑎𝑓 will change depending on with the 139 

system, in these estimations the highest experimental values were used. The degrees of 140 

freedom needed to assign a critical t-value was calculated as:  141 

𝑣 =

(
𝜎𝑟𝑎𝑓

2

𝑁𝑟𝑎𝑓
+

𝜎𝑓𝑒𝑒𝑑
2

𝑁𝑓𝑒𝑒𝑑
)

2

𝜎𝑟𝑎𝑓
4

𝑁𝑟𝑎𝑓
2 (𝑁𝑟𝑎𝑓 − 1)

+
𝜎𝑓𝑒𝑒𝑑

4

𝑁𝑓𝑒𝑒𝑑
2 (𝑁𝑓𝑒𝑒𝑑 − 1 )

 

(10) 

 

𝑣 was then rounded to the closest integer, and 95% one-tailed confidence interval was used to 142 

determine the significant difference. 143 

The maximum D-ratio was determined using the limit of quantification (LOQ). D-ratios 144 

measured using ICP-MS were determined by taking the average of the replicas of the raffinate 145 

over the concentration of the feed. 146 

For radiotracers the minimum and maximum D-ratios were mainly limited by counting 147 

statistics, i.e. measurement time. However, at some point entrainment and operational errors 148 

in separating the phases and sampling them will limit the minimum/maximum determinable 149 

values. Based on experience the practical limit for the range of D-values that could be 150 

determined, using radiotracers, where therefore set to be between 0.006 and 300. This holds 151 

true also for single-phase measurements using ICP-MS, but here the limit is reached before 152 

issues about entrainment becomes a factor.  153 
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Experimental methods 154 

Liquid-liquid extraction was used to separate metals from mixed solutions, as this is the 155 

separation technique preferred and commonly used by industry. If ionic strength is applied to 156 

typical industrial hydrometallurgical solutions they will have an ionic strength in excess of 5 157 

mol/kg [2]. However, in order to keep the solutions reproducible in the lab, we used artificial 158 

feed-solutions with 5 molal chloride concentration. Such solutions have high enough 159 

concentrations to represent many of the challenges encountered in industry and enables 160 

investigation of their frequently very none-ideal behaviour. For comparison with data more 161 

commonly reported from laboratory experiments, we included measurements on feed 162 

solutions of 0.5 molal in chloride. Due to the complexity and high concentration of the 163 

industrial solutions, the accuracy in calculating ionic strengths and activity coefficients is low 164 

[24,25]. Therefore, comparisons between work performed in solutions with concentrations 165 

below 1 molal and work performed with concentrations higher than 1 molal is quite 166 

challenging and must be treated with great care. 167 

Chemicals 168 

Aliquat 336 (assay 90%) was supplied from Alfa Aesar and used as supplied. The toluene 169 

used was AnalR NormaPur supplied from VWR international and used as is. Salts used to 170 

prepare feed solutions were of purum grade.  171 

Nitric acid 65 % (mass/volume), Suprapur®, was purchased from Merck KGaA (Darmstadt, 172 

Germany). Water Type I (18.2 MΩcm), tapped from Milli-Q® Integral Water Purification 173 

System produced by Merck Millipore (Darmstadt, Germany), was used to prepare all 174 

solutions analysed by inductive coupled plasma mass spectrometry and inductive coupled 175 

plasma atomic emission spectroscopy. For radiotracer experiments, Type II water (15 MΩcm) 176 

delivered by a PureLab Option Elga filter plant, was used.  177 

Internal standard (IS) feed solution was prepared from single element standard solution of In 178 

(1000 µg/mL) for atomic spectroscopy purchased from Teknolab AS (Ski, Norway). 179 

Calibration standards for were prepared from Multielement standard solution IV for ICP, 180 

TraceCERT®, in 10 % nitric acid, purchased from Sigma-Aldrich Co. LLC (St. Louis, MO, 181 

USA). For the additional elements single element standards were used (1000 µg/mL). 182 

 183 
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Liquid-liquid extraction procedure 184 

All measurements were performed at a minimum in triplicates. Extractions were performed at 185 

ambient temperature (21(2) °C) using equal volumes of the organic and aqueous phases. 25 186 

min shaking time was determined experimentally to be sufficient to reach equilibrium for the 187 

experimental conditions investigated in this work, i.e. the distribution-ratios had reached a 188 

stable value [23]. After shaking, the solutions were centrifuged at 4000 rpm for 5 min. To 189 

minimize the possibility of entrainment, the organic sample was transferred to a separate 190 

vessel for later analysis. The remaining organic phase bordering the interphase was 191 

subsequently discarded. Equal amount of aqueous phase bordering the interphase was 192 

discarded and the aqueous sample was transferred to a separate vessel for later analysis. 193 

For back extraction measurements, the organic phase was contacted with aqueous lithium 194 

sulfate solutions and shaken for 20 minutes using a vortex shaker. As for the back extraction 195 

experiments, shaking for longer than 20 minutes showed no change in distribution ratios.  196 

 197 

ICP-MS and ICP-AES 198 

Concentrations of the target elements (Co, Zn, and Cd) was determined by using an 199 

Inductively Coupled Plasma-Mass Spectrometer (ICP-MS); model NexION® 300D, 200 

manufactured by PerkinElmer Inc. (Waltham, MA, USA). The instrument’s software was 201 

NexION® ICP-MS Software (version 1.2), from the same manufacturer. The following 202 

isotopes were selected for determination with ICP-MS: 27Al, 114Cd, 63/65Cu, 59Co, 52/53Cr, 203 

55Mn, 60/62Ni, 207/208Pb, 66Zn. 204 

While the following elements were determined using inductive coupled plasma atomic 205 

emission spectroscopy (Vista Ax CCD simultaneous ICP-AES): Sr (407.771 nm), Te 206 

(238.579 nm), Sb (206.834 nm), W (220.449 nm),Ba (389 nm), Bi (298 nm) and Mo (379 207 

nm) with the excitations bands in parenthesis. 208 

Sterile polypropylene tubes of 15 mL (120 × 17 mm) and 50 mL (115 × 28 mm), purchased 209 

from Sarstedt AG & Co (Nümbrecht, Germany), were used as solution vessels during 210 

extraction-, back extraction-, and ICP-MS procedures. 211 

For the samples analysed using ICP-MS 0.5 g of the aqueous solution was added to 10 g of 212 

2 % nitric acid (HNO3) before they were injected into the ICP-MS.  213 
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Limits of quantification (LOQ) were made based on two solutions: A blank solution of 5 214 

mol/kg HCl and a blank made of 1 mol/kg lithium sulfate solution. The LOQ was defined 215 

from the standard deviations of 10 repeated measurements of these two solutions. 216 

Radiotracers 217 

65Zn was produced in the JEEP II reactor at Institute for Energy Technology, Kjeller, Norway. 218 

60Co was purchased from Amersham, England. Carrier free, aqueous solution of 109Cd was 219 

supplied by Ecker and Ziegler, Germany. 220 

Liquid scintillation Spectroscopy 221 

Liquid scintillation spectroscopy using a Hidex 300 liquid-scintillation spectrometer was used 222 

to determine the amount of 109Cd-tracer in the solutions. This was based on measurement of 223 

the conversion-electron spectrum of 109Cd. The liquid scintillator cocktail used was Ultima 224 

Gold XR produced by Packard and used as supplied. The amount of 109Cd in each sample was 225 

then determined by integrating the appropriate peak in the spectrum. Varying degrees of 226 

quenching of the light-transfer process by the constituents of the different solutions were 227 

compensated (“efficiency calibration”) by measuring the shift in peak position of the 88-keV 228 

electron conversion line of the 109mAg daughter from 109Cd-decay [26]. The quench correction 229 

curve was determined by adding CCl4, as a deliberate quencher, to known amounts of 109Cd 230 

solutions [27].  231 

The spectra were analysed using the peak-fit function of the Origin software package 232 

version 9.1 from OriginLab Corporation. 233 

High Resolution Gamma Spectroscopy 234 

Gamma rays were detected with a Coaxial 80 % High Purity Germanium detector (HPGe) 235 

supplied from Canberra. For 65Zn the area in the 1115-keV peak was used and for 60Co the 236 

area sum of the peaks from the 1173-keV and 1332-keV transitions was used. The spectra 237 

were recorded and analysed using the Maestro software suite (version 6.08) developed and 238 

supplied by Ortec, Oak Ridge, Tennessee, USA. 239 

Preparation of feed solution 240 

A feed solution was generated by dissolving 10 chloride metal salts and aluminium oxide, 241 

tungsten oxide, tellurium oxide, molybdenum oxide, barium oxide and bismuth oxide using 4 242 

mol/kg hydrochloric acid made from a 37% HCl analytical grade acid. The solution was then 243 

used to generate two feed solutions with the concentrations described in Table 1. ICP-AES 244 
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was used as a preliminary analysis of the feed, before it became clear that the accuracy of the 245 

ICP-MS was needed. 246 

Table 1. The concentration of elements in the solution used as feed in the extraction tests. Entries 247 

that only were measured using ICP-AES are indicated by a star (*)  248 

 Al Ba* Bi*  Cd Cu Co Cr Mn  

Starting 

mass 

g/kg 

1 1 1 0.8 0.9 0.7 1 1 

Conc. at 

extraction 

mg/kg 

4.71(9) >0.2 33.5(2) 29.4(6) 32.22(21) 22.86(9) 19.64(5) 37.35(17) 

 Mo* Ni Pb Sb* Sr* Te* W* Zn 

Starting 

mass 

g/kg 

1 1 1 0.9 1 1.5 1 1 

Conc. at 

extraction 

mg/kg 

31.93(5) 36(5) 14.86(12) 32.11(16) 28.45(11) 38(2) 2.36(4) 34.0(3) 

 249 

 250 

 251 

Results and discussion 252 

Fig. 3shows the D-ratios for extraction and back extraction of Cd, Zn, and Co radiotracers.  253 

254 

Fig. 3D-ratios for extraction (left panel) and D-ratios for back extraction (right panel) of Cd, Co 255 
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and Zn from 0.5 and 5 mol/kg HCl determined with radiotracers. Back extraction was 256 

performed using 1 mol/kg lithium sulfate. Error bars show one standard deviation  257 

Co was extracted in measurable quantities for the 5 mol/kg acid concentration, but to a lower 258 

degree than Zn and Cd. Cd-extraction decreased when more acid was added. A reasonable 259 

explanation for this is that the higher acid- and corresponding chloride concentrations increase 260 

the amount of negatively extractable species, which therefore becomes a stronger competitor 261 

for the available A336 to form extractable species. Similar to Cd, the extraction of Zn 262 

increases with the increasing acid/chloride concentration. When the concentration of the A336 263 

increases the D-ratio for all three species becomes higher and at some point reaches the limit 264 

of how high D-ratios it is possible to determine within the experimental conditions used in 265 

this work. The back extraction shows that higher A336 concentrations and higher HCl 266 

concentration lower the amount back extracted. In addition as the organic phase is different 267 

from the virgin organic phase the experiments could not be performed using fresh activity but 268 

the same samples had to be use for both extraction and back extraction. For Co which had low 269 

extraction this increased the uncertainty.  270 

Table 2 shows the separation factors for Cd and Zn from Co, based on the data shown in Fig. 271 

3. It is not possible to quantify the highest separation factors since the D-ratios for 0.5 mol/kg 272 

HCl Co are too low to measure accurately. The D-ratios are limited by available measurement 273 

time/instrument capacity. As already mentioned, for very low or high D-ratios entrainment 274 

and operational uncertainty will become the limiting factor. 275 

Table 2. Separation ratios between Cd/Co and Zn/ Co measured with radiotracers for 276 

two different acid concentrations  277 

A336 (mol/kg) HCl (mol/kg) D(Co) D(Cd) 𝛼𝐶𝑜
𝐶𝑑 

0.2 0.5 <6 ⋅10-3 >300 >5 ⋅104 

0.01 0.5 <6 ⋅10-3 >300 >5 ⋅104 

0.002 0.5 <6 ⋅10-3 4.73(13) >17 

0.2 5 0.48(4) >300 >1⋅103 

0.01 5 0.136(13) 40.6(9) 300(30) 

0.002 5 <6 ⋅10-3 0.73(5) >120 
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  D(Co) D(Zn) 𝛼𝐶𝑜
𝑍𝑛 

0.2 0.5 <6 ⋅10-3 >300 >5 ⋅104 

0.05 0.5 <6 ⋅10-3 50(4) >8 ⋅103 

0.01 0.5 <6 ⋅10-3 19.70(17) >3 ⋅103 

0.002 0.5 <6 ⋅10-3 0.2670(4) >45 

0.2 5 0.48(4) >300 600(50) 

0.05 5 0.136(13) 180(11) 1.32(16)⋅103 

0.01 5 0.092(14) 74(8) 800(100) 

0.002 5 <6 ⋅10-3 0.205(7) >1.2 

 278 

The stripping efficiency of lithium sulfate, i.e. how efficiently extracted Co, Cd, and Zn can 279 

be removed from the organic phase when contacted with an aqueous phase of lithium sulfate, 280 

seems to be heavily dependent on two variables: The Aliquat concentration and the initial HCl 281 

concentration of the feed. At A336 concentrations of 0.2 mol/kg there seems to be nearly no 282 

back extraction of Cd, thus the element is nearly completely retained in the organic phase. 283 

However, as the A336 concentration is lowered there is more Cd transported to the aqueous 284 

phase. Zn is similarly affected but is easier to remove from the organic solution. The Co 285 

found in the organic phase is easily removed.  286 

The stripping utilizes the equilibrium between the organic and the aqueous phase and it is 287 

assumed that the sulfate content in the aqueous phase shift the species to a neutral species. 288 

Accordingly, the suggested explanation for sulfate back-extraction is: 289 

𝑀𝐶𝑙3
− + 𝑆𝑂4

2− ⇌ 𝑀𝑆𝑂4 + 3𝐶𝑙−  (11) 

 

where M is the metal in question. The proposed mechanism is that the sulfate shifts the 290 

dominating species from chloride to a neutral species. For the extraction to work it is then 291 

important that sulfate dominates and the more chloride there is in the organic phase the less 292 

efficient sulfate will be as extractant. Table 3 shows the relevant literature equilibrium- and 293 

stability constants for the suggested species. Considering the values listed in Table 3, higher 294 

stability constants for the chloride species will lead to more metal being retained, while high 295 

stability constants for sulfate species will lead to better stripping.  296 
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Table 3 stability constant for the various metal species with sulfate and chloride 297 

 298 

 299 

 300 

 301 

 302 

 303 

Fig. 4 shows the D-ratios of extraction and back extraction measured using ICP-MS. The 304 

concentration of Zn and Cd is only determinable at 0.002 mol/kg A336.  305 

306 

Fig. 4. D-ratio (left panel) and D-ratio back extraction (right panel) of Cd, Co and Zn from 0.5 307 

and 5 mol/kg HCl as measured with ICP-MS. Back extraction was performed using 1 mol/kg 308 

lithium sulfate. Error bars represent one standard deviation, arrows indicate that the upper 309 

and/or lower standard deviation could not be determined. 310 

When the single-phase data, as obtained in the ICP-MS measurements, is compared to the 311 

two-phase data obtained with measurements of the radiotracers, the single-phase data have 312 

higher minimum D-ratios and lower maximum D-ratios than the radiotracers. This trend will 313 

of course also affect the separation factors, as shown in Table 4. The separation factors 314 

obtained from ICP-MS measurements are both lower and less well defined (more uncertain) 315 

than for the radiotracer data.  316 

Metal Cl- as a ligand SO4
2- as a ligand Ref. 

Cd log10 β3 =2.36 log10 K1 =2.3 [32] 

Zn log10 β3 =0.43 log10 K1 =2.3 [33] 

Co log10 β3 = -5.92 log10 K1 =2.47 [34] 
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Table 4. Separation ratio between Cd/Co and Zn/ Co for the different acid concentrations 317 

measured with ICP-MS 318 

A336 mol/kg HCl mol/kg D(Co) D(Cd) 𝛼𝐶𝑜
𝐶𝑑 

0.2 0.5 <0.12 >240 >1.2⋅103 

0.01 0.5 <0.12 >240 >1.2⋅103 

0.002 0.5 <0.12 7.2(5) >23 

0.2 5 0.88(13) >230 >260 

0.01 5 0.201(14) >230 >1.15 ⋅103 

0.002 5 <0.12 0.81(5) >4 

A336 mol/kg HCl mol/kg D(Co) D(Zn) 𝛼𝐶𝑜
𝑍𝑛 

0.2 0.5 <0.12 >20 >100 

0.01 0.5 <0.12 >20 >100 

0.002 0.5 <0.12 0.62(15) >3 

0.2 5 0.9(13) >19 >20 

0.01 5 0.201(13) >19 >95 

0.002 5 <0. 12 0.46(24) >3 

For a more thorough comparison of single-phase measurement and two-phase measurements 319 

Table 5 shows the distribution and extraction percentage for both techniques. 320 

Table 5. Comparison of measured D-ratios and % of Cd, Zn or Co extracted (denoted as % in 321 

org) performed with ICP-MS and by applying radiotracers. If the measurements are 322 

significantly different (outside the 95% confidence interval) it is marked with a ”Y”, otherwise a 323 

“N”  324 

A 336 

conc. 

mol/kg 

Significant 

difference 

Radiotracers ICP-MS 

D-ratio % in org D-ratio % in org. 

Extraction of Cd from 0.5 m HCl 

0.2   >300 >99.7 >250 >99.6 

0.01   >300 >99.7 >250 >99.6 
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0.002 Y 4.74(13) 83(4) 6.6(6) 87(6) 

Stripping of Cd after contact with 0.5 m HCl 

0.2   100(20) 98.70(18) >250 >99.6 

0.01  Y 0.157(14) 13.5(11) 0.50(5)   33.2(19) 

0.002  0.0043(9) 0.35(9) 0.28(5) 19(3) 

Extraction of Cd from 5 m HCl 

0.2   >300 >99.7 >230 >99.5 

0.01  Y 40.6(9) 97.60(13) >230 >99.5 

0.002 N 0.73(5) 42(3) 0.82(6) 45.0(18) 

Stripping of Cd after contact with 5 m HCl 

0.2   >300 >99.7 >230 >99.5 

0.01  Y 0.463(19) 30.9(9) 0.848(18) 45.7(5) 

0.002 Y 0.067(5) 2.6(4) 1.5(11) 27(5) 

Extraction of Zn from 0.5 m HCl 

0.2   >300 >99.7 >20 >95 

0.01   19.69(17) 95.17(8) >20 >95 

0.002 Y 0.267(20) 21.07(4) 0.58(3) 37(3) 

Stripping of Zn after contact with 0.5 m HCl 

0.2  Y 0.278(23) 21.6(14) 1.29(4) 53.8(13) 

0.01  Y 0.0063(12) 0.59(12) 0.61(4) 36.2(16) 

0.002 Y 0.030(7) 0.6(6) 2.27(17) 25(5) 

Extraction of Zn from 5 m HCl 

0.2   >300 >99.7 >20 >95 

0.01   74(8) 98.7(3) >20 >95 

0.002 Y 0.206(7) 16.99(3) 0.46(4) 31(4) 

Stripping of Zn after contact with 5 m HCl 

0.2  Y 1.7920(18) 64(3) 3.51(4) 77.6(5) 

0.01  Y 0.009(3) 0.88(3) 0.38(3) 26.3(15) 

0.002 Y 0.021(6) 0.3(5) 2.6(17) 25(5) 

Co extraction from 5 m HCl 

0.2  Y 0.49(4) 33(4) 0.80(16) 47(3) 

0.01 Y 0.096(14) 8.7(8) 0.199(8) 16.7(7) 

Co Stripping from 5 m HCl 
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0.2  N 0.020(24) 0.64(23) 0.17(12) 11.6(9) 

 325 

Table 5 shows that the measurement techniques gives statistically significantly different D-326 

ratios for most concentrations. Direct measurements point-by-point show that single-phase 327 

measurements generally overestimate the D-ratio. There is only one single measurement 328 

(0.002 mol/kg A336 and 5 mol/kg HCl) where the two-phase measurement gives the highest 329 

D-ratio. In addition, when comparing the extraction of Cd at 0.01 mol/kg A336 and 5 mol/kg 330 

HCl two phase measurements give a D-ratio of 41 and single-phase measurements suggest 331 

that the D-ratio is higher than 230. This implies that using LOQ as the limit to determine the 332 

maximum D-ratio probably overestimates the value.  333 

The uncertainty of low D-ratios for single-phase measurements grow faster than for the two-334 

phase measurements, as shown for a hypothetical case in Fig. 5 The graph was obtained by 335 

assuming the measured concentrations was determined by counts (area of peaks in a 336 

spectrum) which obey the Poisson distribution. Therefore, σfeed, σraf, and σorg can be calculated 337 

as √[𝑀𝑓𝑒𝑒𝑑] , √[𝑀𝑟𝑎𝑓], √[𝑀𝑜𝑟𝑔] since the standiard variation of N counts equal the square 338 

root of N according to the Poisson distribution statistics. This means that Eq. 2 and Eq. 5 339 

becomes: 340 

𝜎𝐷 = 𝐷√ (
√[𝑀𝑜𝑟𝑔]

[𝑀𝑜𝑟𝑔]
)

2

+ (
√[𝑀𝑟𝑎𝑓]

[𝑀𝑟𝑎𝑓]
)

2

  

(12) 

 

𝜎𝐷 = (𝐷 + 1)√ (
√[𝑀𝑓𝑒𝑒𝑑]

[𝑀𝑓𝑒𝑒𝑑]
)

2

+ (
√[𝑀𝑟𝑎𝑓]

[𝑀𝑟𝑎𝑓]
)

2

 

(13) 

Based on this, Fig. 5was generated assuming that at a maximum there were 106 counts to 341 

distribute between the phases. It clearly shows that at lower D-ratios than 10 the relative 342 

uncertainty of single-phase measurements increases rapidly compared to two-phase 343 

measurements. 344 
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345 

Fig. 5 Hypothetical uncertainty trend in one-phase and two-phase measurements 346 

calculated by assuming measurements obey Poisson-distribution statistics  347 

Fig. 6 shows how the minimum determinable D-ratios is dependent on the number of replicas 348 

for single-phase measurements. With a higher number of replicas the degrees of freedom 349 

increases and thus makes the t-value smaller. The critical concentration difference between 350 

feed and raffinate will then decrease and therefore smaller D-ratios can be measured. Eq. 10 351 

was used to determine the degrees of freedom and Eq. 9 was used to calculate the raffinate 352 

concentration.  353 
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354 

Fig. 6 Minimum measurable D-ratio calculated using a feed solution uncertainty of 1% and 6 355 

replicas of the feed solution, with a one sided t-test 356 

 357 

Figures 4 and 5 provide insight into why reported D-ratios are higher when using one-phase 358 

measurements: Firstly, for one-phase measurements the lower D-ratios will have a 359 

substantially higher standard deviation and secondly, at low D-ratios the concentrations 360 

become impossible do discern from the feed solution.  361 

A different explanation for the higher D-values for single-phase measurement could be related 362 

to entrainment and organic material. Carbon is known for increasing the sensitivity of ICP-363 

MS [35]. If there is carbon in the raffinate this would result a systematic higher concentration 364 

in the raffinate. However, both toluene and A336 have very limited solubility in aqueous 365 

solutions with high ionic strength, and all samples were diluted before they were injected in 366 

the ICP-MS, thus carbon should not have affected the measurement reported in this work. 367 



Journal of Radioanalytical and Nuclear Chemistry 

20 
 

Conclusions 368 

Separation of Cd and Zn from Co more efficient at an acid concentration of 0.5 mol/kg HCl 369 

than 5 mol/kg HCl. However, it is not possible to properly define the separation factor as the 370 

D-ratios for Co are too low. Using an A336 concentration of 0.01 mol/kg and an acid 371 

concentration of 5 mol/kg gives a separation factor of 300(30) for Cd and 1400(200) of Zn 372 

relative to Co. Cd is not satisfactorily stripped when the A336 concentration is 0.2 mol/kg in 373 

toluene, and the stripping of Zn is also reduced. The amount of hydrochloric acid in the feed 374 

determine the amount of separation and the ease of stripping.  375 

Determination of D-ratios: Low D-ratios are limited by how well the metal concentration in 376 

the feed can be determined. The lowest possible D-ratio is determined by the minimum 377 

difference between feed and raffinate that can be measured.  378 

The analysis performed also showed that single-phase measurements, as performed using 379 

ICP-MS, on average had a higher D-ratio than two-phase measurements performed with the 380 

use of radiotracers. Therefore, ICP-MS measurements should be used with care when 381 

discussing extraction mechanisms and speciation, as this frequently involve analysing 382 

extraction curves obtain from very low and very high D-ratios. This should also be kept in 383 

mind when using ICP-MS data from literature.  384 

Extraction of negatively charged chloride complexes is an efficient method to discriminate Zn 385 

and Cd from Co, but also from Al, Cr, Mn, Ni, Pb, Sb, Sr, Te, and W. 386 
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 485 

Appendix 486 

Table A1. D-ratios of extraction and back extraction for Cd, Zn, and Co. With radiotracers and 487 

ICP-MS 488 

Element 

Measurement 

method 

A336 

Conc.[mol/kg] 

HCl Conc. 

[mol/kg] 

D-ratio 

extraction 

D-ratio 

back-

extraction 

Cd ICP-MS 0.2 0.5 > 230 >230 

Cd ICP-MS 0.01 0.5 > 230 0.49(4) 

Cd ICP-MS 0.002 0.5 6.6(6) 0.28(5) 

Cd ICP-MS 0.2 5 >250 >250 

Cd ICP-MS 0.01 5 >250 0.85(5) 

Cd ICP-MS 0.002 5 0.82(6) 1.5(11) 

Zn ICP-MS 0.2 0.5 >20 1.29(5) 
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Zn ICP-MS 0.01 0.5 >20 0.61(4) 

Zn ICP-MS 0.002 0.5 0.58(3) 2.27(17) 

Zn ICP-MS 0.2 5 >20 3.51(4) 

Zn ICP-MS 0.01 5 >20 0.38(3) 

Zn ICP-MS 0.002 5 0.46(4) 2.6(17) 

Co ICP-MS 0.2 0.5 <0.16 - 

Co ICP-MS 0.01 0.5 <0.16 - 

Co ICP-MS 0.002 0.5 <0.16 - 

Co ICP-MS 0.2 5 0.80(16) 0.17(12) 

Co ICP-MS 0.01 5 0.199(8) <0.16 

Co ICP-MS 0.002 5 <0.16 - 

Cu ICP-MS 0.2 5 12.3(12) 0.50(4) 

Cu ICP-MS 0.01 5 1.04(4) 5.3(16) 

Cu ICP-MS 0.002 5 <0.16  

Cd Liquid 

Scintillation 

0.2 0.5 > 300 100(20) 

Cd Liquid 

Scintillation 

0.01 0.5 > 300 0.157(14) 

Cd Liquid 

Scintillation 

0.002 0.5 4.73(13) 0.0043(9) 

Cd Liquid 

Scintillation 

0.001 0.5 0.206(3) - 

Cd Liquid 

Scintillation 

0.2 5 > 300 > 300 

Cd Liquid 

Scintillation 

0.01 5 40.6(9) 0.463(19) 

Cd Liquid 

Scintillation 

0.002 5 0.73(5) 0.067(5) 

Cd Liquid 

Scintillation 

0.001 5 0.046(3) 0.60(3) 

Zn Gamma 

spectroscopy 

0.2 0.5 >300 0.278(23) 
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Zn Gamma 

spectroscopy 

0.05 0.5 50(4) 0.0098(5) 

Zn Gamma 

spectroscopy 

0.01 0.5 19.69(17) 0.0063(12) 

Zn Gamma 

spectroscopy 

0.002 0.5 0.267(20) 0.030(7) 

Zn Gamma 

spectroscopy 

0.2 5 >300 1.7920(18) 

Zn Gamma 

spectroscopy 

0.05 5 180(10) 0.021(6) 

Zn Gamma 

spectroscopy 

0.01 5 74(8) <6 ⋅10-3 

Zn Gamma 

spectroscopy 

0.002 5 0.206(7) <6 ⋅10-3 

Co Gamma 

spectroscopy 

0.2 0.5 <6 ⋅10-3 - 

Co Gamma 

spectroscopy 

0.05 0.5 <6 ⋅10-3 - 

Co Gamma 

spectroscopy 

0.01 0.5 <6 ⋅10-3 - 

Co Gamma 

spectroscopy 

0.002 0.5 <6 ⋅10-3 - 

Co Gamma 

spectroscopy 

0.2 5 0.49(4) 0.020(24) 

 

Co Gamma 

spectroscopy 

0.05 5 0.136(13) <6 ⋅10-3 

Co Gamma 

spectroscopy 

0.01 5 0.091(14) - 

Co Gamma 

spectroscopy 

0.002 5 0.0031(9) - 

 489 

 490 

 491 
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Table A2 Summary of which elements and determinable D-ratios 492 

Measurable D-ratio at all concentration for 

ICP-MS 

Cd, Zn 

Measurable D-ratio with 5 mol/kg HCl Cu, Co (only at the highest A336 

concentration) 

No determinable D-ratio  Al, Cr, Mn, Pb, Sb, Sr, Te , W 

 493 

 494 
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